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Abstract

Using a specialised thin film deposition process called glancing angle deposition (GLAD),
one may fabricate porous thin films consisting of isolated columns with highly controllable
microstructure. An extensive range of column shapes can be produced by using carefully
managed substrate motion during the deposition process. Certain types of GLAD films,
such as those possessing helical (or chiral) microstructure, have previously been shown to
exhibit unique optical properties including rotation of the plane of polarisation of transmit-
ted light and circular dichroism. The optical response of these GLAD films has been com-
pared to that observed in liquid crystals (LC). When the pores of GLAD films are filled
with liquid crystalline materials, the LC molecules take on an orientation governed by the
presence and shape of the GLAD film structure, resulting in a new type of composite opti-
cal material exhibiting enhanced optical properties compared to those of the film alone.
Further, because of their electro-optic characteristics, the LC component in GLAD-LC
composite films may be switched by an electric field, yielding switchable devices based on
GLAD-LC hybrid materials. This thesis presents an overview of glancing angle deposition
and how it leads to the development of GLAD-liquid crystal composite optical matenials
and devices. Optics based on GLAD-LC composites show potential for improved optical

switch and flat panel display technology.
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Chapter 1
Introduction

1.1 About this thesis

1.1.1 Project motivation and goals of this thesis

In a world where portable devices such as notebook computers, mobile telephones, and
hand-held organizers are becoming increasingly common, the technological importance of
information displays is readily apparent. Certainly in these kinds of portable devices the
display is one of the most important parts. What makes a good display? On the one hand
there are of course optical performance factors such as high brightness and contrast, good
colour range, and fast switching response. With portable devices, however, power con-
sumption is also a critical characteristic to consider. It is well known that in laptop com-
puters, the liquid crystal displays (LCDs) currently used' are the biggest drain on electrical
power in the system, consuming more power than even the hard disk drive or microproces-

SOr.

One of the challenges in the field of display technology is of course to improve perform-
ance. In battery powered devices, battery life is a main factor in the device’s usefulness and
thus improved performance at the expense of increased power consumption (hence de-
creased battery life) would be in general unacceptable. Improvement in the technology
should instead come in the form of improved performance for the same power consumption
or perhaps in the form of the same performance but with decreased power consumption.
Ideally, one would like to have advances in display technology which could bring improved
optical performance and lower power consumption simultaneously. Developments in dis-
play technologies might include schemes to reduce switching voltages and eliminate the

need for absorptive polarisers and/or backlight systems.

1. More specifically, it is the backlight system used in LCDs that is the main consumer of energy.
Furthermore, the use of absorptive polarisers means that even in the case of ideal polarisers, 50%
of the backlight is wasted.
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In all areas of display technology, the key to improved performance is to achieve control
over the optical properties. For the ubiquitous liquid crystal display, which currently dom-
inates the vast flat-panel display market for portable devices (especially notebook comput-
ers), control over the optical properties is achieved by controlling the orientation and posi-
tional ordering of the liquid crystals (LC). What this thesis presents is the possibility of

enhanced optical properties in LC devices through improved control over the LC ordering.

This thesis describes work leading to the fabrication and characterisation of a new type of
composite optical material based on porous thin films of inorganic optical materials embed-
ded with liquid crystalline (LC) materials. Using a recently developed technique called
glancing angle deposition (GLAD) [1. 2, 3], porous thin fiims can be grown with custom-
engineered columnar morphology. Guided by theoretical studies of structurally chiral me-
dia, initial studies of porous GLAD films with helical chiral microstructure grown from op-
tical materials revealed properties similar to those seen in certain classes of LC matenals.
This comparison gave rise to the inevitable question: what is the result of combining GLAD
films with LCs?

As shown in subsequent sections of this thesis, embedding LCs into the void regions in po-
rous GLAD films with chiral (handed) microstructure was found to enhance the optical
properties significantly. Furthermore, the structure of the film was found to influence the
orientation of the LCs embedded into the films, and thus there is a mechanism for control
of the LC ordering. This new hybrid GLAD/LC material not only exhibits the promise of
enhanced optical performance, but also allows for the potential of a switchable device be-

cause of the presence of the LC.

Optical measurements of GLAD/LC hybrid films reveal that the presence and structure of
the film is the primary governor of the spectral response. This relationship is investigated
to gain an improved understanding of how the LC molecular orientation is controlled by
the GLAD film. Because of the electro-optic properties of LCs, the switching behaviour in
GLADY/LC composites is also studied, leading to future developments in tunable or switch-

able LC devices. The development of GLAD/LC composite optical materials augments the
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3
liquid crystal technology toolbox and may possibly lead in the future to displays that exhibit

enhanced properties coupled with reduced power requirements.

1.1.2 Scope of this thesis

The remainder of this chapter could be aptly titled “The Evolution of GLAD™ and takes the
reader through a brief introductory tour of the glancing angle deposition thin film fabrica-
tion technique. The discussion begins with fundamental thin film growth mechanisms and
how GLAD exploits highly oblique angle deposition in combination with substrate motion

to achieve control over the columnar structure in porous films.

Chapter 2 describes some of the relevant tools which expand the range of capabilities of the
GLAD technique. The author’s work on the development of sputter deposition and ad-

vanced substrate motion control techniques for GLAD is presented.

Chapter 3 moves into a discussion of GLAD optics in detail, describing the unique optical

properties observed in chiral GLAD films and some of the theory behind the results.

Chapter 4 describes the central work of this thesis: the combination of GLAD films with
liquid crystalline materials to produce a novel hybrid optical material. The enhancement

of optical properties resulting from the addition of LCs to GLAD films is described.

Finally, Chapter 5 presents the main conclusions of this work and describes the current state

of this project, potential applications, and proposed future experiments.

1.2 Thin films

1.2.1 Introduction

Thin films have a wide variety of applications in the modern world. They can be found on
everything from drill bits to automobile parts and jet turbine blades to food packaging.
Thin films of boron nitride make an attractive and convincing substitute for a polished brass

finish on doorknobs, but will not tarnish like real brass does through prolonged exposure to
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4
the harsh outdoor environment. Optical coatings on window glass provide substantial im-
provement in insulation value to keep heat out in summer while helping to slow heat loss
during winter. Coatings of zirconium oxide serve as thermal barrier films to protect the
metal blades in jet engine turbines from the intense heat of fuel combustion. In microelec-
tronic devices, electrical interconnect layers are formed from metal films. Some common

examples of applications of thin films are described below in Table 1-1.

Table 1-1: Examples of applications of thin films

Application Examples

protective coatings | wear resistant coatings on tools such as drill bits, thermal barriers
coatings on jet turbine blades

optical films solar coatings on window glass, anti-reflection coatings on lenses

magnetic films magnetic storage media such as tapes and disks

food packaging thin metal films deposited on plastic food packaging helps
increase shelf-life of product

sensors chemical, mechanical sensors

microelectronics electrical interconnects, gate oxides, inter-level dielectric, passi-
vation layers

micro- and nano- electrodes, mechanical actuators, and other components of such

electro-mechanical | devices

systems (MEMS,

NEMS)

As their name suggests thin films are basically coatings of material over a substrate of some
sort. Depending on application, “thin” can refer to any range of thickness from a few nan-
ometres (10 m) up to almost a millimetre, though in this thesis, the films discussed gener-

ally fall into the range of 0.5 to 5.0 um in thickness.

The common thread which runs through all applications of thin films is the need to tailor
certain properties of the film (be it hardness, index of refraction, or magnetic properties for
example) to the application. It is well known that the properties of thin films are influenced

by the structure of the film and that, in turn, the structure is influenced by the deposition
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S
process. Thus, careful control of the deposition process leads to control over the properties
of the film.

1.2.2 Deposition methods

One of the most common classes of thin film deposition processes is physical vapour dep-
osition (PVD) wherein a vapour of the thin film material produced by physical means is
made to condense on the substrate to be coated. Two of the most popular and important
PVD processes are evaporation {4] and physical sputtering [S]. In evaporation, vapour flux
is produced by thermal means, for example by resistive heating of a “*boat” or filament con-
taining the source material (thermal evaporation) or alternately by using an electron beam
to heat the source material in a crucible (e-beam evaporation) [6, 7]. Sputter deposition
most commonly involves igniting a plasma discharge of a working gas (usually Ar) and ac-
celerating the gaseous ions into a target of the film material to dislodge atoms of the target

to create the vapour flux.

As most thin film applications require durable, hard coatings, the deposition methods used
generally have been optimized to produce films with such characteristics. To this end, PVD
is generally performed such that the incident vapour flux arrives normal to the substrate,
resulting in a film with a dense microstructure (Fig. 1-1). This arrangement has the further
advantage of maximizing deposition efficiency (high rate and optimized source utilization),

an important consideration in production environments.

[T

film microstructure
substrate (b)

Lo st gubstrate

e VAPOUF
source (a)

Figure 1-1: Traditional thin film deposition
(a) The geometry of this setup is such that the vapour flux arrives normal to the sub-
strate, creating (b) a dense microstructure.
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6
Four basic mechanisms influence the microstructure in PVD thin films: shadowing, surface
diffusion, bulk diffusion, and desorption [8]. The latter three are often grouped together as
a characteristic diffusion and sublimation process. Shadowing arises because of geometry
and the line-of-sight impingement of arriving deposition flux [9, 10]. Diffusion, on the oth-
er hand, is a thermal process and depends on temperature of the substrate relative to the
melting point of the matenial (7/T, ratio). Under appropriate deposition conditions, one or
more of the basic mechanisms may become the dominant influence on the film microstruc-
ture. Structure zone models such as those proposed by Movchan and Demchishin [11] for
thick evaporated films and by Thornton [12] for sputtered metal films describe the effect
on film structure by factors such as substrate temperature and gas pressure. These models
divide thin film microstructure into zones of basic morphologies based on deposition con-
ditions. For example, at high temperatures, the diffusion processes become dominant and
recrystallization and grain growth are seen in films grown under such conditions. More re-
cent work has proposed revised structure zone models (for example Refs. 13, 14) which go

further in describing the link between growth conditions and film morphology.

1.3 Glancing angle deposition

1.3.1 Oblique angle deposition

The situation becomes far more interesting when the substrate is oriented not normal to the
vapour source, but rather at an angle so that deposition flux arrives at an oblique incidence
angle a, measured relative to the substrate normal (Fig. 1-2(a)). Under these conditions,
the two dominant growth mechanisms are shadowing and adatom diffusion. Geometric
shadowing would tend to create voids in the film structure, whereas diffusion processes
would be expected to fill in the voids. The two mechanisms thus produce competing ef-
fects. Under appropriate deposition conditions, one or the other may be dominant on the

film microstructure [15, 16].
Consider now a set of experiments involving oblique deposition onto unheated substrates

where the angle of incidence a is varied, but all other conditions held constant. As diffusion

is a thermal process, it is assumed that it would be roughly constant throughout this set of
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Figure 1-2: Oblique angle deposition

(a) source-substrate geometry (b) the resultant film has a semi-porous microstruc-
ture consisting of columns tilted toward the source of the obliquely incident vapour
flux.

experimentsz. Shadowing, however, is influenced purely by geometry and will increase
with increasing deposition angle a. Thus, as the angle of deposition becomes increasingly

oblique, shadowing becomes the dominant growth mechanism.

Assuming a clean, flat substrate as a starting point, the first stage of film growth has incom-
ing vapour flux condensing to form nuclei which in turn coalesce to form larger clusters.
In standard thin film deposition, this process continues until eventually a solid layer of film
is formed. With oblique deposition at sufficiently large flux incidence angles, however, nu-
clei on the surface will cast long shadows behind themselves (with respect to the direction
of incoming flux), creating regions in which new flux cannot arrive. A schematic illustrat-
ing initial shadowing conditions is shown in Fig. 1-3 below. Under these growth condi-
tions, nucleation is a stochastic process where growing nuclei produce regions shadowed
from incoming deposition flux in which further growth is inhibited. By the same token,
high points in the film such as the tops of growing nuclei and columns will exhibit preferred
growth. As growth continues in this regime, material tends to accumulate more on one side

of the growing columns, resulting in an inclined columnar microstructure. Because the dif-

2. When tilting the substrate holder to vary a. there will of course be unavoidable but subtle changes
in substrate heating effects due to the change in geometry (i.c. angle subtended by substrate
holder).
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fusion process is limited, the void regions created by the shadowing will never become

filled in, so as the film grows, void regions will be left in the film.

depasition flux

‘a
nuclei shadowed region 4‘)‘;

Figure 1-3: Shadowing mechanism in obliquely deposited thin films

Flux arrives at oblique angle a to the substrate and forming nuclei begin to cast
shadows in the regions behind themselves, preventing turther vapour flux from
reaching those areas. With increasing a, shadowing is accentuated and the shad-
owed regions become large.

1.3.2 GLAD: Taking oblique deposition to the extreme

While oblique deposition itself is not a new idea, the technique of glancing angle deposition
(GLAD) {1-3, 17}, which involves taking oblique angle deposition to the extreme, is a new-
erdevelopment. Previous studies [12, 15, 16] have investigated the effects of varying dep-
osition angle from a = 0° to approximately 70°, but going beyond this regime was not given
much consideration. GLAD was first developed when investigating the effects of oblique
deposition on film porosity by looking at the effects of highly oblique incidence PVD. In
the regime of highly oblique deposition, a > 70°, it was found that the shadowing mecha-
nism is greatly enhanced, resulting in a highly porous structure [18]. Fig. 1-4 below shows
a scanning electron micrograph (SEM) of an example of a thin film fabricated using the

GLAD technique in this, its most basic form.

Because the shadowing mechanism is accentuated in the GLAD regime, there is an en-
hanced competition amongst the growing columns. Not unlike a forest, where a tree that
grows larger and higher than its neighbours becomes dominant and receives more sunlight,
the columns which grow sufficiently large will become dominant and continue to grow as
they continue to receive deposition flux. Meanwhile, neighbouring columns which fall into
the shadow of larger columns will not receive further deposition flux and thus will “die out”

and cease to grow. Nucleation, competition, and growth are revisited further in discussions
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Figure 1-4: The most basic form of a glancing angle deposition thin film
The porous film consists of columns inclined in a direction toward, but not paralle!
to, the incoming vapour tlux.

presented in Chapter 2.

Flux angles used with the GLAD technique are typically in the regime of 75° or higher.
GLAD thin films can be broadly classified as “dense” for 75° < a < 80°, “porous” for
80° < a <85°, or “super-porous” for a > 85°. Lower flux incidence angles result in more
efficient deposition, but the films produced may not have a very open structure. Higher flux
incidence angles give a more porous, open structure, but also lead to an increasing falloff
in effective deposition rate (growth rate of the GLAD film versus a “normal” film deposited
at a = 0°). For most materials and applications, the range of flux angles between 80° and
85° strikes a suitable compromise between the required porosity and a reasonable growth
rate. Typically, in this regime of flux incidence angles, the effective deposition rate for a
GLAD film falls in the range of one-half to one-third that of a normally deposited film, po-

sitioned at the same distance from the source.

1.3.3 Column angle in obliquely deposited films
With flux arriving from a non-normal incidence angle a, and assuming sufficiently limited

adatom diffusion, the resultant film grows with columnar microstructure inclined? at an an-

3. As with flux incidence angle a, the column angle is measured relative to the substrate normal, so
that 0° represents columns growing vertically (perpendicular to the substrate).
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gle B (Fig. 1-5). For a > 0°, the relation

// S ,
. /// /
Ll i
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Figure 1-5: Definition of flux incidence and column angles

The tlux arrives at an oblique angle a, while the columns grow inclined toward the
direction of incoming flux, at an angle 8. Both angles are measured with respect
to the substrate normal.

0°<f<a (1-1)

will hold. It is possible to show by counter-example that the column angle cannot be the
same as the flux angle. If it is assumed fora moment that f = «, then there would be a direct
path between the growing columns all the way down to the substrate for the incoming va-
pour flux. This would imply that there is no shadowing effect at all and hence the film
should be as dense as a normally-deposited film. As obliquely deposited films clearly are
more porous and exhibit inclined columnar structure, the shadowing mechanism must

therefore play a role and this in turn requires that § < a.

Discussion of the angle of the columnar microstructure begs the question about the rela-
tionship between the flux incidence column and the column angle. A series of experiments
of preparing films grown with different materials and at several oblique angles would
quickly reveal that the relationship between # and a is a poorly understood one. The com-
plexity of this relationship arises because there are many factors influencing the column an-
gle including: film material, deposition conditions such as substrate and film temperature,
source/substrate geometry, angular distribution of the deposition flux, flux energetics,

cleanliness of the substrate, and purity of vacuum conditions.
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There have been several attempts to quantify the relationship between column :ngle and

deposition angle. One such relationship, given by:

tan = $tan a (1-2)

is the empirically-denved “tangent rule” [19]. While this relationship is quite simple, it
tends to give poor results for deposition angles in the range a > 50°. Based on a geometrical
analysis of oblique deposition, Tait er al. [20] derived a relationship which gives more ac-

curate predictions for large a:

B =a-arcsin[#(1 - cos a)] (1-3)

This relation has been verified by Messier ez al. [21 ] who studied a series of films deposited
at varying oblique angles. While both the basic tangent rule and the rule put forward by
Tait ez al. may be of utility in that they give some qualititative predictions of column angle
as a function of deposition angle, neither takes into account the effect of varied material or
deposition conditions such as those listed earlier: both simply give £ as a function of a.
Hodgkinson et al. [22] used a modified form of the tangent rule with an empirically deter-
mined factor replacing the one-half factor in the tangent rule. As the empirical factor was
found to depend on the film material. this modified version of the tangent rule can partially

take into account the effects of material.

Because of its improved accuracy in the range of deposition angles typically used in GLAD
(large a), Tait’s rule will be used in discussion throughout with the caveat that its use is for

illustrative purposes only.

1.3.4 Growth geometry

The key step in the development of GLAD is to recognise that the obliquely tilted columns
will always grow in a plane parallel to one defined by the trajectory of the incoming vapour
flux and the substrate normal. (For the purposes of discussion, this plane shall be called the

deposition plane.) This fact on its own is logical and obvious; however, the next step in the
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development of GLAD is not so. What happens when the deposition plane is moved during
deposition, for instance by rotating the substrate about an axis normal to its surface? Since
the columns always grow in the deposition plane and tilted toward the source of the depo-
sition flux, moving the deposition plane allows the direction of the columnar microstructure
to be steered during growth. Thus, GLAD is the combination of extreme oblique incidence
deposition with substrate motion [1, 3]. Fig. 1-6 below illustrates the substrate geometry

for the GLAD process, defining the deposition plane and azimuthal and polar angles.

/
substmtaA /
S

normal pd,roﬂﬂ" ///

Figure 1-6: Substrate geometry tor glacing angle deposition
Columns always grow in the deposition plane, so moving the deposition plane per-
mits the control of the direction in which the columns grow.

It is important to point out that movement of the deposition plane is motion relative to the
substrate. In the current implementation of GLAD, the source is fixed while the substrate
holder is moved. It is equally effective to have the source move with the substrate fixed.
This could be implemented for example by using a large ring-shaped sputter target and hav-
ing a moving magnetic field confine the plasma discharge to the location on the ring where
sputtering is desired. While such an implementation is likely not practical for research and

development work, it may be of more utility for larger scale manufacturing of GLAD films.
A specially designed substrate holder is used to implement the GLAD technique and is

shown in Fig. 1-7 below. Two stepper motors are used to control the orientation of the sub-

strate holder relative to the vapour source (evaporation source or sputter gun). The first mo-
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tor tilts the substrate holder along an axis parallel to and passing through the surface of the

substrate to set the flux incidence angle a. The second stepper motor rotates the substrate
holder about an axis normal to the surface of the substrate to control azimuthal rotation ¢

of the deposition plane (Fig. 1-6).

o~

@ rotation

~— Vapour
source
Figure 1-7: GLAD system schematic

Stepper motors control the tilt (polar) angle a and rotation (azimuthal) angle ¢ of
the substrate holder.

For most applications, films with approximately uniform porosity throughout are required.
Since the flux incidence angle a is the primary determinant of the porosity in a GLAD film,

then for most microstructure types, a is held constant during the deposition.

1.3.5 Computer control

The GLAD process is driven by a feedback control system which consists of a computer
running the control software program, an inputoutput and data acquisition interface card,
and an external stepper motor controller. A block diagram of the GLAD control system is
shown below in Fig. 1-8. The control system manages the motion of the a and ¢ stepper
motors with feedback from a quartz crystal oscillator thin film deposition thickness/rate

monitor. The motors are moved in accordance with parameterised functions of accumulat-
ed thickness:
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control
step | stepper motor driver

program — computer oo ppe @
a=fz) [ oons & motors
¢ =f2) data

; acquistion | e | stepper motor driver

motor position board direction
feedback
rate/thickness DAQ/IO deposition rate/thickness
feedback feedback from crystal thickness monitor CT™
control software computer interface electronics _J

deposition system

Figure 1-8: Block diagram of GLAD control system
The motors are moved in accordance with paramterised functions of thickness
which is ted back by the crystal thickness/rate monitor.

a=fz) and @=Ac) (1-4)

These functions are defined for a set of several microstructure types that can be produced
by the system. As the software is extensible, addition of new microstructure types is easily
accomplished simply by defining algorithms for the new desired morphology. To set up a
deposition, the user specifies the desired structural parameters such as microstructure type
and thickness. The algorithms which define the motor positions based on thickness and
structural parameters are used to determine the required substrate motion to generate the

desired structure.

The control system illustrated in Fig. 1-8 consists of the control system software (see
screenshots shown in Fig. 1-9) based on LabVIEW (National Instruments Corp.) running
on a personal computer with a PC-LPM-16 multifunction input/output (1/0) data acquisi-
tion card (National Instruments) to interface with the external electronics. In-house devel-
oped external stepper motor electronics interface the computer with the stepper motors.
This stepper motor driver uses direction and step pulse data output from the I/O card to

power and actuate the stepper motors through a high-current output stage.
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Figure 1-9: Screenshots of GLAD control system software
(top to bottom) Main control panel, microstructure parameters dialogue box, dep-
osition monitoring screen.

1.3.6 Basic forms
To illustrate the capabilities of GLAD, a set of four fundamental morphologies is discussed
here. These four microstructure types, which form the basis of other more complex struc-

tures, are:
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tilted columns
zig-zags
helices
vertical posts

O -

Examples of GLAD films with each of these shapes are shown in Fig. 1-10 below.

‘v\f‘

Figure 1-10: Examples of four basic GLAD film morphologies
(a) tilted columns, SiO, at a = 85°; (b) zig-zags, MgF, at a = 89°; (¢) helices, SiO,
at a = 85°; (d) vertical posts, MgF, at a = 85°.

A GLAD film consisting of tilted columns as in Fig. 1-10(a) can be grown simply by hold-
ing the substrate stationary at an appropriate flux incidence angle. This type of microstruc-

ture is GLAD in its most basic form.
Zig-zag [18, 23] (also called chevron) shaped columns such as those seen in Fig. 1-10(b)

are produced by rotating the substrate in ¢ by 180° between each arm of the zig-zag*. This

type of film illustrates how stepped rotation of the substrate can be used to create columns
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composed of discrete segments.

A film consisting of helically-shaped columns, for example that shown in Fig. 1-10(c), can
be fabricated by maintining continuous slow rotation of the substrate (dyp/d!) relative to the
deposition rate [24, 25]. The thickness of each turn of the helical columns is called the pitch
(Fig. 1-11) and is determined by the ratio of the rotation rate to the deposition rate (each
complete rotation of the substrate about the ¢ axis results in a single turn of the helical struc-
ture). A faster rotation results in a tighter pitch, while a slower rotation produces a longer
pitch. The helical microstructure demonstrates the effect of smooth, continuous substrate

rotation.

UL

1 m

Figure 1-11: Definition of helical pitch
The pitch in a period GLAD film is the thickness of one period or complete turn of
the structure.

The fourth microstructure type is a special case of the helical morphology, but deserves to
be highlighted as a fundamental type in its own right. If the pitch in a helical film is made
very small by choice of a high rotation rate relative to the deposition rate, the helical struc-
ture degenerates into a vertical post or pillar structure as seen in Fig. 1-10(d). When the

pitch decreases to less than about twice the average column diameter, it is no longer possi-

4. An alternate way to implement (and visualise) zig-zag deposition is to alternately deposit from
angles +a and -a without ¢ rotation. This action has the same effect of rotating the deposition
plane 180° between each arm of the zig-zag.
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ble to resolve individual adjacent turns of the helix, and the helical structure is blurred into
a vertical pillar. The post microstructure illustrates the ability of GLAD to fabricate vertical

columnar thin films [26].

These four basic forms illustrate the fundamental column shapes possible with the GLAD
technique. Essentially any structure, including some “exotic” varieties, can be produced by
appropriate combination (stacked layers) of these fundamental forms. From the perspec-
tive of the stepper motor control, column shape is engineered through judicious permuta-

tion of stationary substrate or stepped or continuous substrate rotation.

A brief discussion of the mathematical definitions of these microstructure types and a few
others is presented in Appendix A (p. 111). Advanced techniques for engineering the
GLAD film morphology which go beyond these four fundametal microstructure types are

discussed later. (See “Techniques for advanced microstructural control” on p. 24.)

1.3.7 Applications of GLAD

The unique ability of the glancing angl: deposition technique to fabricate thin films with
highly controllable, porous microstructure leads to many potential applications. GLAD has
been demonstrated with a wide variety of materials and processes, showing the flexibility
of the technique. Areas of application for GLAD presently being studied include: mechan-
ical devices {27, 28], optical devices (29, 30], thermal barrier coatings [31], field emission

devices [32], magnetics [33], sensors and catalysis [34, 35], and biological devices [36].
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Chapter 2
GLAD toolbox

This chapter describes a few of the techniques developed which expand the capabilities of
glancing angle deposition and hence become part of the “GLAD toolbox”. Having a robust
and capable set of tools is beneficial as this technology progresses from a purely scientific
study, where the approach is “what can we do?”, to the practice of engineering films to de-

velop applications, where the approach is instead “*how can we make a film that does this?”

The two primary topics described in this chapter are techniques for sputter deposition of
GLAD films [37] and for advanced microstructural control [38, 39]. The ability to use
sputter deposition opens up a wider range of materials, and hence potential applications, for
GLAD. Such materials include those that are difficult or impractical to deposit by evapo-

ration — tungsten for instance.

Using careful control of the substrate motion via advanced control algorithms, the capabil-
ities of the basic GLAD control techniques can be surpassed allowing a partial decoupling
of column angle and shape from film porosity, thus permitting more independent control of

these structural parameters.

2.1 Sputter deposition techniques for GLAD!

2.1.1 Introduction

As discussed earlier, the growth of obliquely deposited films is influenced primarily by the
mechanisms of adatom diffusion and atomic shadowing. In particular, at flux incidence an-
gles in the range a > 75°, the shadowing mechanism is accentuated and the porosity of the
resultant film increases sharply with increasing a in this range. Since adatom diffusion is

not in general dependent on deposition angle (if at all), at highly oblique angles of deposi-

1. Part of this work has been previously published in [37] J. C. Sit, D. Vick, K. Robbie, and M. J.
Brett, “Thin film microstructure control using glancing angle deposition by sputtering™. J. Mater.
Res. 14, 1197-1199 (1999). Excerpted with permission.
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tion, the shadowing mechanism becomes the dominant factor and is the main governor of

the porosity of the film.

Tait et al. [20] used geometrical arguments to show that film porosity is a monotonically
increasing function of a. At highly oblique deposition angles such as those used in GLAD
(a > 75°), the ratio of intercolumn spacing to column diameter becomes a very strong func-
tion of a. Thus, small vanations in a can result in large changes in film density. The re-
sultant film density is therefore expected to be most strongly influenced by that portion of
the incoming angular flux distribution which is least oblique and consequently least subject

to the shadowing mechanism.

In the initial development of GLAD., thermal or electron beam evaporation was used as the
deposition process of choice as it is a relatively easier process to work with, especially in a
research environment. Because the operating pressure is low with evaporation (a typical
value is 0.1 mTorr = 0.013 Pa or less), one can assume that, for adequate source-to-substrate
separation, the vapour flux arriving at the substrate has a very small angular distribution

(Aa small) and can generally be considered collimated (Aa — 0).2

In contrast to evaporation, sputter deposition generally requires a higher operating pressure
due to the presence of the sputtering gas (typically in the range of 5 to 20 mTorr = 0.6 to
2.6 Pa) and also tends to have larger sources (sputter target size). Physical sputtering there-
fore typically exhibits a wider angular flux distribution than evaporation, in part due to scat-
tering of the sputtered flux by the working gas and in part due to the solid angle subtended
by the target as seen at the substrate. It is thus not a priori apparent that sputtered GLAD

films can be grown.

2.1.2 Experimental

There are several methods available for narrowing the flux distribution in sputter PVD.
The techniques which are applicable to work with GLAD include: collimated sputtering
(40, 41], ionized PVD [42], and low-pressure, long-throw (LPLT) sputtering [43]. Physical

2. The mean free path 4 is also of sutficient magnitude such that little scattering of the flux occurs.
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collimation of the sputtered flux generally results in too sharp a drop in deposition rate to
be of practical use. For this work, LPLT sputtering was used as it was the simplest of the

practical choices.

In a low pressure regime, including the 1 to 1.5 mTorr (0.13 to 0.20 Pa) range used in these
depositions, the scattered component of the sputtered flux distribution can be reduced such
that the solid angle subtended by the angular flux distribution approaches that of the target
as seen at the substrate. Increasing the throw (substrate-to-target separation) further nar-

rows the angular distribution by reducing the solid angle subtended by the target.

For the initial series of depositions which led to the first demonstration of sputter-deposited
GLAD films, the substrate holder was mounted at a fixed distance from the sputter gun and
tilted such that the vapour flux arrives at glancing angle a. A small stepper motor with 0.9°
resolution (200 step/rev motor operated in half-step mode) was used to control the substrate
rotation (p)°. For these experiments, a 2 inch (5 cm) diameter circular planar magnetron

sputter gun was used with a titanium metal target.

In contrast to evaporation, sputter deposition is usually quite stable, and as such, deposition
performed at these conditions and at constant power results in a steady deposition rate. This
stability obviates the need for deposition rate feedback control for sputter GLAD deposi-
tions, further simplifying the experimental setup. Nominal deposition rates of 0.5 to 1.0 A/

s were realized at the substrate for the depositions described below.

2.1.3 Results

A set of films with three types of microstructure was prepared to demonstrate the use of
sputter deposition for GLAD. Fig. 2-1(a) shows a Ti GLAD film with “zig-zag” micro-
structure created by alternately depositing at tilt angles a = +84° and —84° without rotation
(fixed ¢). The throw distance was 23 cm and the nominal flux angle was measured from
the substrate to the centre of the target. Sputtering was performed at 1.0 mTorr (0.13 Pa)

with Ar working gas and 350 W constant power regulation.

3. A simplified version of the GLAD substrate holder assembly was used for this set of experiments.
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Figure 2-1: SEM images of sputter-deposited GLAD films
Three types of microstructure are shown: (a) “zig-zag”™, (b) helical (or chiral), and
(c) post or “pillar”. All films are Ti.

Using the Monte Carlo sputter tlux transport simulator SIMSPUD (SIMulation ot SPUtter
Distribution) [44], the half-width of the sputter flux distribution for this geometry was
found to be 8°. This angular deposition spread is significantly higher than that seen in evap-
orated GLAD depositions, where the angle subtended by the vapour sources is typically
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less than 2°. This larger angular distribution may account for the slightly denser appear-
ance of sputtered GLAD films versus those grown by evaporation. Simulations showed
that further reduction of the pressure would not significantly narrow the angular flux dis-
tribution as the width of the sputter flux distribution approached that of the solid angle sub-
tended by the target.

With a held constant and a slow ¢ rotation (relative to the deposition rate) introduced, hel-
ically shaped columns can be produced, as shown in Fig. 2-1(b). This film was deposited
at a = 80° at 14 cm throw distance. The deposition pressure was 1.6 mTorr (0.21 Pa) and
the sputter source regulated at 320 W constant power. Using the same substrate geometry,
but with a rapid ¢ rotation results in a film with a porous, vertical post or “pillar” micro-
structure, as seen in Fig. 2-1(c). This film was deposited at 1.3 mTorr (0.17 Pa) and 350 W
power. Visually, the films shown in Fig. 2-1(b) and (c) exhibit similar porosity due to the
identical source/substrate geometry during deposition. Deposition of GLAD films by sput-
tering has also been demonstrated with other materials such as chrome and molybdenum,

using similar geometries in other sputter systems.

Using LPLT sputtering to achieve a narrowed angular distribution of the angular flux,
glancing angle deposition was successfully adapted to work with sputter deposition, dem-
onstrating a variety of porous tailoured microstructures. The ability to use sputter deposi-
tion enables simplified process control and an expanded range of thin film materials and

applications for the GLAD process.

One of the problems with LPLT sputtering is that low operating pressure also translates into
an overall low deposition rate. Since this first demonstration of sputtered GLAD, B. Dick
and colleagues have performed more extensive studies with sputter deposition including
use of larger targets (3 inch = 7.5 cm diameter) to achieve improved efficiency, lower tar-
get-to-substrate separation in combination with collimation, and the effect of periodic seed-
ing layers [45]. In a related vein, other techniques for deposition of GLAD films such as
pulsed laser deposition have also been developed [46].
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2.2 Techniques for advanced microstructural control*

2.2.1 Introduction

It was established earlier that for deposition with the incident flux arriving at an angle a
from the normal, the resultant film would exhibit an inclined columnar microstructure
which grows at an angle #. Based on geometrical arguments, Tait et al. [20] formulated a
mathemetical relationship for § as a function of a. (See Eqn. 1-3 (p. 11), introduced earlier.)
A graph of Tait’s rule for column angle is plotted below in Fig. 2-2(a). In the same work,
Tait also derived an expression for the ratio of inter-column spacing to column diameter as

a function of a:

a= %1+ 1/(cos a)] (2-1)

where a is the inter-column spacing, measured in column diameters. This ratio of inter-col-
umn spacing to column diameter is a measure of the porosity of the film. This equation is
plotted in Fig. 2-2(b) below. At low (near normal) deposition angles, the inter-column
spacing approaches unity, representing a dense microstructure with little or no gaps be-
tween neighbouring columns. In contrast, at higher flux incidence angles (a > 80°), the po-
rosity becomes a highly sensitive function of a, illustrating the remarkable increase in po-

rosity with deposition conditions in the GLAD regime.

It is clear that deposition angle affects both column angle and porosity. These two proper-
ties are inextricably linked: changing the one will affect the other (Fig. 2-3). Low deposi-
tion angles a will produce a dense, vertical microstructure, while high deposition angles a
will produce a porous, inclined microstructure. Normal and oblique deposition modes are

compared below in Table 2-1.

Given the relationship between flux incidence angle a, column angle f and porosity, if one

wishes to control column angle f, then the only obvious solution is to accomplish this goal

4. Part of this work has been previously published in [38] K. Robbie, J. C. Sit, and M. J. Brett,
“Advanced techniques for glancing angle deposition™. J. Vac. Sci. Technol. B 16, 1115-1122
(1998). Used with permission.
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Figure 2-2: Eftects of deposition angle a on film structure in oblique deposition
(a) Graph of relationship of Tait’s rule for column angle £ as a tunction of a. (b)
Graph of porosity, defined by ratio of inter-column spacing to column diameter, as
a function of a [20].
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Figure 2-3: Control of porosity and column angie in standard GLAD
In the standard GLAD technique, the flux incidence angle a affects both porosity
and column angle . These two properties cannot be controlled independently.

by varying the tlux incidence angle a. Variation of a, however, necessarily leads to varia-
tion of the porosity of the film which may be an undesired property. In optical films, van-

ation in porosity leads to inhomogeniety of the refractive index of the thin film medium and
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Table 2-1: Comparison of normal and oblique deposition

Deposition type Normal Oblique
Deposition angle (a) | a = 0° a large, 80 to 85° (typical range)
Substrate motion stationary stationary
Column angle () vertical, inclined,
p=0° 0°<f<a
Porosity dense porous
Microstructure type | dense film | GLAD film, tilted columns

may thus be detrimental to the optical properties one wishes to engineer.

Periodically bent nematic (PBN) matenials were proposed by Meyer [47] who also put forth
a liquid crystal model for their realization {48]. A thin film realization of a PBN material
would be a film composed of smoothly bent, periodic, **C-" or **S-" shaped columns. Mess-
ier et al. [21], using their sculptured thin film (STF) technique, produced PBN films by var-
ying the deposition angle a in order to control the column angle 8. While these films illus-
trate an engineered structure with controlled column angle, the STF method cannot escape
the side effect of varying porosity, as the vanation of the deposition angle results in a peri-
odic variation of the density and hence the index of refraction. The film will thus function
as a multilayer (rugate) interference filter. Robbie er al. [29] have intentionally exploited

periodic variation of density in GLAD films to produce rugate filters.

2.2.2 Column angle control: paused growth versus spinning growth
What is needed, then, is a method to separate control over porosity from control over col-

umn angle. Looking only at oblique angle deposition onto stationary substrates held at
fixed angle a does not reveal a solution. However, recalling the basic forms of GLAD films
discussed earlier (see “Basic forms” on p. 15), the post microstructure (Fig. 1-10(d)) pro-

vides a means of achieving a vertical, but porous film structure.

As described earlier, GLAD films possessing post or pillar microstructure are fabricated

with rapid rotation of the sustrate about an axis normal to the surface of the substrate (¢
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axis). Rapid rotation causes the plane of deposition (Fig. 1-6 (p. 12)) to rotate about the
substrate normal axis quickly and as a result, deposition flux arrives equally from all azi-
muthal angles, producing a vertical columnar microstructure. In this GLAD microstruc-
ture, the deposition angle a controls porosity of the film as before, but the use of substrate
motion enforces column angle £ = 0. This allows one to ““get away with” a high porosity

film but with a vertical column angle, depending on substrate motion.

Table 2-2 below compares growth of GLAD films in two modes: with the substrate held
stationary at an oblique angle a (“paused growth™) and with rapid substrate rotation about
the ¢ axis as described above (“*spinning growth™). The key comparison here is that the flux
incidence angle a can be kept constant to maintain uniform porosity, while achieving a

microstructure composed of either inclined or vertical columns.

Table 2-2: Comparison of paused and spinning growth in GLAD

Deposition type Paused growth Spinning growth

Deposition angle («) | 80 to 85° (typical range) 80 to 85° (typical range)

Substrate motion stationary rapid rotation in ¢ axis
Column angle (5) inclined, vertical,

0°<pf<a pg=0°
Porosity porous porous

Microstructure type | GLAD film, tilted columns | GLAD film, vertical posts

To achieve true independent control of column angle £, the technique must allow for films
with column angles other than that seen in paused growth, where the columns grow at an
angle which can be estimated using Tait’s rule (Eqn. 1-3 (p. 11)), or that seen in spinning
growth, where the columns grow vertically. The advanced technique for controlling the

column angle £ is illustrated below in Fig. 2-4.

Letting Br,;, denote the column angle in paused growth mode, the column angle in paused

growth (Fig. 2-4(a)) and spinning growth (Fig. 2-4(b)) modes is given by:
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(c) stacked layers of
- tited columns and
vertical posts

Figure 2-4: Controlling column angle and porosity independently

By combining segments of (a) paused growth, which produces tilted columns, and
(b) spinning growth, which creates vertical columns, any column angle from O to
Bran can be achieved. See main text for a more detailed description.

B (paused growth) = Br,., = a — arcsin[$(1 - cos a)}

B (spinning growth) =0 (2-2)

Earlier, it was mentioned that essentially any column shape can be engineered by stacking
layers of the four fundamental GLAD microstructures in the appropriate permutation. The
advanced technique for controlling column angle does just this by alternating layers of
paused growth and spinning growth (Fig. 2-4(c)). If the thickness of each of the layers is

decreased (Fig. 2-4(d)) and made sufficiently small, a smoothed structure with column an-
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gle lying between 0° and Br;, is achieved (Fig. 2-4(¢)). At this time, there is currently no

known method to achieve column angles of greater than fr,;,.

In the current implementation of the GLAD control system software, the thickness of spin-
ning growth sub-layers is typically chosen to be in the range 10 to 15 nm. The spinning
growth sub-layers are deposited alternately with sub-layers of paused growth. By varying
the proportions of paused versus spinning growth (that is, the duty cycle), the resulting col-
umn angle can be chosen with column angle 0° < £ < fr,,.. More spinning growth produces

a more vertical structure, whereas more paused growth yields a more oblique structure.

By alternating paused growth and spinning growth modes with this technique, near inde-
pendent control of porosity and column angle is achieved. Instcad of having a control both
porosity and column angle f, these two properties are controlled separately. The relation-
ship amongst these properties is shown below in Fig. 2-5. Flux incidence angle a affects
porosity as before. Deposition angle is generally held constant throughout the deposition
to produce a film with uniform (high) porosity”. The major difference with these advanced

control techniques is that substrate motion is used to control column angle.

deposition angle ———» porosity
a
semi-independent control

substrate motion ——% column angle

B

Figure 2-5: Control of porosity and column angle in advanced GLAD techniques
With advanced techniques tor GLAD, semi-independent control between porosity
and column angle is achieveable. Porosity, as betore, is controlled by choice of
flux incidence angle a. Substrate motion is used to control column angle 8. The
influence of deposition angle a on column angle B is largely eliminated.

This advanced control technique which provides near-independent control of column angle
and porosity can be demonstrated with two microstructures described here which cannot be

fabricated using standard GLAD control techniques.

5. Asstated before, a typically is in the range of 80 to 85° for GLAD to produce high porosity films.
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With standard GLAD substrate motion control, films possessing helical microstructure are
produced by depositing at a constant oblique angle a while maintaining a steady rotation
about the ¢ axis. With standard control techniques, the column angle S of the helix® cannot
be chosen independently of deposition angle a (as in Fig. 2-3). Because Sis fixed for a giv-
en value of a, the radius and pitch in a helical film cannot be controlled independently.
Consider a single-turn helical film, and to visualise the geometry easily, let the helical col-

umn be “unrolled” and laid flat on the page (Fig. 2-6 below).

pitch p unwind
g pitch p

Figure 2-6: Geometry of helical microstructure

It'a single turn of a helix is “unrolled”, the geometry of the structure becomes more
obvious. The radius and pitch of the structure are linked by the column angle S.
With advanced control techniques, the rise angle can be controlled independently,
allowing for independent control of pitch and radius.

The unrolled helical column appears to be the same as a column resulting from GLAD dep-
osition onto a stationary substrate (what was earlier described as paused growth). For this
single turn helix, the thickness of this film corresponds to the helical pitch p, while the
width of the unrolled column is actually the circumference of the helix C = 2xr, where r is

the radius. Some elementary trigonometry reveals that:

C=2zr=ptan g (2-3)

Using advanced control techniques, column angle can be controlled independently of flux

6. Recall that column angle £ is measured relative to the substrate normal. It is usual to descnibe the

rise angle of the helix, measured as an elevation from the substrate plane. Rise angle would be
90° - B.
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incidence angle, thus pitch and radius can likewise be controlled independently to some ex-
tent. Helical films fabricated from optical materials are of particular interest in optical ap-
plications. The ability to control the column angle in helical films permits, for instance, the
fabrication of a set of films with equal pitch, but different radii in order to study the effects
on optical properties of the helical radius. While control of helical geometry may in this
case seem simplistic, theoretical studies by Venugopal and Lakhtakia [49] on chiral or hel-
ical structures fabricated with GLAD suggest the clectromagnetic properties of chiral me-
dia have a strong dependence on the geometry of the structure. Thus a means to improve
structural control with GLAD is important when investigating the structure-property rela-

tionships.

While the preceeding example of advanced control illustrates column angle manipulation,
one can take this technique one step further by dynamically varying the column angle dur-
ing deposition. As described earlier, with the advanced technique, column angle is control-
led by varying the proportion of paused growth to spinning growth modes. An example of
a structure which illustrates dynamic control of column angle, but with constant porosity,

is the penodically bent nematic (PBN) microstructure.

PBN GLAD films with smoothly bent *S”-shaped columns are produced by varying the
proportion of paused versus spinning growth dynamically. In portions of the film where
the columns grow leaning to the right, the spinning growth sub-layers are made thin and
coupled with thicker sub-layers of paused growth with the pause position set such that the
flux would be arriving from the right. As the film growth proceeds, the proportion of
paused growth is gradually reduced to zero, causing the column direction to evolve from
leaning towards the right to vertical. Growth continues by once again increasing the pro-
portion of paused growth relative to the spinning growth, but this time the pause position
is set such that flux would be arriving from the left during paused growth sublayers to cause
the column direction to evolve from vertical to tilting to the left. From the standpoint of
implementing the software program, it is somewhat of a challenge to describe dynamically
evolving position and proportion of paused growth versus spinning growth as a mathemat-

ical algorithm for the GLAD control software, but is certainly not an impossible task.
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In contrast to the PBN films produced by Messier er al. with their STF technique, those de-
posited using advanced substrate motion with the GLAD technique are largely free of den-
sity inhomogeneity. These films are expected to produce optical properties similar to the
theoretically conceived PBN liquid crystal concept and will be discussed again later in re-

lation to GLAD-liquid crystal composites, the central work of this thesis.

2.2.3 Column cross-section shape control

The form of advanced control described in the preceeding section involves decoupling con-
trol column angle and porosity so that they may be controlled semi-independently. Ad-
vanced substrate motion control techniques can be used to implement a second form of ad-

vanced microstructural control: the control of column cross-section shape.

Recall the deposition of GLAD post microstructures which were explained as a degenerate
helical microstructure with pitch p small.” Ideally it would be desired that p — 0, but prac-
tically a value of approximately p < 15 nm (when the pitch becomes comparable to the col-
un thickness) reduces the pitch to an adequately small value such that adjacent turns of the
helical structure cannot be discerned. The condition stipulated earlier was that when the
pitch was made adequately small, the incoming flux arrives essentially uniformly from all
azimuthal angles ¢. Fig. 2-7(a) illustrates the case where there is a uniform azimuthal dis-
tribution of flux. The columnar cross-section (taken in a plane parallel to the substrate) will
be circular in this case, assuming that 1) the rotation rate is constant relative to the deposi-

tion rate and 2) the rotation rate is sufficiently fast.

If, on the other hand, non-uniform rotation of the substrate is used, the resulting uneven dis-
tribution of flux would be expected to distort or “*bias” the column shape. This effect can
be exploited using advanced control techniques to allow the column cross-section shape to
be tailored as desired. Fig. 2-7(b) illustrates non-uniform distribution of the incoming va-

pour flux. One possible method of implementing this distribution is to combine “regular”

7. The post. or pillar, microstructure type was introduced as one of the four fundamental microstruc-
ture types in Chapter 1 (see “Basic forms™ on p. 15) and revisited earlier as “spinning growth™ for
advanced GLAD microstructural control techniques.
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(a) \ / (b)

# h

Figure 2-7: Control of column cross-section shape in GLAD

Cross-sections are diagrammed in planes parallel to the substrate. (a) With tlux ar-
riving evenly from all azimuthal angles, the column grows vertically, with a circu-
lar cross-section. (b) With flux arriving non-uniformly, such that tlux arrives pret-
erentially along one axis, the column shape can be made elliptical in cross-section.

spinning growth with the addition ot paused growth at positions ¢ = 0° and ¢ = 180° (the
left and right sides in the figure). This causes a larger proportion of flux to arrive from the
azimuthal angles corresponding to the pause positions. Another way to visualise this im-
plementation is to consider the paused growth at positions ¢ = 0° and ¢ = 180° to be similar
to the deposition of a zig-zag microstructure, except with the pitch® made very small so that
the individual segments of the zig-zag microstructure cannot be resolved. By biasing the
flux distribution in this manner, the column cross-section shape can be elongated into an
elliptical shape. As with the first form of advanced microstructural control described ear-
lier, one can vary the fraction of paused versus spinning growth modes to control the ellip-
ticity of the column shape. A low proportion of paused growth would give a more uniform
distribution of flux and result in a more circular cross-section, while a high proportion of
paused growth would give a distribution of flux strongly biased towards the pause positions
and result in a more elliptical cross-section. As usual, the flux incidence angle a is kept in

the GLAD regime to attain high porosity in the films.

One subtlety that should be noted is the structural anisotropy in oblique incidence thin films

8. Pitch, as always, is defined as the vertical period or “wavelength™ of the film. For the zig-zag or
chevron structure, pitch corresponds to the thickness of a “*zig"™ plus a “zag™.
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[S0]. Thin films fabricated by oblique deposition (onto stationary substrates) are well

known to exhibit anisotropy between the film plane parallel to the deposition plane and the
film plane perpendicular to the deposition plane. As a film’s structure affects its properties,
obliquely deposited thin films have been found to possess anisotropic properties including
resistivity [51] and thermal conductivity [52]. Anisotropic optical properties, resulting

from oblique deposition, have likewise been the subject of extensive research [S3, 54, 55].

Thin film specialists following the preceeding discussion no doubt would question whether
the diagram in Fig. 2-7(b) is correct as shown or if instead the column cross-section ¢lon-
gation should instead be in the perpendicular direction (vertically in the diagram). The am-
biguity arises because there are two competing processes which can affect the column
cross-section shape. The non-uniform distribution of flux may cause the column cross-sec-
tion shape to be elongated as shown in Fig. 2-7(b), but the structural anisotropy effects seen
in oblique thin film growth [SO] would tend to cause the elongation to occur in the perpen-
dicular direction. So long as one or the other effect can be made to dominate, however, the
goal of achieving an anisotropic column shape can be achieved. and the orientation of the
anisotropy (whether it is parallel to or perpendicular to the deposition plane) is itself imma-

terial.

One possible structure that can be fabricated using this second form of advanced micro-
structural control is a “twisted ribbon” chiral structure. This structure, shown below in Fig.
2-8(a), is conceptualized in two steps. First, a vertical columnar film with elliptical cross-
section (Fig. 2-7(b)) is grown using the technique described above. Second, a “twist” is
introduced into the structure by precessing the pause positions during growth, as shown in
Fig. 2-8(b). Suppose, for instance, the initial pause positions are ¢ = 0° and ¢ = 180°. Then
for subsequent paused growth sublayers, the pause positions move to ¢ = 1° and ¢ = 181°,
then ¢ = 2° and ¢ = 182° and so forth. Each time the pause positions precess by 180°, one
half-twist of the structure is completed. Two half-twists correspond to a full 360° rotation
and hence the thickness of two half-twists is defined as the pitch (p) for this structure. As
the direction of the pause position precession can be made clockwise or counter-clockwise,

the direction of the twist can be chosen, resulting in two possible versions of the film. The

Reproduced with permission of the copyright owner. Further reproduction prohibited without permission.



35
so called left- (LH) and right-handed (RH) versions are essentially identical except for the
direction of the twist, making them mirror images of each other. This concept of chirality
will be revisited in Chapter 3 (see “Anisotropy and chirality” on p. 40). Hodkinson et al.
have also demonstrated this technique of column shape control in a process they call serial

bi-deposition [56, 57].

(a) T b)

I
|

71\

pitch p

Figure 2-8: Twisted ribbon chiral microstructure

Using advanced substrate motion control, GLAD films possessing an elliptical
cross-section are fabricated to create a somewhat tlat “ribbon™ structure growing
vertically. The addition of a twist in the ribbon results in a new type of chiral
GLAD structure, whose pitch is equal to the thickness of two half-twists of the
structure..

A realisation of the twisted ribbon chiral structure using GLAD is shown below in Fig. 2-
9. This film possess a left-handed twisted ribbon chiral structure with 10 turns and pitch of
approximately p = 830 nm. The film material used was Al,O5 and was grown on glass and

Si wafer substrates.
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—_ 1

Figure 2-9: GLAD film with twisted ribbon chiral microstructure

The film is composed ot Al,O; deposited by electron-beam evaporation. As the
deposition angle is lower (a = 83~84°), the film has a “denser” appearance than
other GLAD films typically used in this work.
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Chapter 3
The optics bench — optics of GLAD films

This chapter discusses the chiral optics of GLAD thin films. The first section gives some
background about the electromagnetic representation of light, focussing on polarisation
states — elliptical, linear, and circular — and how they relate to ecach other. Polarisation is
then related to the geometric concepts of anisotropy and chirality, as the optical response
of matenals possessing these attributes is sensitive to the state of polarisation of the incident
light. Next, a simplified model is used to describe some of the optical phenomena observed
in chiral media such as helical GLAD films. Following this introductory section, the opti-
cal response of GLAD films (without embedded materials) is presented. This is referred to
as the “dry optics” of GLAD films in contrast to the optics of hybrid GLAD/LC materials

presented in Chapter 4.

In the second half of this chapter, liquid crystalline materials are introduced with a descrip-
tion of their properties and application in current display technologies. The similarities of
the optical response of chiral GLAD media to those of certain types of LCs is presented,
culminating in a comparison of GLAD and LC technologies to set the stage for the combi-

nation of GLAD films with LC materials to be presented in the next chapter.

3.1 Light and polarisation

Light can be treated as a transverse electromagnetic wave [58, 59]. In the most general case
the electric field (vector) is represented as E(r, r). The state of polarisation is determined
by tracking the temporal and spatial variance of the endpoint of the electric field vector E.
For a general disturbance E, the endpoint of the electric field vector traces out an ellipse,

but this varies in space and time, so the polarisation state is said to be random.
If discussion is restricted (using some simplifying assumptions) to the case of a coherent,

harmonic electromagnetic wave travelling along the z-axis in an isotropic, uniform medi-

um, the wave may be represented by the following expression for the electric field:
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E(z, 1) = Re[Aae! " ~ 5]
with A = xE, + yE, (3-1)

where E represents the amplitude, w the frequency, and k& the wavevector. A is the complex
envelope, with magnitudes £, and E, in the x and y directions, respectively. Looking at

how the electric field varies in time and space reveals the state of polarisation of the light.

3.1.1 Linear and circular polarisation
The simplest state of polarisation is linearly polarised light (also called plane-polarised), in
which the orientation of the electric field remains constant. A wave polarised with respect

to the x-axis follows from Eqn. 3-1:

E, = xE,cos(wt - k=) (3-2)

By combining two linearly polarised waves which have the same frequency and whose
planes of polarisation are orthogonal to each other, a number of more interesting polarisa-
tion states can be examined. The two linearly polarised waves can be represented in the

most general case as:

E, = x E cos(wt ~ k= + )
E, =y Eycos(wr - k=) (3-3)

where 0 represents an arbitrary relative phase difference between the x and v waves and
propagation of the waves is in the =-direction. Looking at the time variance of the electric
field vector in a plane of observation perpendicular to the direction of propagation at a fixed
point = reveals that, in the general case, the endpoint of the electric field vector E traces out
an ellipse in a plane perpendicular to the z-axis (the direction in which the wave is propa-

gating). This state is known as elliptical polarisation.

In the case where the phase difference between the x and y components is an integer mul-
tiple of x (i.e. 0 = mx, where m is any integer), the resultant wave given by the vector sum
of E, and E, is:
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E=(+xE+ §'Ey)cos(wt — k=) for meven

E = (- XE, + y E )cos(wi - k=) for m odd (3-4)

At the plane of observation, the resultant E vector traces out a line. This is of course rec-
ognised as linearly polarised light and it is shown that the linear polarisation can be derived
as a special case of the elliptical polarisation. The angle of the plane of polarisation de-

pends on the magnitudes of E, and E,.

Going back to the elliptical polarisation defined in Eqn. 3-3, if the amplitudes of the two
component waves are now made equal (E, = E, = E) and the relative phase shift between
E, and E, components is made 0 = + 7/2 (a 90° or quarter-wave phase shift), then a second
special case is generated. For the case of 0 = + 72 (or more generally, 0 = + 12 + 2mm,
where m is any integer'), the resultant wave is left-circularly polarised (LCP); for the case

of 0 = - w2 + 2mr (m any integer), the resultant wave is right-circularly polarised (RCP):

E, = X Ecos(w! — k= = 1:2)

E, = y Ecos(at - k2)

LCP = E-[xcos(wt — k= + m'2) + y cos(wt — k=)

RCP = E-[xcos(wt — kz — m'2) + y cos(wt - k)] (3-5)

For circularly polarised light, at any plane of observation? at a fixed location z, and looking
back toward the source, the E field vector traces out a circular path of radius £ with angular
frequency w and rotates clockwise for RCP and counter-clockwise for LCP. At a fixed time
t (taking a “freeze frame snapshot’ of the wave), the tip of the E field vector follows a RH

helix for RCP or a LH helix for LCP as the observation point is moved in the =-direction.

Eqn. 3-5 shows that as well as being a special case of elliptically polarised light, circularly
polarised light can be expressed as the combination of two plane polarised waves, one po-
larised with respect to the x axis and the second polarised with respect to the y axis but with

a phase shift of £ z/2 (90°). Alternately one could say that, given the proper conditions,

1. Because of the time-harmonic nature of the wave, one can add any 2x multiple to the phase shift.
2. Perpendicular to the z-axis which is the direction of propagation of the wave.
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linear + linear yields circular.

Further, if one were to sum the LCP and RCP waves given in Eqn. 3-5, the x components
cancel out, leaving a wave plane polarised in the v direction. It can be further shown that
the sum of LCP and RCP yields linear polarised light for any arbitrary phase shift between
the LCP and RCP components, so long as they are of equal amplitude®. Thus, LCP + RCP

yields linear polarised light.

linear = LCP + RCP

Figure 3-1: Resolution of linear polarised light into LCP and RCP
Linear polarised light can be resolved into its orthogonal LCP and RCP compo-
nents. The effect of' a medium can then be examined separately for LCP and RCP.

It has thus been shown that two orthogonal linearly polarised components may be brought
together to produce circularly polarised light. Likewise, two orthogonal circularly polar-
ised components (i.e. LCP and RCP) may be brought together to yield linearly polarised
light. By corollary, one can resolve a circular polarisation into orthogonal linearly polar-
ised components or resolve linear polarisation into orthogonal circularly polarised compo-
nents. This duality of linear and circular polarisations is important to the optical character-

isation of anisotropic and chiral materials.

3.2 Anisotropy and chirality

Anisotropy and chirality are geometric concepts both referring to a medium exhibiting dif-

3. If the amplitudes are unequal, the result is elliptically polarised light. The present discussion is
restricted to the case of monochromatic waves.
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ferent properties depending on “direction”. Anisotropy is the more easily understood of the
two concepts. A medium is said to be anisotropic when its properties have different values
along different axes. In the context of the present discussion on optics and polarisation, an
anisotropic medium has, for instance, different indices of refraction along different axes.
The optical response of such a medium thus depends on the direction of polarisation of in-
cident linearly polarised light and is said to be linearly birefringent. Similarly, the response
of a chiral medium depends on the handedness of incident circularly polarised light and is

thus said to be circularly birefringent.

Chirality is a geometric concept referring to the lack of symmetry of an object [60]. An
object is chiral (Fig. 3-2) if it cannot be superimposecd by rotation and translation onto its
mirror image. An object is achiral (or non-chiral) if it does not fit this condition. All ob-
jects are therefore either chiral or achiral, but only three dimensional objects can possess
chirality®. The most obvious example of chirality are one’s hands. In fact, the word “chi-
ral” derives from the Greek word meaning “hand™ and the two possible “versions” or enan-
tiomorphs of chiral objects are appropriately and by definition called left-handed (LH) and
right-handed (RH). Other examples of chiral objects include some types of snail shells, the
Mabius strip (there are two ways for the half-twist to occur), golf clubs (left and right-hand-
ed versions), screws (there are two ways to wind the threads although in practice only RH
threads are used), and many types of molecules (generally these are organic substances).
Helical GLAD films (Fig. 3-3) also are chiral. The handedness of a helical GLAD film sim-
ply depends on whether the substrate holder rotates clockwise or anti-clockwise during

deposition.

The examples of chiral objects given above show that chirality can occur at any size scale
because it is a strictly geometric notion. Chirality can occur on a macroscopic scale such
as with gloves and coil springs. At the opposite end of the spectrum, chirality may be a

feature of a substance itself, rather than being the product of the way in which an object is

4. The two dimensional “analogue™ of a chiral object would be a spiral. However, two dimensional
objects cannot be chiral because they can always be “flipped over™ and superimposed onto their

mirror images. ¢.g. spiral shapes @ and @
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Left handed (LH) | Right handed (RH)

Figure 3-2: Left- and right-handed chiral structures

The left-handed (LH) and right-handed (RH) helical structures shown here are
identical except tor the direction of twist. The two structures are mirror images of
each other, but cannot be superimposed.

manufactured. Quartz crystals, for instance, occur in both LH and RH versions, depending
on the arrangement of the atoms in the crystal structure. In other substances, the molecules

themselves are chiral. Examples include sugar, tartaric acid, and turpentine.

In substances which have chiral crystal structure, chiral molecular structure, or possibly
both, a phenomenon called optical activity [61] may be observed. Optical activity, the ro-
tation of the plane of polarisation of linearly polarised light. is the most evident manifesta-
tion of the unique optical properties which arise because of the chiral nature of these sub-
stances. (Optical activity and other optical phenomena are discussed in further detail later
in this chapter.) LH and RH enantiomorphs of a chiral medium, which are otherwise iden-

tical, exhibit optical activity of equal magnitude but of opposite sense.

In the case of quartz crystals, the optical activity is related to the chiral arrangement of at-
oms in the crystal structure, although the molecules (SiO-) themselves are achiral. As a
result, quartz exhibits optical activity only in crystalline form. Molten SiO,, and non-crys-

talline solid forms such as fused silica exhibit no optical activity. In the other case, where
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ral GLAD films
(a) LH helical film, SiO,. (b) RH helical film, Al,O;.

optical activity has a molecular basis, optical activity is observed in these substances for
both the solid and liquid states as well as when they are in solution. Here, the chirality is
by virtue of the structure of the molecule itself and hence the rotatory power is intrinsic to
the individual molecules. In some substances, optical activity arises from both the crystal

structure and the molecular structure.

Chirality is a particularly important concept in the fields of chemistry and biology, where
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examination of the chiral optical effects reveals insights into the structure of molecules and
stereochemical problems. Although optical activity was first observed nearly two centuries
ago, only in recent decades has the measurement optical activity phenomena become a

widespread tool. Extensive study has been undertaken with these chiroptical methods [62].

3.3 Chiral optical response

The optical response of a chiral medium such as a helical GLAD film may be analysed and
measured in terms of the difference in response to LCP and RCP light. Here, a simplified
“layman’s” model will be used to describe the phenomenon. One circular polarisation will
match the handedness of the film because the wavefront and chiral GLAD film share the
same shape and is therefore named here the coupled polarisation. The other circular polar-
isation, however, is of opposite handedness to the film so its wavefront and chiral film in-
tersect only at a series of discrete points (once per “turn”) and is thus called the uncoupled

polarisation.

Because the wavefront of the coupled circular polarisation matches the shape of the chiral
film, it is as if the coupled polarisation travels entirely in within the film medium and hence
one may say that the coupled polarisation “sees” the film and only the film (a crude descrip-
tion of perfect coupling). In contrast, because the uncoupled polarisation and chiral film
possess different shapes, the uncoupled polarisation travels solely within the void medium

and therefore one may say the uncoupled polarisation does not “see” the film at all.

A comparison of the effects of a chiral medium on the coupled and uncoupled circular po-
larisations is presented in Table 3-1 below. For the simplified model described here, it is
initially assumed that there is perfect coupling of the circular polarisation whose handed-
ness matches that of the chiral medium and that there is no coupling whatsoever of the or-
thogonal circular polarisation’. For a porous, chiral GLAD film, then, the coupled polari-
sation is assumed to be coupled into (that is, travelling completely within) the film which

has refractive index ng,,, while the uncoupled polarisation sees only (and hence propagates

5. These assumptions are of course incorrect, but they help to illustrate how the chiral optical etfects
in GLAD films arise. Further discussion is presented later in this chapter.
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exclusively through) the medium in the void regions of the film which is assumed to be air.
This circular birefringence results in a net phase retardation of the coupled polarisation rel-
ative to the uncoupled polarisation, because propagation velocity through a material with

higher index is slower.

Table 3-1: Simple comparison of effects on circular polarisations in a chiral film

coupled polarisation | uncoupled polarisation
Effective index Mgim Nyoid = Mair = 1.0
Phase retardation retarded no retardation
Bragg reflection yes no
Absorption by film | yes (dichroism) no

In chiral GLAD films (applicable microstructures include helices or the twisted ribbon in-
troduced in the previous chapter) fabricated from appropriate optical materials, the chiral
optic response manifests itself in several forms. First, the films exhibit optical activity, or
rotation of the plane of polarisation of linearly polarised light. Second, they may exhibit
circular dichroism, or selective absorption of one of the two circular polarisations. Third,
the films cause circular Bragg reflection, that is the selective scattering/reflection of the cir-
cular polarisation which matches the handedness of the film in the resonance regime when
the wavelength of the incident light matches the pitch (periodicity) of the chiral medium.

These phenomena are discussed further below.

3.3.1 Optical activity
Let linearly polarised light be incident on a LH. chiral GLAD film where:

E;, = 2E-cos(w! - k) (3-6)

Recalling that linearly polarised light can be resolved into RCP and LCP components, the

two components may be written as:

RCP = E-[xcos(wt — k) + y cos(wt — kz + n/2)]
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LCP = E-[x cos(w! — knz) + y cos(w!t — knz — 7/2)] (3-7)

where n is the index of refraction of the film material. Because the film is LH,
NRCP = Nyoid = 1.0 while ny cp = ng),- Assuming no absorption, scattering, or reflection of
the incident wave, the transmitted wave as it exits from the film may be expressed as the

following sum of LCP and RCP components which were given in Eqn. 3-7:

Eoy = LCP + RCP = 2E-cos(wt — $k(n+1)z)[ x cos(3k(n-1)z) — y sin($k(n-1)z)] (3-8)

The resultant wave is once again linearly polarised, but now the plane of polarisation has

been rotated (represented by the factor in square brackets in Eqn. 3-8) by an angle:

6= %kin-1): (3-9)

The rotation arises from the phase retardation of the coupled polarisation (LCP in this casc)
relative to the non-coupled polarisation (RCP). It depends on wavelength, index of refrac-
tion of the film material, and thickness of the film. Substituting in & =2x/2, and = = L

(thickness of the film), yields the following:

O=mn- 1)L/,
6 _mn-1) -
L ’ (3-10)

[s)

which is an expression of the theoretical maximum rotation per unit thickness of the film®
in this idealised case of perfect coupling for the one circular polarisation and zero coupling
for the other. The /L value for several optical materials commonly used with GLAD is
calculated below in Table 3-2 and is given over a range of wavelengths. It can be seen that
rotation decreases with wavelength and increases with index of the film material. Because
of the wavelength dependence of rotation, the measurement of this optical phenomenon
versus wavelength is more accurately called optical rotatory dispersion (ORD). It will be

seen later that actual measured rotation in chiral GLAD films is on the order of two orders

6. Units rad/m which are easily converted to °/um.
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of magnitude smaller than the theoretical maximum values calculated here.

Table 3-2: Theoretical maximum optical rotation for several optical materials

Wavelength, Optical rotation per unit length, 6/L [°/um]

#o [nm] MgF, (n= 1.38) | SiOy (n=1.47) | Al,O; (n= 1.66)
300 228.0 282.0 396.0
400 171.0 211.5 297.0
500 136.8 169.2 237.6
600 114.0 141.0 198.0
700 97.7 120.9 169.7
800 85.5 105.8 148.5

The expressions in Eqn. 3-10 can be generalised for the case of circular birefringence

wherein the chiral medium is assumed to have two refractive indices, ngcp and np_cp:
0 = m(n cp - nrcp)l'zo

9 -
L

’(ny cp —~ NRrcp)

P

(3-11)

The angle 6 through which the plane of polarisation is rotated by a chiral medium is taken
as positive for a clockwise rotation when looking back at the source. Clockwise rotation
occurs when ny cp > ngcp and is called dextrorotatory; counterclockwise rotation occurs

when ni cp < ngcp and is called levorotatory.

3.3.2 Circular dichroism

Thus far, it was assumed for the sake of convenience that that no absorption occurs. Of
course this is untrue in general due to a second chiral optical phenomenon, circular dichr-
oism (CD), the selective absorption of one of the two circular polarisations. A chiral me-
dium will preferentially absorb the coupled polarisation compared to the uncoupled polar-

isation. Using the simplified model discussed earlier, this phenomenon is explained by
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saying that the coupled polarisation is absorbed because it interacts with the structure (they
are of similar “‘shape”); the uncoupled polarisation, in contrast, does not interact to any ap-
preciable degree with the chiral structure (as they are of different “‘shapes”) and thus is not
subject to absorption by the chiral medium. For linear polarised light incident on a LH me-
dium, one would find that the transmission of LCP is lower than that of RCP; the opposite
would occur in a RH medium. A chiral medium made of a highly absorbing material could
function as a dichroic circular polariser as the coupled polarisation would be absorbed by

the lossy medium, while the uncoupled polarisation could pass through unperturbed.

Taken together, CD and ORD are important characterisation tools to biologists and chem-

ists as they provide insight into the structure of the materials being examined.

3.3.3 Bragg reflection

The third manifestation of chiral optical properties is circular Bragg reflection (analagous
to Bragg reflection from a multi-layer coating). When the wavelength of light matches the
pitch of the film, p, scaled by the effective refractive index of the film, the coupled polari-
sation will be selectively scattered/reflected by the chiral medium. The resonance condi-

tion is defined by:

/R = NMeffective P (3-12)

In the ideal case, the coupled polarisation would be 100% reflected at resonance, meaning
that only the uncoupled polarisation would be transmitted through the film. From the point

of view of optical activity, this would correspond to infinite rotation at resonance.

3.3.4 Overall response

Unfortunately, all three chiral optical effects described above occur together. Optical ac-
tivity, circular dichroism, and circular Bragg reflection all play a part in the overall optical
response of a chiral medium. It is difficult, if not impossible, to deconvolute the chiral op-
tical measurements into constituent components due to ORD, CD, and circular Bragg re-

flection. Because of circular dichroism and circular Bragg reflection, at a wavelength range
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near resonance, the transmission of the coupled polansation will be lower than that of the
uncoupled polarisation. But how much of this is due to CD effects and how much is due to
Bragg effects? It is difficult to say. However, because the intensity of the two circular po-
larisations in the transmitted light is unequal, this results in an elliptical polarisation state,
rather than a linear polarisation state as assumed previously. Chiral optical measurements
on GLAD films are therefore a matter of interpretation given the interdependent nature of

the chiral optical phenonema discussed here.

3.4 Measurements of GLAD films

While the fundamentals of chiral optical activity were discovered in the mid-nineteenth
century, initial work focussed on so-called natural optical activity, that is when this phe-
nomenon occurs naturally in a substance. Much of the work done related to the field of
chemistry. Lindman, in the 1920s, experimented with wire spirals and microwave propa-
gation [63, 64]. His experiments wcre significant in that they represented some of the ear-
liest reported work on “optical activity” (i.e. electromagnetic activity) of an artificial chiral
medium. Much later, Tinoco er al. [63, 66] also reported measurements supporting the ear-
lier findings by Lindman. They looked at electromagnetic activity of microwaves incident

on copper wire helices in a box.

While the copper wire helices used in the experiments described here [63-66] have a pitch
on the order of ~1 cm and thus display electromagnetic activity in the microwave regime,
a thin film realisation of a chiral medium with pitch on the order of hundreds of nanometres
would exhibit electromagnetic activity in the optical regime, and may be of particular in-
terest if optical activity can be achieved in the visible wavelength range. Optical activity
and circular Bragg reflection similar to cholesteric liquid crystals (CLCs, described later in
this chapter), was observed as early as 1959 by Young and Kowal [67] who deposited films
atoblique angles (but at lower deposition angles, a < 70°) onto rotating substrates and dem-
onstrated optical activity in these films. Unfortunately, at the time of their experiment, the
scanning electron microscope was not yet available (the SEM was not in commercial pro-
duction until the mid 1960s) and thus the structure of their films is not known. Following
theoretical work by Azzam [68] and Lakhtakia and Weiglhofer [69-72] which revived in-
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terest in the field, Robbie er. al. fabricated the first porous helical thin films using GLAD
[24] and subsequently reported spectroscopic measurements of optical activity {73, 74, 75].
The unique chiral optic response of chiral GLAD films arises from the structural chirality
and the index difference between the film material and the void material (air). Optical
measurements have also been reported on thin films fabricated by oblique incidence depo-
sition by other researchers [76, 77]. There exists also an extensive body of work on mod-
elling of the interaction of electromagnetic waves in chiral media (see for example, Refs.
78, 79, 80).

3.4.1 Experimental setup
In this section, some of the measurements of the chiral optical response in GLAD films are
presented. The two main types of chiral optical measurements that have been used to char-

acterise the chiral optical response in GLAD films are measurements of the transmission of
LCP/RCP and of rotation.

Spectroscopic transmission measurements of LCP and RCP are performed with a spectro-
photometer set up as shown in Fig. 3-4. The beam path consists of light source, depolariser,
linear polariser oriented with transmission axis oriented at 0°, quarter-wave rctarder orient-
ed at £45° relative to the polariser, GLAD film sample, depolariser, and detector. The ma-
jority of the spectroscopic measurements were performed using a Perkin-Elmer Lambda
900 spectrophotometer which has the general purpose optical bench option allowing for
flexible setups. The depolarisers are not strictly necessary to the measurements, but gen-
erally provide “cleaner” measurements. The depolariser before the detector was not used
for most measurements, while the depolariser after the light source was left in place for
nearly all measurements.” The linear polariser and quarter-wave plate together generate
circularly polarised light. When the quarter-wave plate fast axis is oriented at +45° relative
to the polariser transmission axis, RCP is produced; with the quarter-wave plate fast axis

oriented at —45° relative to the polariser transmission axis, LCP is produced. A Glan-Taylor

7. A further reason to use the depolariser after the light source is that it ensures that the intensity of’
the light beam after the linear polariser is independent of the orientation of the polariser transmis-
sion axis. If the light source is partially polarised. the intensity will vary as the linear polanser is
rotated.
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polariser was used as it works across a broad wavelength range and polarises by refraction
rather than by absorption. An achromatic quarter-wave plate was used. Percent transmis-
sion (%T) scans over the wavelength range of interest are taken twice, once for RCP and
once for LCP. The difference spectra can then be calculated.
light __— depolarizer

syree __— polarizer (0°)

\ -
__— Quarter-wave plate (+45°)
I __— GLAD film sample

__— depolarizer

~

S~
detector

Figure 3-4: LCP/RCP transmission measurements
The linear polariser and quarter-wave retarder together produce left- or right-circu-
larly polarised light.

Measurement of polarisation rotation uses the same instrument but with a somewhat more
involved scan procedure. For ORD measurements, the beam path consists of light source,
depolariser, first linear polariser, GLAD film sample, second linear polariser (analyser),
and detector. The apparatus is shown in Fig. 3-5 below. The usual convention for ORD
measurements is to have the first polariser fixed (at 0°) and to use a rotating analyser (sec-
ond polariser). For this instrument however, a stepper motor polariser drive rotates the first

polariser and the second polariser is held fixed.

Rotation is measured using the extinction (minimum transmission) technique which is
based on the fact that crossed polarisers exhibit minimum transmission (ideally zero). If an
optically active medium is then introduced between the polarisers, light passing through the
one polariser is rotated slightly by the medium. The plane of polarisation of the light is

therefore not perpendicular to the transmission axis of the second polariser, allowing some
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light __— depolariser
source e . .
~- __—polariser (rotating)
__— GLAD film sample

analyser
(fixed)

.

~
detector

Figure 3-5: Optical rotatory dispersion measurements
A stepper motor polariser drive, built into the spectrophotometer is used to help au-
tomate the measurements.

light to escape. One of the polarisers is then rotated until minimum transmission is found.
Physical rotation of the polariser therefore compensates for the optical rotation introduced
by the medium. The direction and angle of polariser rotation indicates the sign and magni-

tude of optical rotation of the medium?®.

At the present time, rotation measurements are accomplished by taking %7 scans for each
angle of the polariser. Unfortunately this procedure yields an unwieldly amount of data (a
three-dimensional array) which must be subsequently analysed to determine the angle of
polariser which gives the minimum transmission at each wavelength (the data is distilled to
obtain the two-dimensional data of angle of polariser for minimum transmission versus
wavelength). There are several aspects of the current procedure which can be improved.
First, because a %7 scan must be completed for each angle of polariser considered, the
process is very time consuming. Second, there must be a compromise between the range
of angles considered and the angular resolution. Going from 0.50° to 0.25° intervals dou-
bles the number of scans required if the range of angles scanned is not changed. New soft-

ware is currently being developed to optimize ORD measurements and will address these

8. As usual with optical measurements, one must be mindful of sign conventions. For rotation
measurements, sign of the optical rotation depends on which polariser is rotated, in what direction
(clockwise or counterclockwise), and whether one is looking back at the light source (usual con-
vention) or towards the detector.
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issues. Most importantly it will “hunt” for the polariser angle which gives minimum trans-
mission rather than scanning the entire spectrum multiple times. This new algorithm prom-

ises to significantly reduce scanning times and boost angular resolution.

3.4.2 Results

To illustrate the chiral optical response of GLAD films, mesurements of LCP/RCP trans-
mission and polarisation rotation are presented here. The simplest measurements to per-
form are transmission measurements for LCP and RCP. These were done for a left-handed
helical GLAD film composed of SiO, shown below in Fig. 3-6. This film was deposited
at an angle of about a = 85° and has 8.4 turns and pitch p = 410 nm.

Figure 3-6: SEM of a LH helical GLAD film
SiO», 8.4 turns, pitch p =410 nm.

Fig. 3-7(a) below shows the transmission spectra for LCP and RCP incident normal to the
film (parallel to the helical axis). The difference spectra of right minus left is plotted in Fig.
3-7(b)°. For this sample, the transmission of RCP is higher, suggesting the preferential re-
flection or scattering of LCP. This result is consistent with earlier predictions of preferen-

tial reflection/scattering of the circular polarisation which matches the handedness of the

9. The jagged nature of the transmission difference spectrum is likely due to stepper motor jitter in
the monochromator of the spectrophotometer used (Unicam 8700 series).
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film. The peak transmission difference is approximately 6% at 2 ~ 570 nm. The overall
transmission can be seen to be low, especially at the lower wavelengths, indicating substan-
tial diffuse scattering in the film. (To the naked eye, porous, optical GLAD films have a
cloudy, translucent look.)

100 7

;\7 107

901 (a) = (b)
;\3’ g1 § e
S 701 2 s A,
S 60 = “‘v‘
a °
2 501 c W
G 401 2
g 30 8 o
= 201 - LCP 5

101 RCP s

0 Y Pk~ .5 : v v
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Figure 3-7: LCP/RCP transmission measurements

Measurements are for sample shown in Fig. 3-6. (a) Transmission of LCP and RCP
components. (b) Difference spectra %Tgcp — %7 cp

Optical measurements performed on a second sample, shown in Fig. 3-8, are also presented
here. This sample, also made of SiO,, has RH helical structure with approximately 13.3
turns and p = 290 nm. LCP/RCP transmission measurements for this film are shown in Fig.
3-9(a). For this film, the transmission of LCP is greater than that of RCP, which is the op-
posite case to what was observed in the measurements for the LH film above. This result
is consistent with predictions that the coupled circular polarisation is preferentially scat-
tered/reflected by the film and thus exhibits lower transmission. Since LCP transmission
is higher than RCP transmission, the transmission difference in Fig. 3-9(b) is calculated in
this case as (%I cp — %Trcp)- For this sample, the peak transmission difference was ap-
proximately 2% at~ ~ 670 nm. The optical rotatory dispersion for this same film was also
measured and is shown below in Fig. 3-9(c)'®. The film exhibits a peak rotation of about
-4.5° at,. ~ 450 nm. The negative sign on the peak rotation indicates that the film is levro-

rotatory, and this result is consistent with the film being a RH sample.

10. Limitations in the instrument and measurement process for optical rotatory dispersion restrict the
wavelength range.
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Figure 3-8: SEM of a helical tilm used in optical rotation measurements
Film has RH helical structure, with 13.3 turns at pitch p = 290 nm (total thickness
3.8 um). This GLAD film was deposited by e-beam evaporation of a SiO, source.

A careful observer will immediately notice the mismatch between the wavelength for peak
transmission difference and the wavelength for peak optical rotation. (The same effect is
seen in other measurements performed.) As of yet, no explanation can be offered to explain
this discrepancy. The presentation of more extensive results and further discussion is de-
ferred until Chapter 4, where the effects on CD/ORD spectra of various structural parame-
ters of the GLAD film are discussed in the context of control of the GLAD structure leading

to control over the orientation of LC in GLAD-LC composite films.

3.4.3 Discussion

For the purposes of elucidating the chiral optical response in optically active media such as
GLAD films with chiral microstructures, several simplifying assumptions were made ear-
lier. Most of these assumptions were made for the ideal case and must be revisited to ac-
count for the realistic case. First, it was assumed that the chiral medium was perfectly dis-
criminating between the coupled and uncoupled polarisations. In reality, the coupling of
circular polarisation which matches the handedness of the film will be less than 100%.

Meanwhile, coupling of the opposite polarisation will be greater than 0%. From a different
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Figure 3-9: Chiral optical measurements for RH helical GLAD film
Measurements are for sample shown in Fig. 3-8. (a) Transmission of LCP and
RCP, taken individually. (b) Transmission difference spectra, %7 cp — %Tgcp ()
Optical rotatory dispersion.
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perspective, this statement implies that the coupled polarisation *‘sees” an effective refrac-
tive index of less than that of the film material while the uncoupled polarisation “sees’™ an
effective refractive index of greater than that of the void material. Continuing the example
of a LH GLAD film, in terms of the circular birefringence, the following relation can still

be expected to hold:

Nyoid < nrcep < NLcp < ngim (fOl’ aLH medium) (3-13)

Another assumption that was made was that the voids in GLAD films contained only air
(1.e. that n ;4 = ny; = 1.0). Voiding in optical thin films has always been a problem be-
cause of environmental effects. Humidity (i.e. water) can penetrate into defects and voids
in films and cause the optical properties to change (especially with respect to refractive in-
dex). The slow drift in optical properties over time due to these environmental effects is in
general detrimental to the performance of the optical device. For a multilayer optical filter,
only a small percentage drift in propertics of one layer may be sufficient to completely foul
up the overall response of the device. Thus, in conventional thin film deposition, one would
like to achieve dense, and ideally, highly crystalline films which would be more impervious
to infiltration by water. With the GLAD technique, however, the films are deliberately
made highly porous (especially when depositing at more oblique angles a) which only
serves to exacerbate their environmental sensitivity. The high surface area and accessible
nature of the voids allows water to be easily adsorbed. High surface area in GLAD films
can be deliberately exploited for sensor applications [34] including humidity sensors of

course!

The simplified model of coupling in chiral media presented earlier in this chapter, while
straightforward in describing the chiral optical effects qualitatively, is clearly insufficient
to explain the observed phenomena fully. More robust models which look at the problem
from the electromagnetic point of view are required. Lakhtakia (e.g. Refs 69-72) has
looked at interactions of electromagnetic waves with “helicoidal bianisotropic media”.
Pierce [81] describes slow wave propagation along a helical wire in travelling-wave tube

amplifiers. Travelling-wave tubes have been used for amplification of microwave frequen-
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cy signals (GHz range). Another useful model is to consider chiral films as helical antennae

[82]. The electromagnetic approach is expected to provide a substantially better model to

explain the chiral optical effects seen.

One other effect which has not been discussed is that of scattering [83, 84]. The high po-
rosity and surface area in GLAD films contributes to a substantial amount of diffuse scat-
tering in the films. SEM micrographs of GLAD films show that the surfaces of the columns
tend to have a rough or fuzzy texture. The high porosity, micro-scale roughness, and index
mismatch between film and void materials all contribute to the scattering. To the naked
eye, GLAD films, especially those with more porous microstructures, appear cloudy.

When deposited on glass substrates, GLAD films resemble frosted glass.

3.5 Liquid crystals

At this juncture, discussion switches to introduce liquid crystalline materials. As these ma-
terials possess unique optical properties such as linear birefringence and the chiral optical
response presented earlier, there will be an inevitable comparison between chiral GLAD
films and LCs. This sets the stage for the central work of this thesis, wherein GLAD films

are combined with LCs.

3.5.1 Introduction

Liquid crystals (LC) [85, 86, 87] are a class of materials which exhibit one or more inter-
mediate states called mesophases between their crystalline solid and isotropic liquid states
(Fig. 3-10). LC materials are often referred to as a “fourth state of matter”. The name *“'liq-
uid crystal” arises because LCs exhibit both partial molecular ordering (solid-like behav-
iour) and fluidity (like liquids). Liquid crystalline materials, which generally are organic
compounds or mixtures, typically possess one of two anisotropic molecular shapes: long
and rod-like (calamitic) or flat and disc-shaped (discotic). In this work, though, only cala-
mitic LCs were used. (The rod-like molecular shape is also by far the more common.) The
LC mesophases are defined by the way in which the molecules are arranged. The degree
of molecular ordering depends on the temperature and with molecular ordering decreasing

with increasing temperature.
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Figure 3-10: Liquid crystal mesophases

LC materials exhibit one or more intermediate states (mesophases) between their
crystalline solid and isotropic liquid phases. The mesophases are classified accord-
ing to the way in which the molecules are ordered.

The molecular orientation of LCs may comprise translational (positional) order, rotational
(orientational) order, or a combination of the two. In the simplest LC mesophase, the
nematic phase (Fig. 3-11(a)), the LC molecules possess long range orientational order, but
no positional order. For LCs composed of rod-like molecules, orientational order implies
that the long axes of the molecules are more or less aligned in the same direction. The
nematic director (denoted n ) is defined as a unit vector which represents the average ori-

entation of the LC molecules.

(a) ‘\\. AN - (b)

RN TERT
VIv ey

Figure 3-11: Nematic and smectic liquid crystal phases

(a) In the nematic mesophase, the LC molecules exhibit orientational order, but no
positional order. The director n indicates the average orientation of the molecules.
(b) In the smetic phase, the LCs have both orientational order and positional order.
In this example of a smectic phase the LC molecules are aligned in layers.
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A second class of mesophases, called the smectic phases, contains a degree of both orien-
tational and positional molecular ordering. There is a plethora of further subclassifications
(smectic A, smectic C, erc.) based on the type of ordering of the molecules. Apart from
being oriented in the same average direction as with a nematic phase (orientational or rota-
tional ordering), the LC molecules in a smectic phase are arranged in lines, layers, or sheets
(translational or positional ordering). At this point in time, LCs that form smectic phases
have not been studied in combination with GLAD films. Work thus far has concentrated
on nematic, and to a limited degree, chiral nematic (described below) LC types.

I or chiral nematic, phase (Fig. 3-12).

A third type of molecular ordering is the cholesteric
The chiral nematic phase can be thought of literally as a “"'nematic phase with a twist”. This
structure consists of a stack of achiral nematic sheets where the nematic director, which is
in the plane of the sheet, is rotated slightly between each sheet (Fig. 3-12(b)). The endpoint
of the director traces out a helix, with the helical axis normal to the nematic sheets. The
thickness for a full 2x rotation of the director defines the pitch p of the helix. The non-chiral

nematic phase may be thought of as a chiral nematic phase where p — 0.

Chiral nematic phases may arise from LCs with chiral molecules, or altemately, from non-
chiral LCs which have had a quantity of chiral material added to them — chiral dopants
(88, 89]. For chiral nematic phases based on chiral LCs, the “twisting power” is intrinsic
to the molecules themselves, whereas the properties of chiral nematic phases based on chi-
ral dopants depend on the “twisting power” bestowed by the chiral dopant. The concentra-
tion of the chiral dopant controls the pitch of the chiral nematic phase. A higher concen-
tration of chiral dopant gives more “twist” to the helix and hence a tighter (smaller) pitch;
a lower concentration likewise gives less twist and a longer pitch. Without getting into too
much detail, there are many possibilities to experiment with chiral dopants and/or chiral
LCs. A mixture of chiral and non-chiral nematic LCs will produce a chiral nematic phase
and the pitch can subsequently be controlled by varying the relative concentration of the

two components. And to hint at the discussion later in this thesis: given the similarities be-

11. The cholesteric phase is named as such because this type of molecular orientation was first
observed in LC materials based on cholesterol-type molecules.

Reproduced with permission of the copyright owner. Further reproduction prohibited without permission.



Figure 3-12: Chiral nematic liquid crystal phase
(a) The chiral nematic phase consists of (b) a stack of achiral nematic sheets where
the nematic director is rotated slightly between each successive sheet.

tween the optical response of chiral GLAD films and of CLCs, does a chiral GLAD film

structure function similarly to a chiral dopant?

3.5.2 Properties

It was mentioned earlier that LC molecules possess an anisotropic molecular shape. The
molecular structure and inter-molecular forces not only lead to the existence of LC mes-
ophases, but also give LCs leads to many unique properties. The chemical structure of the
LC molecules determines many of the properties. A typical rodlike LC molecule such as
that shown in Fig. 3-13 might consist of two rings joined by a linking group and side chain
or terminal groups attached to either end of the structure. The rings may be phenyl/benzene
(unsaturated) or cyclohexane (saturated). The linking group A may be as simple as a single
bond between the two rings (biphenyl LCs) or may be a third ring or other functional group.
The side chain X can be any number of variants including: alkyl chain (CsH»,,.-), alkoxy
chain (C;H,,.0O-), or alkenyl chain with a double bond. Terminal group Y, which influ-
ences the dielectric constant ¢ and dielectric anisotropy Ae¢ of the LC, may be for example

a cyano group (—CN), an alkyl chain (-C;H>,+,), or a halide (-F, —Cl).
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X: side chain/terminal group
X —O— A —O— Y  A:linking group

Y: terminal group

Figure 3-13: Structure of a typical rod-like LC molecule
Substitution of different functional groups for linking group A and for terminal
groups X and Y vields different properties for the LC.

The elongated molecular shape leads to anisotropic properties. For LCs, perhaps the two
most important anisotropic propertics are those of refractive index and dielectric constant
(Fig. 3-14). Anisotropic refractive index is of course better known as the linear birefrin-

gence of the material with:

An=n,-n, (3-14)

where n, is the extraordinary index and n,, the ordinary index. LCs in general show fairly

strong birefringence. The dielectric anisotropy,

A8:8”—€J_ (3']5)

means that LCs are sensitive to electric fields and because of their fluid characteristics, the
LC molecules will align with their long axes either parallel or perpendicular to an applied
electric field (depending on whether Ac¢ is positive or negative, respecitvely). LCs can thus
be switched by an electric field, perhaps their most important attribute of all. (Upon remov-

al of the electric field, the LC molecules relax back to their original orientation.)

3.5.3 Alignment techniques

In Chapter 1, it was emphasized that the structure of a thin film greatly affects the properties
of the film and hence, to control the properties, one requires control over the structure. The
same tenet applies to liquid crystals: to control the optical properties, one must achieve con-

trol over the structure, that is, the molecular alignment of the LC.

A variety of techniques are used to produce molecular alignment in LC devices such as dis-

plays. Probably the most well known is rubbing of the substrates'? to cause nematic LCs
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Ne, 8”

No, €3

Figure 3-14: Anisotropic properties in LCs
The properties of LCs depend on whether one is looking parallel to the long axis
(n,, &) or perpendicular to the axis (n,, €, ).

near the substrate to orient parallel to the direction of rubbing [90]. Rubbing results in a
planar (parallel) orientation of the LC. (Calamitic LCs will align parallel to the rubbed sub-
strate and parallel to the direction of rubbing.) A second technique for controlling LC ori-
entation is the use of obliquely deposited thin films as *“tilt” alignment layers at the sub-
strate [91, 92]. In this case the LC molecules take on a small tilt angle to the substrate. Yet
another technique is to treat the substrate surface with certain types of polyimides which
generate a homeotropic (perpendicular) LC alignment. Here, the surfactant (polyimide) is

used to modify the interaction between substrate and LC.

Because they influence LC orientation at and near the substrate surfaces only, an inherent
limitation with these substrate surface treatment techniques is the inability to attain and/or

maintain the desired LC orientation under one or more of the following conditions:

» when a thicker cell is required
» when more complex LC geometries such when chiral nematic/cholesteric LCs are used

» when reversible switching is desired

Loss of molecular orientation after electro-optic addressing (that is, irreversible switching)
is a particular problem when CLCs are used [93]. For better control over LC alignment, a

technique which induces LC alignment throughout the cell is required, rather than influenc-

12. Usually, the substrate would be treated with a polyimide which is then rubbed or polished to pro-
duce the alignment surface.
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ing the LC orientation near the substrate surfaces only. Polymer- and gel-dispered liquid
crystals (PDLC, GDLC) [94] are guest-host composite media with a polymer or gel net-
work (host) embedded with droplets of LC (guest) dispersed throughout the network. They
represent one method of controlling LC orientation, but are generally limited to small
spherical inclusions of LC rather than having a fully controllable porous structure like that
possible with GLAD.

3.5.4 Application in displays

The largest application of LC optics is undoubtedly in information displays (87, 95]. The
twisted nematic liquid crystal display (TN-LCD), shown in Fig. 3-15, is a common config-
uration used in LCDs today. The TN-LCD cell has two glass substrates which are treated
to induce planar alignment. Linear polarisers are attached to the glass plates, with the trans-
mission axis parallel to the rubbing direction. The glass plates are aligned such that the po-
larisers are crossed. A nematic LC is used and a small amount of chiral dopant is added to
induce a preferential LH or RH twist, so that the LC aligns in the unaddressed state with a
90° twist as shown in Fig. 3-15(a). In the unaddressed or “off” state, the twisted nematic
causes a 90° rotation of the plane of polarisation so the light is able to pass through both
polarisers. (The rotation is actually a waveguiding cffect as in this case 2 << p, rather than
the Bragg regime where . ~ p.) Because of this, the “off™ state is also called the transparent
state or white state. In the addressed or “on” state, a voltage is applied across the cell and
causes the LC to align parallel to the field (LC takes on a homeotropic onentation). The
polarisation rotation vanishes and the light which is admitted by the first polariser is now

blocked by the second polariser. The addressed state is thus also called the “black” state. '3

In terms of light efficiency (the percentage of light produced by the backlight actually seen
by the user). the TN-LCD is terribly inefficient. To calculate the overall light efficiency of
an LCD, the light efficiencies of each component must be multiplied together. Given that
each component will by definition have an efficiency less than 100%, the overall light ef-

ficiency ends up quite low (generally on the order of only 5%) because there are many com-

13. The TN-LCD display described here is called the “normally white” type because the cell is trans-
mitting when unaddressed. There are also “normally black™ variants.
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polariser

Figure 3-15: Twisted nematic liquid crystal display cell

The LC is planar aligned at the two substrates. (a) In the unaddressed state. the
twisted nematic rotates the plane of polarisation from being aligned with the first
polariser to being aligned with the second polariser, which allows light to be trans-
mitted through the cell. (b) In the addressed state, the LC is aligned parallel to the
electric field and there is no rotation of the plane of polarisation, so the light is
blocked by the second polariser.

ponents in an LCD. A further implication of this calculation is that the overall light effi-
ciency will be lower than that of the component with the lowest efficiency. This analysis
is exactly like that encountered in an engineering reliability problem where devices are in
series and one is required to determine the overall reliability of the system given the relia-

bility of each device.

For the TN-LCD, the components which contribute the most inefficiency (in other words,
the biggest “light bottlenecks” in the system) are the back polariser, colour filters, and ef-
fective area for colour sub-pixels. Table 3-3 below lists the light efficiencies of these three
elements along with the overall efficiency of the three taken together. Because absorptive
polarisers are used, the back polariser (at the bottom of the LCD structure shown in Fig. 3-

15) has a maximum theoretical light efficiency of 50% (half the light is thrown away). In

Reproduced with permission of the copyright owner. Further reproduction prohibited without permission.



66

practise, the efficiency is closer to 40% for this component. To achieve full-colour, a dis-
play system uses red, green, and blue (RGB) sub-pixels. In an LCD, a broadband white
light backlight is used in conjunction with RGB colour filters to produce the primary col-
ours. As the colour filters are absorbing films (they are usually placed on the front glass),
their maximum efficiency would be on the order of one-third as they transmit one of the
primary colours and absorb the other two. In practise, a typical efficiency value of the col-
our filters is 28%. One further consideration of having RGB elements is that the sub-pixels
for each primary colour occupy only one-third of the display area, as two-thirds of the area

are obviously taken up by the other two primary colour sub-pixels.

Table 3-3: Light efficiency of several key TN-LCD elements

Light efficiency [%]
Element
Maximum theoretical Typical value
Back polariser 50 40
Colour filter ~33 28
Area for colour sub-pixel (R, G, B) 33 33
Overall efficiency 050x033x0.33=| 040x0.28x0.33=
5.4 3.6

Taken together, the light efficiency of these three elements taken together is a paltry 3.6%
(a typical value). Even the theoretical maximum, assuming perfect polarisers and colour
filters, is only 5.4%, leaving little room for improvement. When the efficiencies of the oth-
er elements of the LCD not discussed here (backlight waveguide, light diffuser, etc.) are

also taken into account, the overall efficiency of the display is on the order of only 1%.

3.5.5 Reflective displays and chiral LCs

The preceeding discussion of TN-LCDs clearly shows that the design of this type of display
has fundamental and inescapable inefficiencies due to the absorptive polarisers and colour
filters. To overcome the light efficiency limitations, new types of LCDs are sought. One
of the more promising technologies being studied is the reflective display which can dis-

pense with the absorptive polarisers and colour filters. As the name suggests, this type of
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display works on the basis of reflection of ambient light rather than transmission of the
backlight. One method of implementation for a reflective display is to use chiral nematic
LCs. CLCs display a strong reflection band in the wavelength range pn, </ <pn_ (p is the
pitch and n, and n, are the ordinary and extraordinary refractive indices, respectively).
Controlling the pitch in CLCs gives one control over the spectral properties. The concept
of the reflective display is central to the discussion of GLAD/LC hybrid matenials and will

be revisited in the following chapter.

3.6 Discussion

Given the similarities between the optical response seen in chiral GLAD films and that seen
in chiral nematic LCs, a comparison between the two technlogies is in order. In this section,
“traditionally” deposited thin films, GLAD thin films. and LCs are compared as optical

technologies. A comparison of these three technologies is presented below in Table 3-4.

Table 3-4: Comparison of conventional thin film, GLAD thin film, and LC optics

Conventional .
Technology base thin film GLAD thmoﬂlm LC
(a > T70°)
(a<70°)

Structural control

inherent to deposi-
tion process

inherent to deposi-
tion process, high
degree of control
over column struc-
ture

external means of
control (alignment
layers) or additives

Optical response moderate to strong | generally weak, due | stronger!
strength to high scattering
Environmental average poor good
stability

Switchability no no yes
Allows for addi- no yes N/A

tion of a second

material

In both conventional thin film and GLAD thin film techniques, structural control is inherent

in the deposition process whereas for LC optics, control over the LC orientation is generally
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achieved either through external means such as alignment layers or through chemical addi-
tives such as chiral dopants. GLAD technology enables high degree of control over the co-
lumnar structure in deposited films. Structures such as pitch gradients or stacked layers
with different pitch and/or handedness are very easy to implement with GLAD, but very
difficult with LC techniques.

As stated earlier, voiding in optical films leads to vulnerability to environmental and hu-
midity effects. High birefringence may be achieved by utilising oblique angle deposition
and taking advantage of anisotropic column shape. At the same time, however. oblique
deposition causes voids (gaps) in the film where humidity (water) or other substances can
penetrate easily. GLAD, which uses highly oblique angles. pushes film porosity even fur-
ther, making GLAD films even more sensitive to environmental effects. While it is certain-
ly possible to seal thin film optics, it may not always be practical. On the other hand, LC
optics are contained in sealed devices which one expects would provide better protection

against changes due to environmental effects.

Two of the main strengths of LC technologies are that LCs have strong optical response and
that they are switchable. These are two significant advantages over thin film technologies.
Because of the strong market in information displays (flat panel displays for notebook com-
puters, projectors, smaller displays for handheld computers, etc.) LC technology has be-

come a very mature field.
It will be shown, in the subsequent discussion, that GLAD/LC hybrid materials combine

many of the strengths of LCs, including strong optical response and switchability, with the

structural control offered by GLAD.
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Chapter 4
Liquid crystal hybrid optics

Whereas Chapter 3 laid out the groundwork and fundamentals of GLAD and LC chiral op-
tics, this chapter presents the central work of this thesis: the combination of porous GLAD
films and liquid crystals. Discussion opens with the rationale for studying the combination

of the two technologies. Previous experiments are described briefly.

The second section of this chapter describes the experimental setup, including film deposi-
tion, cell fabrication and filling, and the optical measurements. The results of optical meas-
urements on GLAD and GLAD/LC films are presented. This section illustrates the first
significant effect of using GLAD/LC hybrids, the enhancement of the chiral optical prop-

erties.

The topic of electro-optic switching is then discussed and presented with results of optical
measurements for switching cells. Switching is the second significant aspect of GLAD/LC

hybrid optics and is the key to applications in dynamic devices such as displays.

4.1 Introduction

It was mentioned in the introductory section of this thesis that control over the structure in
thin films is the key to optimisation of their properties. Similarly, for liquid crystal devices,
control over the long-range orientation of the LC molecules is critical to the optimisation
of the optical properties. Several techniques for controlling LC orientation were mentioned
previously. These include rubbing of the substrates and “pre-tilt” thin film alignment lay-
ers. The drawback with these conventional techniques is that they work at the substrate sur-
faces and their influence falls off as distance from the substrate. Thus their ability to influ-

ence LC alignment throughout the entire cell is limited.

For improved control over LC alignment, a technique which can induce LC alignment

throughout the entire span of the cell would be desired. In the previous chapter, chiral do-
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pants added to LCs were mentioned as one method of inducing or controlling a chiral
nematic orientation in LCs. Naturally, the question of utilising GLAD films as a “chiral
dopant” arises. It has already been shown that the structure of these films may be easily
controlled via the deposition process and control software. GLAD films with chiral micro-
structure were also shown to exhibit unique chiral optical properties and their optical re-
sponse has been compared to that seen in CLCs. Finally, the highly porous nature of GLAD
films permits infiltration by fluids very easily. Adsorption of water, for instance, is well
known to influence the properties of the GLAD film strongly. This is much to the delight
of the experimenter designing a sensor application, but much to the chagrin of the experi-
menter trying to study the optical properties free of the influence of environmental effects.
The key question is, then, what happens when liquid crystalline materials are introduced
into a GLAD film?

The first experiments with GLAD/LC composite materials were conducted by Robbie,
Broer, and Brett [96]. They embedded helical GLAD films with several compounds includ-
ing isotropic liquids, polymers, and reactive and non-reactive LC materials. Measuring cir-
cular dichroism' as the difference in transmission between LCP and RCP, they found that
filling with an isotropic liquid such as water or some types of polymers caused the loss of
the transmission difference as these fluids were approximate index matches for the film ma-
terial. More importantly, however, filling GLAD films with birefringent materials such as
nematic LCs was found to enhance the transmission difference. Here, it was suggested that
the helical GLAD film acted as an alignment structure for the LC and imposed a chiral
nematic-like ordering of the LC molecules. This was a significant and exciting result.
These initial experiments have led to a continued collaboration with Dr D. J. Broer, a re-
search fellow in the Polymers and Organic Chemistry Group of Philips Research Labora-

tories (Eindhoven, The Netherlands).

The ability to switch the liquid crystal component is critical to the development of active

1. Recalling discussion from the previous chapter, calling the measurement “circular dichroism™
may be a bit of a misnomer as it does not reflect how the various chiral optical effects described
are intertwined in the measurements.
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optical devices based on GLAD thin films and is the logical progression from initial studies
based on embedding LCs into GLAD films. Thus the current pursuits are twofold: first, to
investigate further the effects of embedding LCs into GLAD films and better understand
the interaction between GLAD structures and the LC; and second, to demonstrate the elec-
tro-optic switching of the LC component in devices based on GLAD/LC hybrid materials.
The ultimate aim is to understand and hence be able to control the optical properties of the
hybrid system. The work presented here first presents new data showing how the chiral
GLAD film structure influences the LC alignment including effects of pitch, handedness,
and film material. The fabrication and demonstration of a switchable device based on

GLAD/LC composite materials is also presented.

4.2 Experimental setup

4.2.1 Film deposition

Chiral GLAD thin films with various structures were grown by thermal or electron-beam
evaporation of suitable optical materials®. Over the course of study of this project, a large
sample space has been mapped out including different materials, substrates, GLAD film
microstructure type, pitch, and handedness. A list of the parameters of this sample space
is shown in Table 4-1 below. Optical materials used to fabricate the films include alumina
(Al1,O3, n = 1.66), magnesium fluoride (MgF,, n = 1.38), silicon dioxide (SiO,, n =1.47),
and titania (TiO,, n = 2.2). Other optical materials such as ZrO,, CeO-, HfO,, and Nb,Ox
could also be considered for future experiments. As the GLAD process is able to produce
high porosity, engineered microstructures from virtually any material, the choice of film
material depends on desired optical properties and other considerations such as cost of the

material and ease of deposition’.

The films were grown on glass substrates, some of which had a coating of indium-tin oxide
(ITO, a transparent conductor) to serve as an electrode. Witness samples were grown on

pieces of silicon wafer. (One practical reason is that Si substrates are easier to cleave to

2. GLAD by sputter deposition (Chapter 2) is also a viable technique but was not used for the mate-
nals used in experiments described here.
3. Toxicity of the material may also be a consideration!
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Table 4-1: Optical GLAD film sample space parameters

Matenials used AlL O3, MgF,, SiO,, TiO,

Substrates Si wafer, Si wafer with Al electrode, glass, glass with ITO electrode

GLAD structures | helical, twisted ribbon, others

Pitch 250-800 nm, some films with pitch gradients

Handedness LH and RH, some films with stacked layers of opposite handedness

obtain samples for viewing in a scanning electron microscope.) Some films were also
grown on Si wafers which had a layer of aluminum on them to serve as an electrode. Si’Al
substrates would serve as reflective substrate for a reflective type GLAD/LC cell, although
in the work presented here does not include characterisation of the reflective type cells. The
samples prepared for device fabrication were 25 mm (l-inch) square pieces. To facilitate
electrical contact to the underlying electrode layer, a strip approximately 2 to 3 mm wide
along one edge of the front surface of the substrate was masked from deposition using wa-
fer saw dicing tape which, after deposition could be peeled away, leaving a clean edge with
no sticky residue. Because of the relatively small size of the substrates used in these exper-
iments, several substrates could be mounted on the substrate holder for each deposition.
The substrate holder used was 125 mm (S inches) in diameter and as such could accomo-
date several (five to six, typically) of the small square glass/ITO pieces along with a Si wa-
fer for a witness/SEM sample. Having several samples of the same film facilitates inves-
tigation of the effects of different LC types or surface treatment of the counter electrode,

for instance.

While most of the films grown for these experiments possessed helical chiral microstruc-
ture, some fiims were grown also with other chiral microstructures such as the twisted rib-
bon (Fig. 2-8 (p. 35)) and also the “'square staircase” helical (grown like a regular helical
film but with stepped rotation (¢) of the substrate, rather than continuous rotation). The
pitch of the films, which controls spectral properties of the optical response, was generally
in the range of 250 to 800 nm such that the “active range” of the film’s spectral response
would usually fall in the visible wavelength regime (400-700 nm). A mixture of LH and

RH samples was prepared. A few films with more “exotic” microstructures such as a pitch
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gradient or stacked layers of LH and RH helices were also grown.

With these sample space parameters, an extensive set of chiral GLAD films was fabricated

for these experiments. Table 4-2 below lists a selection of the films fabricated and details

Table 4-2: A selection of GLAD optical thin film samples used

Sample?® | Material Film structure Tumns | X | Pitch (nm)® | = Thzzt;\)e S8
A Si0, RH helical 1.1 350 (375) 3.88(4.17)
B SiO, LH helical 11.1 390 (375) 4.35(4.17)
C SiO, RH helical 13.3 290 (375) 3.80(5.00)
D SiO, RH helical 5.0 424 (450) 2.12(2.25)
E SiO, RH helical 7.0 417 (450) 2.92 (3.15)
F SiO, RH helical 9.0 424 (450) 3.82(4.05)
G SiO, RH helical 11.1 450 (450) 5.00(5.00)
H SiO, LH helical 1.1 434 (450) 4.82 (5.00)
J SiO, RH helical 9.5 533 (525) 5.08 (5.00)
K SiO;, | RH helical 11.1 527 (525) 5.85(5.83)
L MgF, | LH helical 7.0 880 6.15
M MgF, | LH helical 14.0 450 6.30
N MgF, | LH helical 21.0 350 7.35
P MgF, | LH helical 5.0 480 2.40
Q MgF, LH helical 8.0 480 3.80
R MgF, | LH helical 11.7 480 6.00
S SiO, LH helical 10 350~500 4.25

(gradient)
T MgF2 | LH helical 9 400 3.60
6] Al,O; | RH square helical 15 410 (400) 6.18 (6.00)
Al,O3; | LH twisted ribbon 10 400 4.00

a. Sample L through Q were grown by S. R. Kennedy.
b. Brackets denote original design values.
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their relevant structural parameters. In general, the sample parameters were designed such
that sets of films map out cross-sections of the structural parameter space. For instance,
samples D, E, F, and G (Fig. 4-1) form a set where the pitch and handedness are kept con-
stant, but the number of turns is the experimental variable. Samples G and H are nearly
identical except for being of opposite handedness, so they form an enantiomeric pair. Sam-
ples A, G, and K form a set with identical number of turns, but varied pitch. These sets with
varied number of turns, varied handedness, and varied pitch help to illustrate the effects of
these structural parameters on the optical response. The study of the effect of different film

materials and GLAD structures is also possible with the set of films produced.

(a) (b) (c) (d)

Figure 4-1: Films with fixed pitch/handedness and variable number of turns

A set of RH helical SiO, GLAD films with pitch and handedness kept constant and
a variable number of turns: (a) sample D, 5.0 turns; (b) sample E, 7.0 turns; (¢) sam-
ple F, 9.0 turns; (d) sample G, 11.1 tums.

4.2.2 LC cell fabrication

In initial experiments performed by Robbie er al. on embedding materials such as LCs into
GLAD films, the material to be embedded was introduced into the film by using an eye-
dropper and adding a few drops to the film surface. The material to be impregnated into
the film would then wet into the film and fill it by diffusion and capillary effects. One prob-
lem with adding the material by drops onto the surface of the film is that this technique of-
ten results in a layer of the filling material remaining on the surface of the film. For aniso-
tropic materials such as LCs, it would then become difficult to decouple the optical effects
of the LC-embedded film and those arising from the LC-only layer resting above the film.
Furthermore, as capillary filling may be impeded by variations in density and thickness of

the medium (these are caused by defects and masking), non-uniformity of filling could
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present a problem. Following discussions between the author and D. J. Broer, it was decid-
ed that, for the experimental work presented in this thesis, a more robust switching cell con-

struction would be used to study GLAD films embedded with LC matenials.

For this work, LC switching cells were constructed from the GLAD films deposited on
glass substrates with a bottom ITO electrode (transparent, transmission type cells) and on
Si substrates with a bottom Al electrode (reflective cells). A glass substrate with ITO
(which may have been treated as described later) is used as the counter-electrode. A liquid
epoxy dispensing system (line plotter) was programmed to dispense UV curing epoxy on
the counter-electrode in a set pattern which seals all the edges of the cell except for a small
fill port. The two glass pieces are then brought together to form the cell structure shown in
Fig. 4-2, with the GLAD film “sandwiched” in between the glass plates. Normally when
fabricating LC cells, spacers such as microspheres are used to control the cell gap. For
GLAD/LC cells, spacers are not necessary as the GLAD film itself serves to regulate the
cell gap. The two substrates which form the cell are offset slightly to facilitate contact to
the ITO electrodes. This was the reason that the one edge of the film sample was masked

during film deposition. After filling, the fill port is sealed with UV curing cpoxy.

4.2.3 Cell filling

The main two types of liquid crystals used were the (non-chiral) nematics E7 and ZL14792
(Merck?). Some key properties of these LCs are given in Table 4-3 below. To fill the film
with LC, the cell is suspended with the fill port facing down in a vacuum oven which is
heated above the isotropic clearing temperature of the LCA. Temperatures of approximately
70°C when filling with E7, and 100°C when filling with ZLI4792 are used. The oven is
evacuated with a small rotary vacuum pump. The cell is then dipped into a small pool of
the LC which fills the cell by capillary action. The filling process takes between 10 and 30
minutes on average, depending on the sample. After the cell is filled, it is removed from

the vacuum oven and its fill port is sealed off with UV-cure epoxy.

4. Merck KGaA (Darmstadt, Germany).

5. Exposure of the LCs to high temperature for extended periods of time was minimised as high
temperatures tend to drive off the more volatile (generally, lower molar mass) components of the
LCs (both LC types used here are mixtures).
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Figure 4-2: LC switching cell fabrication

A GLAD film is deposited on an ITO-coated glass substrate. A second ITO/glass
substrate is used to “sandwich” the GLAD film. UV-cure epoxy is used to seal the
edges of the structure, leaving a small port for LC filling. The glass substrates are
offset slightly to facilitate electrical contact to the ITO electrodes

Table 4-3: Properties of liquid crystals used

Property / LC type E7 ZL14792
Ordinary index, ,,08 1.5216 1.4794
Extraordinary index, n, 1.7462 1.5763
Birefringence. An +0.2246 | +0.0969
Dielectric anisotropy, Ae/e, (at | kHz) +14.5 +5.2
Clearing point, T\ [°C] 60.5 92

a. Refractive indices given at 2 = 577 nm and 20°C (room tempera-
ture) for E7; 2 = 589 nmand 20°C for ZL14792 .
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4.2.4 Inspection

After filling the cells with LC, they are inspected visually. As mentioned earlier, unfilled
GLAD films exhibit substantial diffuse scattering resulting in low transmission. These
films, especially thicker samples, would be described as translucent more than transparent.
Filling the film with either an isotropic index matching fluid (described later) or LC signif-
icantly reduces the scattering and results in a clear cell. This is due to the reduced index
mismatch between the film (typically n ~ 1.4) and void (typically n ~ 1.0, i.e. air) materials.

The visible change in scattering can be used to track the progress of LC filling.

Cell samples can be inspected by viewing them between crossed polarisers or under a po-
larising microscope. A polarising microscope is an optical microscope fitted with polari-
sation optics. Generally the sample will be placed between crossed polarisers on a rotating
stage. The polarisers and stage can all be rotated and devices such as a tilting compensator
can be inserted and used to estimate birefringence of a sample. With the polarisers crossed
and no sample present, all that is seen is a dark field. Depending on the orientation of the
LC molecules, LC cells can exhibit some stunningly beautiful colour patterns. The polar-
ising microscope also makes defects arising from problems with cell fabrication stand out

clearly.

4.2.5 Surface treatment of substrates

Two problems were observed in the first generation of switching cells fabricated. These
were the presence of a multi-domain LC texture and the presence of flow patterns. In many
of the first-generation cells fabricated, a multi-domain LC texture can be observed through
the polarising microscope. This appears as a speckled, multi-colour texture. Domain
boundaries in LC form because of discontinuities in the LC alignment between adjacent re-
gions. Domain formation in LCs is similar to that observed in magnetic materials. One
might also describe this multi-domain LC texture seen in GLAD/LC cells as being some-
what analagous to “amorphous” in materials crystallography definitions. A multi-domain
texture is in general undesireable as it indicates orientation disorder in the LC. Ideally, a

single domain, or “single crystal” would be desired.
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A second problem was the presence of flow patterns. Flow patterns resulting from the LC
filling process, described in the foregoing sections, were also sometimes observed in the
cells after filling. These patterns, which resemble a rippled surface of lines or tracks, sug-
gest the LC is inhomogenous across the cell. The flow patterns were also found to persist
even after electro-optic switching of the LC (cycling the cell between unaddressed and ad-
dressed modes by applying and removing a driving voltage) or heating the cell to above the

isotropic clearing point and allowing it to cool back down to room temperature.

To combat these problems, one technique used was pre-treatment of counter-electrode us-
ing polyimides or other surfactants. These may be used to induce either a planar or home-
otropic alignment of the LC at the counter-electrode surface. Optimer AL1051 Display
Material was used for planar alignment, while Nissan Sunever 7511L polyimide varnish
was used for homeotropic alignment. The use of lecithine (3-sn-phophatidyicholine), a nat-

ural homeotropic surfactant found in egg yolk, was also briefly investigated.

While the primary objective of the cell construction described earlier is to fabricate a struc-
ture which permits application of an electric field across the film for switching the LC, the
switching cell brings several other benefits as well. In conjunction with the substrate sur-
face treatments here, a known LC orientation can be produced at the surface of the counter-
electrode, thereby minimising difficulties in having to separate optical effects of the
GLAD/LC hybrid proper and a layer of LC resting on the surface of the film. Additionally,

the cell structure also provides mechanical and environmental protection for the composite
film.

The motivation for surface treatment of the counter-electrode is that it produces a known
orientation of the LC. Surface treatment is not limited to the counter-electrode, however,
and could be applied to the GLAD film to modify the surface properties of the film which
in turn may have an effect on LC-to-film surface anchoring. In this case, polyimides might
be applied by using a dilute solution and then driving off the solvent. Another possiblity is

to apply a gaseous phase surfactant such as silane.
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While some experiments were conducted to study the effects of various substrate and film
surface treatment, there was not sufficient data to provide conclusive results or compari-
sons between different surface treatment methodologies. For the majority of cases, the
counter electrodes were treated with homeotropic polyimide surfactants as this tended to
result in the fewest occurances of LC flow patterns. Treatment with surfactants (including

treatment of the GLAD film) is under further investigation.

4.2.6 Optical measurements

Optical measurements were performed on the films without LC and on cells made from the
films after filling with LC. Measurements of the relative transmission (%7) for LCP and
RCP and measurements of optical rotation dispersion were performed and the spectral data
analysed. The experimental setup for measurement of LCP/RCP transmission and of ORD

were described in the previous chapter. (See “Measurements of GLAD films™ on p. 49.)

4.3 Results - Enhancement of optical properties

4.3.1 Effect of addition of an isotropic index matching fluid

CD/ORD measurements on unfilled GLAD films were presented in Chapter 3 and show
that the chiral GLAD film on its own exhibits mecasureable chiral optical activity. A peak
transmission difference between LCP and RCP on the order of a few percent was observed.
The measurements verify the current understanding that the chiral optical activity in GLAD
films arises from the structural chirality and index difference between the film material and
void material (assumed to be air for unfilled films). It follows that a reduction of the index
difference would diminish the chiral optical properties, and further, that a perfect index

match would fully extinguish the chiral optical properties.

To test this hypothesis, a small piece of the film shown in Fig. 3-8 (measured earlier in
Chapter 3—see Fig. 3-9) was filled with an index matching impregnate and the measure-
ments repeated. The film, made from SiO,, was assumed to have a refractive index of n =
1.458 = 1.46. Carbon tetrachloride (CCly, n = 1.459) was used at first as it would have been

a nearly perfect index match. Unfortunately, the CCly was found to be too volatile and
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evaporated very quickly. A second attempt at dctermining the effect of the addition of an
index matching fluid was more successful. A mixture of toluene (C;Hg, n = 1.496) and eth-
anol (n = 1.361) was prepared with the proportions such that the refractive index of the mix-
ture would be close to that of the film. A refractometer was used to measure the index of
the mixture. While not as volatile as the carbon tetrachloride, the toluene/ethanol mixture

also tended to evaporate easily, but sufficed for this experiment.

Addition of the index matching fluid to the film was found to reduce the transmission dif-
ference between LCP and RCP, verifying the prediction of suppression of the chiral optical
properties upon filling the voids of the GLAD film with an index matching medium. The
residual transmission difference indicates that the index match was not perfect. This exper-
iment also supports the postulate that the magnitude of the index difference (circular bire-

fringence) controls the strength of the optical response.

100 1 ~ae 10T
fiilm + index matching fluid —_—
_ 80 * film
£ g 5
g 60 1 §
(]
2 =
E 40 | :6 ] /
0 . 0
c 0
s g
=20 1 RCP = film + index matching fluid
4 —— LCP
0 v -5
300 400 500 600 700 800 300 400 500 600 700 900
(a) Wavelength [nm] (b) Wavelength [nm)

Figure 4-3: LCP/RCP transmission measurements for a SiO, helical film
Measurements were taken on the tilm alone and when the film was filled with an

approximate index matching tluid. (a) ®7 measurements for LCP and RCP. (b)
Transmission ditference spectra (RCP — LCP).

4.3.2 Effect of addition of LC

LCP and RCP transmission was measured for a chiral GLAD film before and after filling
(Fig. 4-4). The film, sample C, without embedded LC (*‘film alone™) exhibits low trans-
mission due to the diffuse scattering of the porous GLAD film. After filling the film with
ZL1 4792 LC, the overall transmission is higher, with peak transmission increasing from

40% to 55%. This improvement in transmission is consistent with visual observations of
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Figure 4-4: Effect of addition of LC
(a) Measurements of LCP and RCP transmission. (b) Difference spectra normal-
ised to the uncoupled polarization. (¢) Measurements on a test cell with LC only.
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Also shown is the difference spectra (%7 cp — %7Tgcp) normalised to the transmission of
the uncoupled polarisation (LCP in this case). As the film is nght-handed, LCP (the non-
coupled polarisation) is expected to have higher transmission than RCP. Before filling, the
film exhibits a peak difference of 7% at 710 nm; after filling, this peak difference increases
to 11% but the peak shifts to 450 nm. Addition of the LC (“film + ZLI 4792") yields both
higher overall transmission and an enhancement in the transmission difference. The en-
hancement of the chiral optic response indicates that the film acts as an alignment structure

for the LC and induces an alignment similar to a chiral nematic phase.

For comparison, a test cell containing ZL1 4792 LC only (no GLAD film) was constructed
and LCP/RCP measurements of this cell were taken and are shown in Fig. 4-4(c). The sub-
strate surfaces for this cell were coated with a surfactant which produces homeotropic (per-
pendicular) alignment of the LC molecules at the substrates. The cell spacing was control-
led through the use of 4.2 um diameter microsphere spacers (the same technique is used for
standard LCD cell fabrication). The transmission data shows a high peak transmission
(>80%), however, because the test cell structure is fundamentally different than that of cells
based on sample C (the measurements shown in Fig. 4-4(a) and (b)), a direct comparison
between the raw transmission values is not necessarily valid (hence they were graphed sep-
arately). Of particular significance, however, is the lack of transmission difference between
LCP and RCP. While it produces what seems like a simple result, this measurement is
nonetheless important in showing that the LC alone, in the absence of the chiral GLAD
structure, does not produce a transmission difference between left- and right-handed circu-

lar polarisations.

The same LCP/RCP measurements were also performed on sample T, a MgF, LH helical
film first without LC and then with ZL14792 and E7 LCs. Fig. 4-5(a) shows the %7 spectra
for LCP/RCP while Fig. 4-5(b) shows the transmission difference spectra. As consistent
with the sample being LH, the LCP transmission is exhibits a “dip” in the active wavelength
range of the film. For this film, addition of ZLI4792 produced almost no noticeable en-
hancement of the transmission difference. Addition of E7, on the other hand, produced an

approximate three-fold increase in the transmission difference and a shift of the peak trans-
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mission difference toward the red end of the spectrum (a “red-shift”). Even more interest-
ing, however, is the presence of a second peak at the blue end of the spectrum (near 360
nm). No explanation can be given at this time, and clearly further study needs to be done

to explain some of the behaviour observed.
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Figure 4-5: LCP/RCP transmission measurements for a MgF» helical film
(a) %T measurements tor LCP and RCP. (b) Transmission difference spectra
(RCP - LCP).

The enhanced circular dichroism (i.e. the larger transmission difference between the uncou-
pled and coupled polarisations) suggests that a quasi-chiral nematic phase is induced in the
LC by the presence of the chiral GLAD “backbone” [96]. The LC molecules tend to align
into a phase which minimizes potential energy. The effect of the chiral GLAD film is sim-

ilar to that produced by the addition of chiral dopants to achiral nematic LCs.

4.3.3 Effect of film handedness

As a simple demonstration, LCP and RCP transmission was measured for the enantiomeric
(opposite handedness) pair of samples, G and H (Fig. 4-6), after filling the cells with ZLI
4792 LC. The films each had 11.1 turns and pitch p ~ 450 nm (within 5% error). The RH
film, sample G, was expected to show higher LCP than RCP transmission, whereas the op-
posite was expected from the LH film, sample H. Fig. 4-7 below shows the difference spec-
tra (LCP — RCP) for the two cells. The spectra were normalized to the uncoupled polari-
zation (LCP for sample G and RCP for sample H). The maximum normalized circular

polarized transmission difference for sample G was 8% at 560 nm, while that of sample H
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was -6% at 480 nm. The small discrepancies in the wavelength at vhich the peak response
is seen and in the magnitude of the peak response are most likely because the two samples

are not a perfect enantiomeric pair.
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Figure 4-6: Enantiomeric pair of GLAD thin films
(a) Right-handed (sample G) and (b) left-handed (sample H) versions of SiO, films
with 11.1 turns and pitch p ~ 450 nm.
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Figure 4-7: Effects of handedness
Difterence spectra for circularly polarized transmission measurements on a pair of
samples with similar geometries, but opposite handedness.

4.3.4 Effect of film pitch
LCP and RCP transmission difference measurements were performed on a set of SiO, films
before and after filling with ZL14792. The wavelength at which peak (normalized) trans-

mission difference occurred was determined from the measured spectra and the results are
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summarized in Table 4-4 below.

Table 4-4: Peak LCP/RCP transmission difference wavelength for SiO, films

).pﬂk (nm)
Sample | Pitch (nm)
(without LC) | (with LC)
C 290 710 440
G 450 720 620
K 527 1000 730

The peak wavelength plotted as a function of helical pitch is shown in Fig. 4-8. Best fit
lines were determined by linear regression to determine the slope. In keeping with the re-
lation A, = n.p, the best fit line was forced through the origin. The slope would then
represent, according to this relation, the effective index of refraction. For the unfilled films,
the best fit line has equation 2., = 1.87p; while for the filled films, the best fit line is given
by ~peak = 1.40p. The data for the LC-films is inconclusive but suggests that the effective

index of refraction increases after filling the films with LC.
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Figure 4-8: Effect of helical pitch
Wavelength at which peak circularly polarised transmission difference occurs ver-

sus helical pitch for a set of SiO, GLAD tilms before and after filling with ZL14792
LC.
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Measurements of optical rotation were also performed on the films. 7he rotatory dispersion
(see also “Optical activity” on p. 45) of sample C is shown below in Fig. 4-9 before and
after filling with ZLI1 4792 liquid crystal. The unfilled film exhibits a peak of -4° rotation

at/ ~450 nm.
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Figure 4-9: Rotatory dispersion
ORD for a SiO, film (a) before filling with LC; (b) atter filling with ZL14792.

4.3.5 Optical rotatory dispersion measurements

Rotation measurements were also performed in collaboration with colleague S. R. Kennedy
on sets of MgF5, SiO,, and Al,O; films. These sets of films were all deposited at a = 85°
with pitch p ~ 450 nm. The number of turns was the experimental variable. The results for
measurements on the films without LC and after filling with ZL14792 are summarised be-

low. Table 4-5 outlines the rotation versus number of turns for the films of each material.
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Table 4-6 lists the rotation per unit length (°/um) for the films in each set.

Table 4-5: Maximum rotation versus number of turns

Maximum rotation (°)
Material | Sample | Number of turns
without LC | with ZL14792
D 5.0 1.5 3.0
_ E 7.0 20 7.5
Sl02
F 9.0 22 8.0
H 11.1 4.0
P 5.0 0.25 -0.25
MgF, Q 8.0 0.75 -1.50
R 11.7 1.00 -14.00
6.0 2.0 -5.0
8.2 3.0 -5.5
Al,O4
10.0 3.5 -6.0
12.0 4.5 -10.0

Normally, the sign convention used for optical rotation is determined by the absolute direc-
tion of rotation with a clockwise rotation (looking back at the light source) taken as positive
and called dextrorotatory; counter-clockwise is negative rotation or levorotatory. (See also
“Optical activity” on p. 45.) In general, a LH chiral medium is dextrorotatory and a RH
medium, levorotatory. For the analysis in this section, a different sign convention was used
to accommodate the mixture of LH and RH samples in the sets of films. Optical rotation
in the “expected” direction (i.e. CW rotation for a LH medium, CCW for a RH medium)
was taken as positive in this sign convention. Rotation in the opposite sense to what is ex-

pected was taken as negative.
The rotation data in Table 4-5 is also plotted in Fig. 4-10 below. For the three sets of films,

the rotation was generally found to be, as expected, an increasing direct linear function of

the number of turns. The slope of the linear best fit lines are what appear in Table 4-6. (The
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Figure 4-10: Maximum optical rotation for films before and after adding LC
For clarity, the data is plotted on separate sets of axes but is plotted at the same scale
to facilitate comparison. (a) SiO; films (b) MgF, films (¢) Al;O;3 films.

intercept was set to zero since a tilm of zero turns is equivalent to having no tilm present
which results in zero rotation). For the unfilled films, there is also an increasing relation-
ship between the maximum rotation per um and the bulk index of the material. This result

is also expected and is consistent with the theory presented in Chapter 3.

After the addition of the ZL14792 LC to the films, several important observations were

made. First the, the magnitude of optical activity increased for all cases which again lends
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Table 4-6: Maximum rotation per um before and after adding LC

Maximum rotation (°/um)
Matenal®
without LC | with ZLI14792
MgF, (n=1.38) 0.16 -0.96
SiO, (n = 1.47) 0.67 1.34
AlL,O3 (n = 1.66) 1.05 -2.30

a. This data trom S. R. Kennedy et al. {100]

support to the notion that the presence of the chiral GLAD film induces some sort of chiral
nematic-like alignhment in the LC. The increase in chiral optical response in the form of
optical rotation is consistent with the earlier results for LCP/RCP transmission difference

increasing after addition of LCs.

Interestingly, though, MgF, and Al,O; films with embedded LCs exhibited a reversal of
sign for the polarisation rotation, mcaning that the plane of polarisation rotates in the op-
posite sense for the GLAD/LC composite film compared to rotation exhibited by the
GLAD film zlone. Furthermore, this very unexpected phenomenon was not observed for
Si0O,. In intial experiments, only MgF5 and SiO, films had been studied, and given that
MgF 5, exhibited this rotation reversal while SiO did not, led to a preliminary hypothesis
that perhaps some sort of “inverse optics™ effect was occuring because MgF has a lower
index than the LCs involved whereas the index of SiO, is about the same as the indices of
the LCs used. However, since Al,O; has an even higher index and like MgF 5 exhibits this
rotation reversal effect, it means that there is some other explanation still. A trend of de-
creasing rotation with wavelength was seen which implies that the spectral range investi-
gated lies to the right of the resonance point and hence the change in direction could not
have been simply a wavelength shift to the opposite side of the resonance/critical wave-

length point. Further study is required to determine the origin of this phenomenon.

4.3.6 Effects of GLAD film structure

Up until this point, the optical measurements presented have all been for chiral GLAD films

with helical microstructure. Here, optical measurements for GLAD/LC cells with other
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chiral structures are presented.

A square “staircase” helical film is fabricated similarly to the usual standard smoothly bent
helix, but instead of using a continuous substrate rotation in ¢, a stepped rotation is used.
RCP/LCP transmission measurements were performed for sample U, a Al,O;5 square heli-
cal film shown in Fig. 4-11 below. The film measured was right-handed, with 15 turns at

pitchp =410 nm.

- ,-»-'«.'/ gdv"
(.. - ‘/

‘J’U e L
o d . -~ s
Tk S L fRTPEY L)
& J/,/ LS A e
IR L Y ’

PP APSY R R A

Figure 4-11: SEM of a square spiral helical GLAD film
This RH chiral tilm was grown by e-beam evaporation ot Al,O and has 15 turns
atpitch p = 410 nm.

Measurements were performed on the film without LCs and for a cell constructed from this
film after addition of ZL1 4792. Fig. 4-12(a) shows the %7 spectra for LCP and RCP for
the film before (“film™) and after addition of ZLI 4792 (“film + ZL14792"); Fig. 4-12(b)
shows the difference spectra (%7 cp — %Tgcp)- The film alone has a peak transmission
difference of about 3% at 525 nm. Addition of ZL1 4792 increases the peak transmission
difference five-fold, to 15%, and causes a red-shift of the peak to 655 nm. One interesting
feature to note is the presence of what appear to be sidelobes on either side of the peak in
the difference spectra for the square spiral helical film. While it is surmised that a chiral
nematic-like phase is induced in the LCs for helical GLAD films, one might venture that
this square spiral structure induces some sort of chiral, smectic phase, in keeping with the

segmented structure of the columns.
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Figure 4-12: LCP/RCP transmission measurements for square helical film
Measurements were performed for a cell constructed from film in Fig. 4-11. (a)
%T measurements for tilm without LC and after addition ot ZL1 4792. (b) Trans-
mission difference spectra shows a tive-told increase atter addition of LC.

Measurements performed on the twisted ribbon chiral film shown in Fig. 2-9 (p. 36) unfor-
tunately gave inconclusive results and thus are not included here. One feasible explanation
is: first, that the film structure itself is not yet optimised and thus shows very little chiral
optical response on its own; and second, that the film is also too dense to allow for adequate

infiltration by LCs. Further work on optimising the twisted ribbon microstructure is re-

quired.

4.4 Electro-optical switching

At this point, it has been established that the chiral GLAD film exhibits chiral optical ac-
tivity including polarisation rotation and circular dichroism. When (achiral) nematic liquid
crystals are introduced into the film, the chiral optical activity is enhanced due to a reduc-
tion in scattering and, more importantly, that the nematic LC is aligned by the GLAD film
in some sort of chiral nematic-like texture. The results so far show that the GLAD film con-
trols the pitch and handedness of the chiral nematic phase induced in the LC. These results
in themselves are significant and useful, but to develop an active device, one needs to be
able to switch or actuate it. The LC component fits the bill perfectly. Moreover, the switch-
ing behaviour in a GLAD/LC device must be designed to do something “‘useful”. That de-

velopment is detailed here.
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What happens, then, when an electric field is applied across the cell? Because of the (pos-
itive) dielectric anisotropy of the LCs used, in the addressed state, the LCs will align par-
allel to the E-field, which is parallel to the helical axis of the GLAD film and perpendicular
to the cell plates (homeotropic alignment). An illustration of unaddressed and addressed

states in a GLAD/LC switching cell is shown in Fig. 4-13.

Figure 4-13: Electro-optic switching of LC component in GLAD/LC devices
When the cell is unaddressed (left), the LC is aligned by the presence of the chiral
GLAD medium in an orientation similar to that seen in a chiral nematic phase.
When the cell is addressed by application of an electric field (right), the LC mole-
cules align parallel to the electric field.

In the addressed mode, light transmitted through the cell along the helical axis (and now
parallel to the LC) will “see” the ordinary refractive index n, of the LC. If n, is chosen to
index match with that of the GLAD film, then in addressed mode, the GLAD/LC cell ap-
pears to be a homogeneous medium of index n = n, = ng;,. Consequently, the chiral optical

response is expected to vanish in addressed mode.

LCP/RCP transmission measurements were performed on a switching cell fabricated from
sample S. This film, which is shown in Fig. 4-14(a), is left-handed with 10 turns and has a
deliberately introduced gradient in the pitch from 500 nm at the substrate to 350 nm at the
top of the film. Pitch gradation is one technique used to broaden the reflection band with
CLCs [97). The GLAD/LC switching cell fabricated from this film was embedded with E7
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LC. Circular polarised transmission measurements were performed on this cell in ad-
dressed and unaddressed modes (Fig. 4-14(b)). In the unaddressed state (no voltage ap-
plied), enhanced circular dichroism as compared to the unfilled film is observed (‘‘unad-
dressed” versus “unfilled film™). When the cell was addressed by the application of a 200
V (peak-to-peak), 1 kHz signal, all transmission difference between LCP and RCP van-
ished (“addressed’). As described above, in addressed mode, the electric field causes the
LC molecules to change their alignment from the quasi-chiral nematic phase to orient par-
allel to the field. Transmitted light through the cell thus “sees” the ordinary index of the
LC, n, (1.52 for E7), which is an approximate index match for the GLAD film material (in
this case SiO,, n = 1.47), causing the chiral nature of the film to be effectively cancelled
and resulting in the loss of circular polarization transmission difference. When the electric

field was removed, the cell reverted to its unaddressed state [98. 99].
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Figure 4-14: Measurement of electro-optic switching in a GLAD/LC cell

(a) Switching cell was fabricated from this LH, SiO, film. (b) Measurement of
transmission difference in unaddressed and addressed modes. In the unaddressed
mode, the cell exhibits enhanced chiral optical response compared to the tilm alone
without LC. In addressed state, the transmission difterence vanishes. This figure
is from Sit er ul. [98].

4.4.1 Switching characteristic

An Autronic display measurement system® at Philips Research Laboratories was used to

6. Autronic-MELCHERS GmbH, Germany. Website: www.autronic-melchers.de
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perform a few additional tests to characterise the switching chacteristics of the cell. The
Autronic system is highly flexible and well suited for chacterisation of flat panel displays.
The device under test is placed on a translating (x, v) and rotating (¢) stage above which is
mounted the photodetector on a tilting arm which permits measurements from any polar an-
gle (0) (for chacterisation of viewing angle in LCDs). The sample can be illuminated from
above or below the stage, thus permitting reflection and transmission measurements. Using
the computer interface, the system also allows for spectrometric (wavelength) and electro-

optic (for example, intensity versus driving voltage).

Using the Autronic system, the switching characteristic was measured for a cell constructed
from the SiO, film shown in Fig. 3-6 (p. 53). For these measurements the cell was placed
between crossed polarisers and illuminated from below. In the unaddressed mode, optical
activity and scattering produces transmission of light. However, addressing the cell elimi-
nates the chiral optical activity as described in the previous section and the crossed polar-

isers block all light transmission.

The transmission for this sample was measured at various values for the driving voltage ap-
plied to the cell. The transmission spectra are shown below in Fig. 4-15. As the voltage is
increased, the LC begins to align to the applied E-field, extinguishing the chiral optic ac-

tivity, and the light becomes blocked by the polarisers.

The overall luminance as a function of driving voltage is shown in Fig. 4-16. Again, the
cell was placed between crossed polarisers and the transmission as a function of driving
voltage was measured. This graph corresponds approximately to taking a vertical slice of
the graph shown in Fig. 4-15. The switching characteristic shown in Fig. 4-16 shows a

smooth transition from “off” to “on” states rather than any sort of “threshold” effect.

4.4.2 Switching speed
The Autronic system was also used to chacterise the time-domain switching characteristics
of a GLAD-LC cell. The initial results obtained were not remarkable and hence are not in-

cluded here, but did show a response time in the tens of microseconds which is similar to
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Figure 4-15: Transmission spectra for a GLAD/LC cell versus driving voltage
The cell was fabricated tfrom the film shown in Fig. 3-6 (p. 53). Transmission was
measured for the cell placed between crossed polarisers.
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Figure 4-16: Luminance versus cell driving voltage

This measurement was made in the same configuration as above. The luminance
(overall transmission) was measured as a function of driving voltage. No “thresh-
old” is present in this switching characteristc. “Relative luminance™ is a simple
scaling of the luminance curve to 100%.

that seen in standard LC cells, and are therefore neither significantly better nor worse than

regular LCDs. Further switching speed tests are required for more conclusive data.
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4.5 Discussion

4.5.1 Summary of results

The addition of LCs to chiral GLAD films was generally found to enhance the chiral optical
response compared to that exhibited by the film on its own. Pitch and handedness of the
induced LC orientation, and hence the spectral properties of the optical response, were
shown to be largely controlled by the microstructure of the GLAD film which is in turn de-

termined by substrate motion during the deposition process.

The effects on optical rotation were also studied for three different matenals and resulted
in several important observations. The magnitude of the rotation was found to increase af-
ter addition of LCs, as compared to that observed in GLAD films without LC. However,
for MgF, and Al,O3, the sign of the rotation also reversed. This behaviour was unexpected

and was not seen, in contrast, in films made of SiO,.

Measurements of the chiral optical response on non-helical chiral GLAD films such as the
square spiral structure demonstrates the flexibility of GLAD in its ability to fabricate these
microstructures and lends emphasis to the basic principle underlying GLAD/LC hybrid ma-

terials—the GLAD film structure controls the orientation of the LC.

One parameter of GLAD films that has not been investigated directly by the author for its
effect on the optical properties is that of deposition angle a. (Recall that all other conditions
being equal, a is the primary determinant of the porosity of a GLAD film.) Studies led by
colleague S. R. Kennedy on the effect of varying a in the range of 83 to 86° [100] have
shown that the more open, porous structure produced by higher flux incidence angles is
conducive to stronger optical rotation in the unfilled films. Additionally, it was found that
the higher porosity is even more important for LC-filled films. The explanation for this ob-
servation is that the increased porosity allows for larger amounts of LC to be incorporated

into the film (per unit volume).

Switching of the LC component in GLAD/LC composite optical devices has been demon-
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strated. Through proper design of index matching between n, of the LC and ngy,,, the chi-
ral optical response in a GLAD/LC may be “turned off”’ by addressing the cell. Preliminary
characterisation of switching behaviour reveals that GLAD/LC switching characteristics

are reasonably similar to those of standard LC technology.

4.5.2 Evaluation of GLAD/LC technology
The mamiage of LC and GLAD chiral optics to produce composite optical materials and
devices has so far yielded encouraging results. A brief comparison of the three technolo-

gies, LC optics, GLAD optics (sans LC), and GLAD/LC hybrid optics is presented in Table

4-7.
Table 4-7: Comparison of LC, GLAD, and hybrid GLAD/LC technologies
Liquid crystals GLAD film GLAD/LC hybrid
Spectral Helical pitch/hand- Pitch/handness of Pitch/handedness of
properties edness in chiral film structure. GLAD film *“back-
controlled by: | nematic phase. May | Determined during bone™.
be influenced by chi- | deposition. “Exotic” | Dynamic control
ral dopants. Possibil- | structures possible. possible?
ity for dynamic
control.
Optical Strong Weak, scattering Strong
performance
Device Generally sealed into | Porous films deli- Uses cell structure.
stability cell structures. cate and subject to
environmental
effects.
Switchability Yes, inherent to LCs. | No. Yes, because of LC.

Taken individually, it would seem that chiral optics based on LC technology would better
that based on GLAD in almost every aspect of comparison. LCs have a known, strong op-
tical response and are inherently switchable. GLAD is an unproven technology in compar-
ison and its optical response tends to be stifled by substantial diffuse scattering. However,
one key advantage in favour of GLAD is its ability to control the columnar microstructure

of the films precisely. While describing GLAD as allowing “completely arbitrary control”
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over column shape may seem a bit crude, it is an accurate description of just how much con-
trol one has over film microstructure. Stacked layers of different pitch and/or handedness
and pitch gradients are all easily accomplished with GLAD but very difficult to do with LC
technology. The promise of GLAD/LC technology thus lies with the ability of the GLAD

“*backbone” structure to control the LC orientation.

At present, GLAD/LC technology has been demonstrated with very encouraging initial re-
sults. By themselves, porous chiral GLAD films exhibit low overall transmission due to
scattering. Their intrinsic chiral optical activity is likewise fairly weak, with peak optical
rotation on the order of 0.2 to 1.0°/um and peak transmission difference typically between
2to 5%. Addition of liquid crystalline materials to the GLAD films results in improvement
in all these areas. Overall transmission increases due to decreased light scattering while
peak optical rotation and peak transmission difference (between LCP and RCP) were
shown to improve two- to five-fold as compared to the performance of the GLAD films
without LC. Given that a test cell containing only the LC exhibited no chiral optical activ-
ity, the data from optical characterisation of GLAD/LC hybrids supports the hypothesis that
there is an interaction between the GLAD film and LC components wherein the chiral film

induces chiral orientation of the LC molecules to result in accentuated chiral optical activ-

ity.

LC technology currently in use and in development still has significantly stronger perform-
ance characteristics than GLAD/LC hybrids at this juncture. Peak optical rotation and
RCP/LCP transmission difference in LC cells is typically on the order of 5 to 10 times bet-
ter than the initial results for GLAD/LC seen here. Although much further work is required
to improve the performance of GLAD/LC materials, the initial demonstration of this tech-

nology is very promising.
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Chapter 5
Summary and conclusions

S.1 Summary of this thesis

This thesis presents the work concerning the union of porous, engineered thin fiims and lig-
uid crystalline materials. Using the specialised glancing angle deposition (GLAD) tech-
nique for thin film fabrication, porous thin films consisting of an easily controllable colum-
nar structure can be grown. The key to controlling properties in thin films is to control the
structure of the film and this in turn is controlled by the deposition process. Using GLAD,
the columnar microstructure may be made nearly any conceivable shape through careful
control of substrate motion during deposition. A wide range of materials including metals,
oxides, fluorides, and semiconductors have been demonstrated with GLAD. Recently, oth-
er researchers have even demonstrated GLAD-like techniques with the deposition of amor-

phous solid water [101].

Using some of the techniques presented in Chapter 2, the GLAD *‘toolbox” can be expand-
ed to extend the capabilities of this deposition technology. Sputter deposition widens the
range of materials accessible to GLAD. Advanced microstructural control techniques build
on the basics of GLAD substrate motion to permit a higher degree of control over the struc-
tural parameters of GLAD films. Decoupling of structural parameters allowing for near-
independent control gives another degree of freedom for GLAD and leads to new structures

such as the periodically bent nematic and twisted ribbon chiral.

GLAD optics were presented in Chapter 3. Certain classes of GLAD films, those with chi-
ral microstructures, exhibit unique optical properties including polarisation rotation and
circular Bragg reflection. A simplified electromagnetic model is used to explain these ef-
fects. Measurements show that the optical response is similar to that seen in chiral nematic
(cholesteric) liquid crystals (CLCs). However, the high porosity of GLAD films leads to
potential problems with environmental stability and furthermore contributes to a substan-

tial amount of scattering. While the initial simplified model facilitates a qualitative descrip-
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tion of the observed optical phenomena, more robust models (slow wave propagation and
helical antenna models were highlighted briefly) are required for a fuller understanding of
the optical response. Discussion of liquid crystals and LC displays sets the stage for the
central section of this thesis, the embedding of LC materials into GLAD films and the in-

vestigation of the resultant composite optical matenal.

When GLAD films are embedded with LC materials as described in Chapter 4, the LC mol-
ecules take on an orientation governed by the presence and shape of the GLAD film struc-
ture. Achiral nematic LCs embedded into chiral GLAD films become oriented in a chiral
nematic-like mesophase. Most importantly the GLAD/LC composites exhibit enhanced
optical properties (typically two- to five-fold enhancement) compared to those of the film
alone. Measurements presented show that the pitch and handedness of the film control the
spectral properties of the optical response of the GLAD/LC hybrid. Some surprising results
are also presented, including reversal of the sign of the chiral optical activity which was ob-
served after filling films with LC. These anomalous results, not explained by the current

theory and understanding, warrant further study.

Because of their electro-optic characteristics, the LC component in GLAD/LC composite
films may be switched by an electric field, yielding active devices based on these hybrid
materials. The construction of switching cells for GLAD/LC is described and experimental
considerations are discussed. In the unaddressed mode (with no voltage applied), GLAD/
LC cells exhibit the ehanced chiral optical properties mentioned earlier. In the addressed
mode, however, the LCs are oriented parallel to the clectric field, and, for sufficiently
matched refractive indices of the LC ordinary index (n,) and of the film (ngy,), the ad-
dressed GLAD/LC cell appears as a homogenous medium and thus extinguishes all chiral

optical activity.
To conclude this thesis, this chapter presents some ideas for future experiments that could

be undertaken with the twofold goals of improving the performance of GLAD/LC films and

of aiding scientific understanding of this composite material.
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5.2 Future experiments

This research project, studying GLAD thin film/liquid crystal composite materials has cer-
tainly generated no shortage of ideas for experiments. By bringing together GLAD and LC
technologies to produce a new composite material based on embedding LC matenials into
GLAD films, the number of parameters in the sample space is essentially doubled. One can
investigate the effect of manipulation of not only the many structural parameters of the
GLAD film backbone (such as density, pitch, or thickness), but also the many parameters
of the LC material (such as LC type, additives, or surface treatment). While having more
parameter “knobs” to turn gives the researcher more degrees of freedom, the situation is at
the same time far more challenging for the very same reason. One must map out the wide
range of possiblities and decide on what investigations to undertake. Doing so while main-
taining sight of the goal of the research is key to continued success. Some ideas for future

research directions are presented here.

5.2.1 GLAD films

Looking first at only the GLAD film component in GLAD/LC hybrids, reveals many op-
portunities for investigation. These possible future research directions include new struc-
tures, improvement on the deposition process, and seceded substrates (described briefly later

in this chapter).

One of the key features of the glancing angle deposition technique is that any arbitrary
structure can be created by the appropriate permutation of stacked layers of the four funda-
mental microstructure types as introduced in Chapter 1 (see “Basic forms” on p. 15). Struc-
tures possible but not yet fully investigated include: films with stacked layers of different
pitch and/or handedness, pitch gradients, and other structures such as the periodically bent
nematic (PBN) and the twisted nbbon. A film consisting of layers of two different pitches
might conceivably exhibit two reflection bands at different wavelengths. Pitch gradients
are known to broaden the reflection band in CLCs [97] and would be expected to do the
same for GLAD/LC hybrids. The results of optical characterisation on GLAD/LC films
based on different types of chiral GLAD microstructure types (helical, square staircase,

twisted ribbon) begs further investigation to determine if there is an optimum microstruc-
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ture type.

The PBN structure [38] (see “Column angle control: paused growth versus spinning
growth” on p. 26) consists of smoothly bent two-dimensional “*S™-shaped columns. PBNs
are two-dimensional analogues of the three-dimensional helix. Helical GLAD films are
chiral and hence have an optical response which depends on the circular polarisation of the
incoming light. That is, they can be described as sensitive to the circular polarisation of
incoming light. Helical GLAD films exhibit circular Bragg reflection when the wavelength
and pitch are comparable (scaled by the effective index of refraction). PBN:s, in contrast,
can be described as linearly polarisation sensitive and are expected to exhibit Bragg reflec-
tion, but only for the polarisation parallel to the plane of the **S”-shaped columns. (Theo-
retical analysis shows that the zig-zag microstructure will not exhibit Bragg phenomena
[102].) To test this hypothesis, PBN films should be grown and characterised. Further ex-
perimental steps can be taken, including embedding LC materials into PBN films and look-

ing for any enhancement of the Bragg reflection.

The twisted ribbon structure (first described in “Column cross-section shape control™ on p.
32) shows promise as a second type of chiral structure. In terms of LC alignment, the twist-
ed ribbon microstructure may actually resemble a chiral nematic phase more closely than
helical GLAD films which have a “wire spring” type of structure. Successive cross-sec-
tional slices of a twisted ribbon GLAD film look very similar to the stack of achiral nematic
sheets which make up the chiral nematic mesophase. (Recall the small rotation of the
nematic director between successive sheets.) At this point, there has been insufficient char-
acterisation of twisted ribbon films to draw any conclusions. The similarity in structure be-
tween twisted ribbon films and the chiral nematic mesophase suggests that further investi-

gation is in order.

One of the challenges with GLAD is to produce “clean” looking microstructures minimis-
ing film defects and achieving consistent film structures. Improved procedures and the in-
creased experience that comes with the natural maturation of GLAD technology will even-

tually solve many of these issues. Optimisation of the deposition process would also be
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