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Abstract 

The beneficial feature of the application of natural gas in the automotive industry is the lowest 

carbon content of any fossil fuel, which results in the lowest CO2 emissions. On the other hand, 

the concern of atmospheric pollution due to methane emissions from natural-gas vehicles (NGV) 

engines evokes the stringent regulations of vehicular pollution from NGVs, and specific 

considerations in designing the catalytic converters with expensive and scarce noble metal 

catalysts. Pd is conventionally used for the catalytic combustion of methane but its activity is 

inhibited by water, and a considerable work needs to be done to increase its stability. Adding a co-

metal like Pt in order to produce a bimetallic alloy catalyst or adding a metal-oxide promoter is 

desirable to stabilize the catalytic conversion. However, the chemical states of Pd in bimetallic 

catalysts is expected to be completely different from that of the mono Pd under the reaction 

conditions. Therefore, an in situ X-ray absorption spectroscopy (XAS) study can also be a viable 

investigation to shed light on the effect of Pt on Pd/PdOx distribution in bimetallic Pd-Pt catalysts 

under reaction conditions at low temperatures (200-550ºC) with or without the presence of water 

as a catalytic poison. Furthermore, loss of activity can be avoided by choosing a SnO2 promoter 

as a non-noble metal oxide support material with a low metal-oxygen bond. 

This thesis develops an understanding of the effect of the addition of Pt in bimetallic Pd-Pt/Al2O3 

catalysts and also the benefits of using SnO2 as a support for Pd-based catalysts encountering the 

effect of water in a low-temperature methane combustion reaction. 

The synthesis method of controlled-size nanoparticles via a colloidal solution technique and 

evaluating the effect of different synthesis parameters helps to control interactions between 

catalytic phases in bimetallic catalysts, and also assures the existence of intrinsic bimetallicity to 
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get desired activity and stability in order to study the structure-property relationship and 

understand not only the role of Pt as a secondary catalytic phase, but also SnO2 as a metal-oxide 

promoter in methane combustion reactions. Besides, in situ XAS studies demonstrate the effect of 

Pt on the state of the active Pd surface under low-temperature, dry and wet lean methane 

combustion conditions. Pt addition promotes Pd reduction even in a reactive oxidizing 

environment with a significantly lower activity in a dry condition as compared with the oxidized 

Pd. However, the presence of water leads to the increased fraction of metallic Pd due to the lack 

of surface oxygen, resulting in Pt atoms available for methane dissociation, which does not occur 

in the dry methane-lean feed in which oxygen poisons Pt. 

Evaluation of the effect of the Pd:Pt ratio on the stability of the bimetallic Pd-Pt/Al2O3 catalysts 

during and after 40-hour in-situ hydrothermal ageing at 400-550ºC with 5% water in a low-

temperature lean methane combustion revealed that the ratio of Pd/Pt had the governing effect, not 

the catalyst preparation method. The Pd:Pt 1:1 (atomic) ratio catalyst was found to provide the 

most optimal combination of activity and stability. Significant structural changes also occurred in-

situ regardless of the preparation method. 

Finally, as a potential replacement of Pt in catalytic converters for NGVs, the beneficial role of 

SnO2 as a metal oxide support was also studied. SnO2 enhanced the activity of PdO sites by 

providing oxygen, and overrode the Pt-promoting role in bimetallic Pd-Pt/Al2O3 catalysts. 
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Preface 

The literature review related to the present research work is in Chapter 1.  

Chapter 2 of the thesis has been submitted to the MethodsX journal as ñEffect of the solvent and 

metal precursor on the structure of PVP-protected Pd and Pt nanoparticlesò H. Nassiri, N. 

Semagina MethodsX (2017). Nanoparticles syntheses and TEM characterizations and analyses, 

manuscript preparation, and writing were all conducted by the author under the supervision and 

final approval of Dr. Natalia Semagina. 

Chapter 3 of the thesis has been published as ñPlatinum Inhibits Low-Temperature Dry Lean 

Methane Combustion via Palladium Reduction in Pd-Pt/Al2O3: An In Situ X-ray Absorption 

Study.ò H. Nassiri, K.-E. Lee, Y. Hu, R.E. Hayes, R.W.J. Scott, N. Semagina, ChemPhysChem. 

18 (2017) 238-244. The paper is reprinted with the permission of co-authors. The reaction setup 

for methane oxidation was originally designed and built by Dr. Long Wu and Dr. Robert E. Hayes. 

The lab view program to communicate with the reaction setup was written by Les Dean. The NAA 

analysis was performed by Dr. John Duke at the University of Alberta. The in situ EXAFS was 

performed by Dr. Kee-Eun Lee under the supervision of Dr. Yongfeng Hu at Canadian Light 

Source and Dr. Robert W.J. Scott at the University of Saskatchewan. Part of the ex situ EXAFS 

was performed by the author under the technical support of Dr. Ning Chen at Canadian Light 

Source and Dr. Robert W.J. Scott. EXAFS data modeling was done by Dr. Kee-Eun Lee and Dr. 

Robert W.J. Scott. The author performed all the syntheses, catalytic reactions, analyses and other 

characterizations. Manuscript preparation and writing were conducted by the author under the 

supervision and final approval of Dr. Natalia Semagina, Dr. Robert E. Hayes, and Dr. Robert W.J. 

Scott. 

Chapter 4 of the thesis has been published as ñWater shifts PdO-catalyzed lean methane 

combustion to Pt-catalyzed rich combustion in Pd-Pt catalysts: In situ X-ray absorption 

spectroscopy.ò H. Nassiri, K.-E. Lee, Y. Hu, R.E. Hayes, R.W.J. Scott, N. Semagina, J. Catal. 352 

(2017) 649-656. The paper is reprinted with the permission of co-authors. The reaction setup for 

methane oxidation was originally designed and built by Dr. Long Wu and Dr. Robert E. Hayes. 

The lab view program to communicate with the reaction setup was written by Les Dean. The NAA 

analysis was performed by Dr. John Duke at the University of Alberta. The in situ EXAFS was 
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performed by Dr. Kee-Eun Lee under the supervision of Dr. Yongfeng Hu at Canadian Light 

Source and Dr. Robert W.J. Scott at the University of Saskatchewan. Part of the ex situ EXAFS 

was performed by the author under the technical support of Dr. Ning Chen at the Canadian Light 
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Robert W.J. Scott. The author performed all the syntheses, catalytic reactions, analyses and other 

characterizations. The literature review and preparation of the first draft of the manuscript were 

conducted by the author. Dr. Natalia Semagina performed the final manuscript writing. The work 

is conducted under the supervision and final approval of Dr. Natalia Semagina, Dr. Robert E. 

Hayes, and Dr. Robert W.J. Scott. 

Chapter 5 of the thesis has been submitted to the Chemical Engineering Science journal as 

ñStability of Pd-Pt catalysts in low-temperature wet methane combustion: metal ratio and particle 

reconstructionò H. Nassiri, R.E. Hayes, N. Semagina, Chem. Eng. Sci. (2017). The reaction setup 

for methane oxidation was originally designed and built by Dr. Long Wu and Dr. Robert E. Hayes. 

The lab view program to communicate with the reaction setup was written by Les Dean. The NAA 

analysis was performed by Dr. John Duke at the University of Alberta. HRTEM and TEM-EDX 

mapping were performed by Dr. Peng Li and Dr. Jing Shen at the University of Alberta 

Nanofabrication and Characterization Facility (nanoFAB). The author performed all the syntheses, 

catalytic reactions, analyses and other characterizations. Manuscript preparation and writing were 

conducted by the author under the supervision and final approval of Dr. Natalia Semagina and Dr. 

Robert E. Hayes. 

Chapter 6 of the thesis is under submission as ñTin dioxide as a potential replacement of Pt in wet 
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Chapter 1. Introduction  

 

1.1 NGVôs emission control 

Dealing with a worldwide increase in energy demand has been a controversial issue over the past 

20 years. Natural gas, a mixture of methane (80-90%) and C2-C4 alkanes (5-15%), provides an 

attractive source of energy since it is in abundant supply on Earth but remains less exploited than 

petroleum [1]. In particular, the rapid production of shale gas in recent years has brought attention 

to the economy of natural gas. Natural gas is applicable in power plant combustors and the 

automotive industry. On the other hand, there is the concern of atmospheric pollution due to 

pollutants emission from combustion reaction. However, natural gas has the lowest carbon content 

of any fossil fuel, resulting in the lowest CO2 emissions when burned.  

Methane, the main component of natural gas, is the smallest hydrocarbon. It has high stability due 

to its tetrahedron shape, an almost spherical electron cloud, and weak polarization in the C-H 

bonds. The dissociation energy of the first CH3-H bond is comparably high [2], so high reaction 

temperatures are required to activate the molecule. Therefore, the abatement of unburned methane, 

which has 23 times more global-warming potential than CO2 from the combustion reaction, evokes 

the development of catalytic technologies for environmentally friendly processes [3]. 

The advantages of catalytic combustion in heat and power production make it a suitable alternative 

to conventional flame combustion: lower operating temperature, a complete oxidation reaction, 

stable combustion of lean fuel/air mixtures, no formation of thermal NOx, low levels of CO, and 

unburned hydrocarbons (UHC). Low-temperature catalytic combustion is used in the temperature 

range 300-500ºC. A typical scheme is as follows: Exhaust gases from the chemical processes are 

preheated in heat exchangers and then passed over a combustion catalyst. The heat generated is 

recovered fully and the clean exhaust gas is vented out. Another increasing application for low-

temperature catalytic combustion is abatement of gaseous emissions from natural gas vehicles 

(NGV), in which a compression ignition engine fuelled with natural gas is operated at lean 

conditions, improving the fuel efficiency meanwhile reducing the emissions of pollutants by 

passing the exiting gases through a catalytic converter in the exhaust [4]. Heat from combustion 

generated in the engine is transferred to the exhaust piping. Finally, a temperature is reached within 
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the catalyst that initiates the catalytic reactions. The light-off temperature and the reaction rate 

kinetically depend on the nature of the catalytic system. Catalytic deactivation with time due to 

the various factors causes the increase in the gaseous emissions and time to replace the catalytic 

converter. Use of catalytic converters to abate NOx emissions and oxidize UHC and CO in the 

engine exhausts is a regulatory framework to lower the environmental impact of greenhouse gases 

emissions.  

A catalytic converter has gone through many processes and a remarkable evolution for the past 30 

years. A granular ceramic bed had been used in early converters, with the gas passing between the 

packed spheres. Due to the difficulty of keeping the spheres in place, a ceramic or metallic 

monolith was used, which offers various advantages such as high conversion efficiencies at high 

gaseous throughput, smaller volumes, high volumetric flow rates, low back pressure and pressure 

drop, lower mass and greater ease of packaging, and good thermal shock resistance [5]. The 

monolith is a porous ceramic or metallic honeycomb structure consisting of a large number of 

parallel channels made of an inert substrate coating with a washcoat and active catalysts. The 

contact area between the catalytic layer and the reactant fluid inside the channels is very large, and 

the straight and parallel channels prevent obstruction of passing flow. The washcoat is a mixture 

of mainly alumina and gives a further irregular and larger surface area. The washcoat may also 

contain oxygen storage promoters and stabilizers. 

To prepare an active monolith, layer-by-layer deposition or dipping methods are used so that a 

layer of washcoat is first deposited on the ceramic or metal honeycomb substrate, and then catalysts 

are deposited on the washcoat. Or, the monolith is dipped into a washcoat and the metal catalyst 

componentsô slurry and the excess of the deposited material is removed using high-pressure air or 

by applying a vacuum, and then the monolith is calcined to obtain the finished catalyst. The 

monolithôs structure is comprised of many shapes, including square, triangular, hexagonal, and 

sinusoidal. The geometrical characteristics play a key role in distribution of temperature and 

reactant species throughout the device to determine the efficiency of the converter [5, 6]. The 

conversion efficiencies of a catalytic converter is strictly related to the Air to Fuel ratio (A/F), 

therefore, there should be an efficient control of the A/F by measuring the amount of air and fuel 

injection to get the optimum performance from the catalytic converter. In a gasoline or diesel 

engine, a higher A/F ratio than stoichiometry (fuel-lean condition) provides an excess amount of 
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oxygen and a lower level of CO and NOx, leaving the exhaust. On the other hand, a lower A/F 

ratio than stoichiometry (fuel-rich condition) provides a higher concentration of CO and UHC in 

the exhaust [7]. The methane emission difference should be considered in catalytic converters of 

NGVs as methane is emitted 40% more from NGV engines than from gasoline and diesel engines 

[8]. Therefore, a conventional catalytic converter is not efficient for meeting the stringent 

regulations of vehicular pollutions from NGVs. The high stability of methane to get oxidized and 

the high concentration of oxidation products like H2O that makes faster deactivation of the catalyst 

caused specific considerations when designing catalytic converters with expensive and rare noble 

metal catalysts. Two principal approaches for decreasing CH4 emissions from internal combustion 

engines are: 

1. Optimization of the combustion process by fuel or motor engine modification. 

2. Abatement of exhaust gas emissions by catalytic oxidation in a catalytic converter. 

This thesis is primarily concerned with the second approach: The design of catalysts for the 

oxidation of methane used in the exhaust of NGVs. 

 

1.2 Catalytic methane combustion 

Metal oxides and noble metals are used extensively as combustion catalysts. These catalysts can 

be either supported or unsupported. Supported catalysts are usually preferred because of much 

better utilization of the metal, which is present as small particles on the support surface. A large 

fraction of catalytic metal is at the surface, and the supported catalysts have much higher thermal 

stability. This support may also play a role in the oxidation reactions, providing oxygen storage 

capability. Conventional ɔ-Al 2O3 has been widely used as a support. Other than alumina, so many 

metal oxides, mixed-oxides support, and their combinations have been used, including ZrO2, TiO2, 

MgO, CeO2, Fe2O3, SiO2, SnO2, CuO, NiO, Mn3O4, etc. [9]. In general, an ideal catalyst for the 

catalytic combustion should have high and stable activity, high thermal stability, nontoxicity and 

high resistance to the poisons, and low cost. Unfortunately, no catalyst fulfills all of these 

characteristics. However, this list can be used to judge the performance of the catalysts and choose 

the appropriate catalyst for a specific application. Among the noble metals, Pd and its combination 

with Pt are used for the catalytic combustion of methane. The activity of these noble metals is 
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generally higher than that of metal oxide catalysts. The applications of other noble metals are 

limited for the purpose of the catalytic combustion because they have lower activity and oxidize 

more easily in comparison with Pd and Pt. 

 

1.3 Catalytic active phases 

Pd and Pt show different reactivity towards oxygen depending on the temperature and partial 

pressure of oxygen [9-14], metal support [12, 15], and nanoparticle size [10, 16]. Therefore, under 

the reaction conditions, in addition to metallic Pd and Pt, oxide species such as PdO, PdO2, PtO, 

PtO2, and Pt3O4 may be present [17-20]. At oxygen partial pressure of 21 kPa, Pd easily transforms 

to PdO at temperatures lower than 800ºC, however PtO2 (which is very unstable) can hardly be 

generated below 600ºC. Because of the greater stability of PdO in comparison with PtO2, PdO is 

generally known as the active phase in the case of Pd-based catalysts. In the case of Pt-based 

catalysts the active phase is metallic Pt. The activity of PdO is greater than that of Pt, which will 

result in higher conversions for the PdO catalyst in lean conditions. 

However, topics such as whether Pd or PdO are more active are still a matter of debate [21-26]. 

Loss of activity with formation of metallic Pd under reducing reaction conditions was reported by 

Farrauto et al. [21]. Grunwaldt et al. [27] observed higher activity with the pre-reduced Pd/ZrO2 

catalyst compared to the oxidized catalyst and also detected the presence of metallic Pd at 500-

550ºC by using in situ EXAFS. Below 500ºC, only the formation of Pd oxide was detected on a 

Pd/Al2O3 catalyst using an operando Raman study [28], which is consistent with thermodynamic 

expectations and the kinetic investigation of Pd/ZrO2 catalysts by Fujimoto et al. [25], who 

reported requirement of the coexistence of Pd-PdOx by a Mars-van Krevelen (MVK) mechanism 

for the reaction. Thus, knowledge of the required chemical state of Pd under reaction conditions 

which can be obtained through an in situ analysis like an in situ EXAFS is necessary to design an 

efficient and stable NGV combustion catalyst. 
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1.4 Inhibitory effect of water  

It should be noted that various parameters such as metal loading, precursorsô materials, preparation 

methods, promoters, support, and pretreatments can greatly affect the activity and performance of 

the noble-metal-combustion catalysts. Generally, the performance of Pt-based catalysts is more 

stable, and it is a relatively simple catalyst mainly because of the fact that its phase behavior is 

much simpler than a Pd-based catalyst, which undergoes complex phase transformations during 

the reaction, i.e. with changes in temperature [29-31]. Therefore, considerable work has been done 

on Pd to increase and stabilize its activity by changing the aforementioned parameters because 

deactivation of the catalyst with time on stream is an inevitable issue in catalytic reactions.  

In addition to mechanical factors like fouling, thermal and chemical factors are also responsible 

for deactivation of a catalyst. Volatilization of components, surface segregation and restructuring, 

alloying or de-alloying, sintering, coke formation, and adsorption of a catalytic poison species 

driven from thermal and chemical catalytic deactivation causes loss or blockage of catalyst active 

centers and/or change in the metal surface and catalyst structure [32, 33]. The catalytic poison 

species, which can be an impurity in the feed stream or a reactant, by-product, or product of the 

reaction, are adsorbed on the active sites and by blockage of the surface area of the catalyst 

inhibiting the reaction.  

Water as a product of the reaction is one of the most important catalytic poisons of the methane 

combustion reaction. The inhibitory effect of water, either in the feed stream or generated by the 

combustion reaction on Pd-based catalysts, has attracted many studies on methane combustion 

reactions [12, 34-43]. Water affects both activity and stability of the catalyst and the cause of 

inhibition has been suggested to be the formation of inactive hydroxyl groups on the catalytic 

surface, which block active PdO sites for methane dissociation. Fujimoto et al. [25] believe that 

adsorption-desorption of water would be as follows: 

2OH* ᵾ H2O (g) + O* + Ǐ*                 (1) 

Where Ǐ* is the active site.  

Therefore, the higher H2O concentration, the more hydroxyl groups block active sites and inhibit 

the reaction by deactivation of the catalyst. Although formation of inactive Pd(OH)2 has been 

accepted as a cause of deactivation by water, Ciuparu et al. [44] and Schwartz et al. [45] proposed 
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another deactivation mechanism by using in situ FTIR and isotopic labeling experiments to 

monitor formation of hydroxyl groups on the surface of the catalyst. They proposed that below 

450ºC, presence of water retards the catalytic activity by lowering the oxygen mobility on the 

support and therefore, causes dihydroxylation at the surface. Hence, higher oxygen mobility on 

the support results in less inhibition by water. Gholami et al. [43] summarized that the inhibition 

effect of water not only depends on H2O concentration, but also catalyst formulation, catalyst time-

on-stream history, and reaction temperature. It has indicated that the effect of water could be 

partially or completely reversible by removal of water from the feed stream or by an increase in 

temperature [31, 40, 41, 46]. However, the retarding effect is very negligible above 450ºC [13, 35, 

42-44]. Compared to the monometallic Pd catalyst, the activation loss of the Pd-Pt bimetallic 

catalyst is less severe in the presence of extra water in the feed because of the interaction between 

Pt and Pd and their synergistic effects [40, 46, 47]. Complete activity recovery upon removal of 

water is also another positive effect from the addition of a small amount of Pt to the Pd catalyst 

[40]. Therefore, adding a co-metal to produce a bimetallic alloy catalyst or as a promoter is 

desirable to stabilize the catalytic conversion [48]. 

 

1.5 Bimetallic Pd-Pt catalyst 

The beneficial addition of small amounts of Pt to a Pd system to increase low-temperature activity 

and also to improve the thermal durability [47, 49-51] is shown in the combustion of methane and 

also lower hydrocarbons like propane and propene [52]. The effect of Pt on the performance of Pd 

catalysts is still strongly debated and can be explained in terms of electronic and geometric effects, 

synergistic effect, and/or presence of mixed sites [48, 53]. Enhancement of catalytic activity and 

sintering stability by addition of Pt to a Pd catalyst has been shown in many studies [47, 48, 52, 

54-57]. However, some studies contradict each other in terms of activity enhancement or 

suppression [58-60], which is a common problem in catalysis over bimetallic catalysts, where 

different catalyst supports and preparation conditions result in different structure modes, chemical 

states of Pd and Pt and their distribution in the catalytic system, and therefore different catalytic 

behavior in methane combustion reactions [52]. Studies of different co-metals on bimetallic Pd 

catalysts with 5 wt.% metal loadings and constant molar amount of precious metals as a 1:1 ratio 

by Persson et al. [48] showed that Pt is the most promising metal for getting stable high activity, 
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as Pd and Pt are in close interaction and Pt forms an alloy with Pd. The formation of a spinel 

structure with the alumina support or formation of separate particles from Pd particles rather than 

formation of an alloy make other co-metals ineffective for the reaction [48] (Table 1.1). Therefore, 

alloy formation along with higher PdO content and lower formation of inactive hydroxyl groups 

from water production in the reaction are the reasons for having a more active and stable catalyst 

with Pt rather than other co-metals. Persson et al. [17] studied different ratios of 5 wt.% Pd-Pt 

bimetallic catalysts and showed that considering both good activity and stability, Pd-Pt 2:1 and 1:1 

ratios are the best compositions because of the close proximity of Pd and PdO particles in the 

alloys. Investigation of the water effect by in situ DRIFTS [40] on the aforementioned Pd-Pt 2:1 

and 1:1 revealed a lower concentration of hydroxyl groups on these two catalysts as the reason 

behind good stability in the reaction. 

A study of the ratiosô effect by Lapisardi et al. [47] on 2 wt.% Pd-Pt catalysts concluded good 

interaction between the two metals achieved by molar ratios of Pd/Pt higher than 2 which resulted 

in higher activity. Yamamoto et al. [54] found that the optimum ratio is Pd-Pt 3:1, which leads to 

a lower degree of sintering of Pd and PdO crystallites, and also causes the highest activity and 

stability. Recently, Goodman et al. [60] investigated the effect of different molar ratios of Pd-Pt 

synthesized through a controlled particle size route, showing a Pd-rich 4:1 catalyst with no 

deactivation after hydrothermal ageing (HTA) with 4.2% water in the feed. The reason was related 

to the close proximity of the Pd-Pt alloy with PdO segregation induced by HTA, which causes 

formation of active and stable methane combustion sites. 

The chemical states of Pd in bimetallic catalysts are expected to be completely different from those 

of the mono Pd under the reaction conditions. In bimetallic catalysts, the formation of the mixed-

oxide phases of PdxPt1-xOy was shown via DFT calculations by Dianat et al. [20]: The addition of 

Pt to Pd was suggested in order to stabilize the higher oxidation state of Pd. They also found that 

because of the charge transfer from Pd to Pt atoms, the oxygen-binding energy in the Pd-Pt 

catalysts is higher on Pd-rich surfaces [61]. An in situ EXAFS study could also be a viable 

investigation to shed light on the effect of Pt on Pd/PdOx distribution in bimetallic Pd-Pt catalysts 

under the reaction condition at low temperatures (200-550ºC) with or without the presence of water 

as a catalytic poison. 
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Table 1.1 Interaction of co-metals with Pd catalyst on alumina support. Reprinted from [48] 

with permission from Elsevier. 

Catalyst type 
Catalyst 

(Pd-M) 
Description of interaction  

PdO//MAl2O4/Al 2O3 

(Spinel formation with support) 

PdCo 20-40 nm PdO particles on cobalt spinel-alumina 

PdNi 20-40 nm PdO particles on nickle spinel-alumina 

PdO/MO//Al2O3 

(Formation of separate particles) 

PdRh 1-5 nm PdO particles and <2 nm Rh2O3 particles on alumina 

PdIr 80-600 nm PdO and 80-200 nm IrO2 crystals on alumina  

PdCu 34-50 nm PdO particles and 1-5 nm CuO particles on alumina  

PdAg 34-50 nm PdO particles and 1-5 nm Ag2O particles on alumina  

Pd-M//Al 2O3 

(Alloy formation) 

PdPt Pd-Pt alloy with particle size of 35 nm on alumina  

PdAu Pd-Au alloy with particle size of 190 nm on alumina  

 

1.6 Support material 

The performance of Pd-based catalysts is also strictly related to the nature of the support through 

Pd crystallite size and morphology [62-64], Pd dispersion on the support [65, 66], and Pd-support 

interaction effects [66-68]. Since the rate of catalytic deactivation, water inhibition effect through 

hydroxyl coverage on the surface [45], and kinetics of surface dihydroxylation [38] are strongly 

dependent on the nature of the support, loss of activity due to formation of inactive Pd(OH)2 and 

sintering of Pd particles may be avoided by choosing other types of support materials rather than 

adding an expensive and rare second noble metal like Pt. It is also reported that the oxygen 

adsorption property of Pd and stability of Pd oxide are influenced by the support materials [69]. 

Depending on the metal and oxide support, the so-called strong metal-support interaction (SMSI) 

is the specific reason occurring at the interface of active metal(s) and the support causing 

perturbation of the electronic and chemical interactions between metal(s) and support. The SMSI 

results in strong stabilization/destabilization of metal particles on the support or surface transport 

of adsorbates through the boundary by spillover or reverse spillover effects [70-73].  

The effect of different supports on the activity of precious metal catalysts should be investigated, 

as the particle size of a catalyst and the crystal phase of the support affects the core level-binding 

energy of Pd (Pd 3d5/2) and therefore, the catalytic activity and metal-support interactions [74]. 
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Alumina has been widely used as support for Pd catalysts in the methane combustion reaction. The 

catalytic performance of the Pd catalyst supported on various metal oxides (MOx; M = Al, Ga, In, 

Nb, Si, Sn, Ti, Y, Zr, Ni) was studied for the methane combustion reaction by a few research 

groups and the highest activity was achieved by Pd/Al2O3-36NiO and Pd/SnO2 [66, 75-81]. SnO2 

is an n-type oxide and is widely used in semiconductor and gas sensor technology [82-84]. It is 

also employed as a support of Pd and Pt catalysts in the CO oxidation reaction, as SnO2 is known 

to enhance catalytic performance in the combustion of CO because of the beneficial effect of CO 

spillover [65, 83, 85-88]. For the methane combustion reaction, Roth et al. [79] did not observe 

any beneficial effect to using SnO2 support for mono Pd, which could be the reason for using a 

chlorine-containing precursor for making a mono Pd catalyst, which is known to have a strong 

inhibitory effect. Widjaja et al. [66] tried making a mixed-oxides support of SnO2-MOx (M= Al, 

Ce, Fe, Mn, Ni, Zr) with a 1:1 ratio for 1 wt.% Pd catalyst, but it led to lower activity. They claimed 

the high exposure of Pd-active centers as a result of making egg-shell structures around SnO2 

fragments, the interaction of Pd and SnO2, the adsorption state of oxygen on Pd/SnO2, and the slow 

reduction rate of Pd on SnO2 as a result of SMSI were all reasons for the higher activity of Pd/SnO2 

which did not occur in the mixed-oxides structure. Eguchi et al. [76] and Kikuchi et al. [78] studied 

the water inhibition effect on Pd/SnO2 in which the activity dropped with increasing the water 

concentration from 0 to 20%, but Pd/SnO2 still kept a good T30% of 365ºC compared to Pd/Al2O3 

with a T30% of 510ºC at 20% water. On the other hand, Gholami [80] observed better performance 

with Pd/Al2O3 rather than Pd/SnO2 at higher temperatures than 550ºC because of the higher 

sintering of Pd particles on SnO2. 

 

1.7 Size-controlled nanoparticles and structure sensitivity 

Previous studies of heterogeneous catalysts were done using single-crystal metal catalysts in a high 

vacuum or with supported catalysts in real conditions. Because of the pressure and materials gaps 

the single-crystal studies are rarely transferable to reality [89]. On the other hand, the supported 

catalysts were prepared by a support impregnation with metal precursors followed by calcination 

and reduction steps in which the preparation conditions allowed altering the metal nanoparticle 

size, but precise control of a real structure and size was not achievable. Since bimetallic particles 

may form a random alloy, cluster-in-cluster, core/shell, and inverted core/shell structures (Figure 
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1.1) [90], electronic and geometric properties of the surface atoms will also be strongly affected 

by the structure mode. Such properties underlie the chemisorption strength and catalytic reaction 

mode of the participants. Thus, by changing precisely the atom position and its surroundings, one 

can control catalytic properties on an atomic level. Recent success in colloidal chemistry 

techniques allows for easy preparation of a desirable bimetallic particle [91, 92], and bridging the 

pressure and materials gap by providing well-defined real nanoparticles that can operate in real 

conditions. Intrinsic bimetallicity in making Pd-Pt bimetallic catalysts may not be obtained by the 

industrial way of making catalysts. 

    

random alloy cluster-in-cluster core/shell inverted core/shell 

Figure 1.1 Various Structures of bimetallic nanoparticles. Reprinted from [90] with 

permission from Taylor & Francis Group. 

Another issue in size-controlled metal nanoparticles in catalysis is the traditional concept, which 

believed that the decrease in nanoparticle size led to a higher surface-to-volume ratio and a higher 

reaction rate. But, there are numerous reactions which occur on quite large nanoparticles (> 3 nm) 

and these reactions have much higher rates and selectivities than on smaller particles [93]. The 

surface configuration is the reason for this phenomenon, i.e. the decrease of edge and vertice atoms 

compared to terrace atoms with the particle size increase (Figure 1.2) [94]. Such atoms possess 

different electronic and geometric properties, affecting the chemisorption strength and mode of 

reaction substrates. For example, if a reactant adsorbs too strongly on the edge atoms of 

nanoparticles and does not react, chemisorption on the terrace atoms favors the reaction then the 

reaction rates on larger particles with higher proportions of terrace atoms are higher [93].  

Therefore, with the size increase, the reactions demanding large ensembles of atoms as active sites 

are affected most. In methane combustion, increasing Pd nanoparticle size for particles <15 nm 

leads to a 65-fold increase in turnover frequency (TOF) with the Pd/ZrO2 catalyst [46], which has 

been attributed to the change in oxygen-binding energy. The linear increase in TOF also happened 
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with the size increase of Pd from 1 to 20 nm in another study with Pd/Al2O3 [95] and is not only 

attributed to the decreased Pd-O bond strength for larger particles, but also to the decreased 

negative influence of support by stabilization of small PdO particles against the redox 

transformation. A similar trend has been reported for Pt in one study [9], however, in another study 

it showed that the increase in TOF just happened with the 1-3 nm size increase and remained 

constant above 3 nm (Figure 1.3) [95]. 

 

 

Figure 1.2 An f.c.c. cubooctahedral palladium and platinum atom and variation of various atoms 

fraction on the surface. Reprinted from [94] with permission from Taylor & Francis Group. 

The difference in TOF change with particle size between Pd and Pt can also be attributed to the 

different reaction mechanisms over Pd and Pt catalysts. Many studies, however, have not 

demonstrated the reaction structure sensitivity that may be due to the chlorine-containing 

precursors [9], support effects, and, most importantly, the metal polydispersity which is the most 

significant problem in size-effect studies. Therefore, the fine-tuning of an active metal nanoparticle 

size (in other words, its surface structure) can lead to dramatic changes in its catalytic behavior. It 

should be noted that improved performance of bimetallic catalysts via support impregnation with 

two metal precursors has been mentioned in numerous studies, but in none of them was the size-

controlled nanoparticle effect in the structure-property relationship investigated, except in the most 

recent studies of Cargnelloôs group in 2017 [60, 96]. 
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Figure 1.3 Dependence of TOF on metal particle size in methane oxidation over Pd/Al2O3 (at 

320ºC) and Pt/Al2O3 (at 430ºC). Reprinted from [95] with permission from Springer Nature. 

 

1.8 Mechanisms of the methane combustion reaction 

The exothermic reaction of total oxidation of methane is shown in the following equation [97]: 

ὅὌ ςὕ ᴼ ὅὕ ςὌὕ               ЎὌ  ρως ὯὧὥὰȢάέὰ             (2) 

Activation of the first C-H bonds in saturated hydrocarbons is the rate-limiting step of the oxidation 

reaction [98] and among hydrocarbons, methane possesses the highest value with the gas phase 

dissociation enthalpy of a CH3-H bond equal to 104 kcal.mol-1 [97]. However, on certain surfaces 

of Pd this value turns down to -10.7 kcal.mol-1 [99]. Generally, it has been agreed that the rate of 

lean methane oxidation over oxidized Pd is near zero order with respect to oxygen, first order with 

respect to methane, and 0 to -1.0 order with respect to water (Figure 1.4) [25, 97]. The negative 

first-order dependence of the reaction rate on water implies the inhibition effect of water to block 

PdO-active sites by formation of Pd(OH)2.  

In spite of the large amount of experimental work done on the methane combustion reaction, 

theoretical interpretation of the microscopic characteristics of the reaction mechanism is still 

matter of debate and there is no unanimity in the literature. A rational design of a superior catalyst 

can be achieved by understanding the reaction mechanism and having knowledge of molecular 

control. Mechanisms such as the Langmuir-Hinshelwood (LH), Eley-Rideal (ER), and MVK  have 
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been proposed for Pt and Pd catalysts. A simple LH mechanism with the power-law rate expression 

of first order with respect to methane and almost zero order with respect to oxygen has been 

suggested for the reaction on Pt/Al2O3 [100], as Pt catalysts have stable and simple structures and 

during the combustion reaction the bulk oxide of Pt does not exist [101]. But, on the PdO surface, 

the reaction has been observed to involve lattice oxygen in the activation of the C-H bond, 

suggesting a redox mechanism like MVK [25, 102, 103]. This mechanism has been decided as the 

best fitted, considering adsorption of water over PdO sites as of the low affinity of water for 

reduced Pd [104] and thermodynamically favored formation of Pd(OH)2 from oxides [35].  

 

Figure 1.4 Effects of CH4, O2, H2O, andCO2 on methane oxidation rates at low temperatures 

(380ºC, 0.86 wt.% Pd/ZrO2, dispersion 0.381). Reprinted from [25] with permission from 

Elsevier. 

MVK mechanism suggested by Fujimoto et al. [25] in Figure 1.5 consists of elementary redox 

steps in which the asterisks stand for oxygen vacancies on PdO surfaces. The Rate-Determining 

Step (RDS) is a dissociative adsorption of methane (step 4) on a site pair consisting of adjacent Pd 

surface vacancies and surface Pd-O species. The positive effects of methane and oxygen 

concentration on the methane oxidation rate can be noted in step 4 as the RDS. The more CH4
* 

and O* species, the higher the rate of reaction. Moreover, the negative effect of hydroxyl formation 

decreasing the reaction rate occurs with an OH* increase, which leads to formation of water and 

surface vacancies in step 5 and with accumulation of water vapor, the equilibrium goes back to the 

high concentration of OH* and absence of surface vacancies, and eventually inhibits the methane 

oxidation reaction. 
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Figure 1.5 Proposed reaction pathways for the oxidation of methane on PdOx crystallites. 

Reprinted from [25] with permission from Elsevier. 

Fujimoto et al. [25] also suggested that small PdO clusters with stronger Pd-O bonds or 

incompletely oxidized PdOx crystallites can lead to a lower surface density of vacancies and to a 

lower methane oxidation rate. That also explains why transformation of PdO to a Pd metal state or 

to oxygen-deficient Pd oxides results in lower methane conversion activity on the Pd catalyst.  

Despite substantial studies on the kinetic mechanisms of monometallic Pd and Pt catalysts, the 

lack of study on the kinetic mechanisms of bimetallic Pd-Pt catalysts is still outstanding. The 

reaction rate of Pd-Pt catalysts has been modelled successfully using an empirical Langmuir-

Hinshelwood Hougen-Watson (LHHW) type of equation that considers the inhibition effect of 

water [57]. Investigation on the mechanism of a 2 wt.% PdPt/Al2O3 catalyst with different ratios 

was done by Qi et al. [101]; they considered the MVK reaction mechanism on Pd-rich catalysts 

and the LH and ER models on Pt-rich catalysts. This corresponds with Figure 1.6, in which 

asterisks stand for oxygen vacancies. 

In case of the Pd-rich catalyst, the mechanism is the same as Fujimoto et al. [25], which includes 

the dissociation of O2 into two oxygen vacancies and the dissociation of CH4 on matched pair sites 

as RDS. The pair sites consist of an unsaturated metal site and an adjacent O*. Also, when OH* 

species are the most abundant surface intermediate, the CH4 dissociation steps are irreversible and 

the surface vacancies are regenerated by the quasi-equilibrated desorption of CO2 and H2O. 

Despite the irreversible dissociative adsorption of O2 on Pd-rich catalysts (step 2a), the equilibrated 

adsorption-desorption of the gas-phase oxygen occurs on Pt-rich catalysts due to the existence of 
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metastable bulk Pt oxides. H2O has a very subtle impact on Pt catalysts, therefore it can easily 

desorb from the surface vacancies even at high water concentrations. 

Based on the DFT calculations, they concluded that an increase of the Pt content leads to the 

minimal existence of bulk PdO and/or two monolayers of PdO phases and thus an increase of 

activation energy for methane combustion. Qi et al. [101] also reported that for Pd-rich catalysts, 

H2O strongly inhibits the reaction by occupying vacancies in an adsorption-desorption equilibrium 

step but CO2 has no effect at concentrations below 3-5 kPa. And for Pt-rich catalysts neither H2O 

nor CO2 influence the reaction, even at high concentrations (< 8 kPa) [101]. 

 

Figure 1.6 Methane combustion reaction on supported Pd-like and Pt-like catalysts. Reprinted 

from [101] with permission from Royal Society of Chemistry. 

 

1.9 Novelty and objectives 

The novelty of the thesis lies in the rational size-controlled bimetallic catalyst design approach in 

development of combustion catalysts with high activity and stability in methane abatement in wet 
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conditions and energy production. This approach, as opposed to traditional methods of altering 

size via impregnation and calcination, is believed to deliver a new class of bimetallic catalysts for 

catalytic combustion along with deep insight into catalytic combustion over bimetallic catalysts, 

especially by studying the full range of the ratios of two metals. Contrary to the conventional 

approach in bimetallic catalysis that is used in industry, in which the catalysts are first synthesized 

by mixing precursors in different ratios and then analyzed in terms of their structure (which may 

not allow intrinsic bimetallicity), in this new approach the desired structures will be defined first 

and then synthesized, which is the application of rational catalyst design using recent advances in 

nanotechnology. 

The two long-term objectives, which are defined by the challenges in methane catalytic 

combustion and bimetallic catalysis in general, are the first development of highly active, water-

tolerant, low-temperature methane combustion catalysts meant to achieve a high degree of 

abatement of methane as a greenhouse gas. Second, demonstration of the feasibility of the 

approach, and then paving the way for the widespread use of bimetallic catalyst controlled 

syntheses in various environmental applications. These rather ambitious objectives are not so 

idealistic if the unprecedented opportunities for catalysis that have recently been opened by new 

methods of synthesizing nanoparticles of a desired structure and size are taken into consideration 

[91, 92, 105]. The short-term objectives, representing tasks that need to be accomplished in order 

to achieve the long-term objectives, involve first synthesizing a series of bimetallic Pd-Pt catalysts 

with different controlled nanoparticle structures and sizes, representing a new class of catalytic 

combustion. Second is a study of their catalytic performance in the low-temperature catalytic 

combustion of methane with water (up to 5%). Third involves finding correlations between the 

bimetallic nanoparticle structure and size and its catalytic activity and stability in order to propose 

an optimal catalytic system. 

 

1.10 Approach 

1.  In Chapter 1, a brief introduction of the importance of methane emission control from the 

exhaust of NGVs and also the role of catalytic combustion in this regard is reported. The use 

of mono and bimetallic Pd-based catalysts on different supports and the inhibitory effect of 
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water in the methane combustion reaction is reviewed. At the end, the reaction mechanisms 

and requisite of synthesis of size-controlled nanoparticles are discussed. 

 

2. In Chapter 2, the synthesis procedure of the size-controlled nanoparticles and the effect of the 

solvent/reductant (ethanol and ethylene glycol (EG)) and metal precursor (palladium chloride, 

palladium acetate, and hexachloroplatinic acid) on the structure, size, size distribution, and 

agglomeration of PVP-protected Pd and Pt nanoparticles are addressed. 

 

3. Chapter 3 sheds light on the effect of Pt on the state of the active Pd surface under low-

temperature, dry lean methane combustion conditions. In situ XANES and EXAFS 

spectroscopy measurements were conducted for monometallic Pd, Pt and Pd-Pt 2:1 catalysts 

to show that a monometallic Pd catalyst is fully oxidized in the full temperature range, whereas 

any Pt addition promotes Pd reduction even in a reactive oxidizing environment, just with a 

significantly lower activity in the reaction as compared to the oxidized Pd. 

 

4. Chapter 4 provides an insight into the wet, lean methane combustion mechanism on the 

bimetallic Pd-Pt/Al2O3 catalyst via in situ X-ray absorption spectroscopy (XAS) studies at 

temperatures of 200-600ºC to show that the presence of water leads to the increased fraction 

of metallic Pd due to the lack of surface oxygen. Thus, this results in Pt atoms available for 

methane dissociation, which does not occur in the dry methane-lean feed in which oxygen 

poisons Pt. In other words, PdO activates methane in dry combustion, and Pt(0) does so in the 

wet feed. 

 

5. Chapter 5 evaluates the effect of the Pd:Pt ratio (from 5:1, 4:1é to 1:4, 1:5) on the stability of 

the bimetallic Pd-Pt/Al2O3 catalysts during and after 40-hour in situ hydrothermal ageing at 

400-550ºC with 5% water in low-temperature lean methane combustion. It is revealed that 

stability is governed significantly by the ratio of Pd/Pt rather than the catalyst preparation 

method. The most optimal combination of activity and stability is Pd:Pt 1:1 (atomic) ratio. It 

is also suggested that platinum vaporization is significant in the wet feed at low surface oxygen 

concentrations even at the temperature interval of 400-550ºC, and that significant structural 

changes occur in situ even at such low temperatures.  
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6. In Chapter 6, the role of SnO2 support in comparison with Al2O3 support is discussed to show 

that the beneficial role of SnO2 to enhance activity of PdO sites by providing more oxygen 

overrides the Pt-promoting role in a bimetallic Pd-Pt/Al2O3 catalyst. SnO2, thus, can be 

considered as a potential replacement of Pt in NGV catalytic converters. 

 

7. Chapter 7 contains the conclusions associated with this project, recommendations, and future 

work. 
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Chapter 2. Effect of the solvent and metal precursor on the structure of PVP-

protected Pd and Pt nanoparticles1 

 

2.1 Method details 

In recent years, with the aim of colloidal chemistry methods, metal nanocatalysts have emerged as 

monodispersed nanoparticles with a controlled size and morphology. The fundamental approaches 

that have been taken to achieve a control over the nanoparticle size and shape in catalytic 

application show the great influence of these issues on catalytic reaction rates, activities, and 

selectivities [1]. Metal salts as precursors for particle formation, steric stabilizers to direct particle 

size and shape, and solvents to act as a reaction medium and/or reductant are the main components 

of a colloidal system in which the choice of each component depends on the target catalyst and 

morphology. In the area of catalysis, the goal of most catalyst syntheses is to study catalytic 

properties as a function of metal nanoparticle size and shape; thus, the influence of different 

synthesis parameters on final particles is crucial to obtain size- and shape-controlled nanoparticles 

with desirable activity and selectivity.  

Numerous studies have reported on the synthesis of palladium and platinum nanoparticles with 

colloidal-solution techniques due to their widespread catalytic applications [2-6]. Teranishi et al. 

[7, 8] found that the mean diameter of monodispersed Pd and Pt nanoparticles with dihydrogen 

tetrachloropalladate (II) and hexachloroplatinic (IV) acid could be controlled in a one-step alcohol 

reduction by changing the amount of a stabilizer (poly (N-vinyl-2-pyrrolidone), PVP) and the kind 

and/or the concentration of alcohol. They used a low-boiling-point alcohol, such as methanol, 

ethanol, or 1-propanol, and showed that the higher boiling point alcohol with higher concentration 

and higher amount of PVP lead to the smaller nanoparticles as a result of a faster reduction rate 

and improved polymer protection. Shiraishi et al. [9] and Toshima et al. [10] showed the formation 

of superstructure Pt nanoclusters in colloidal dispersions of PVP-protected platinum nanoclusters 

by the ethanol reduction of hexachloroplatinic(IV) acid in the presence of PVP. The superstructure 

                                                 
1 Chapter 2 of the thesis has been submitted to the MethodsX journal as ñEffect of the solvent and metal precursor on 

the structure of PVP-protected Pd and Pt nanoparticlesò H. Nassiri, N. Semagina MethodsX (2017). Nanoparticles 

syntheses and TEM characterizations and analyses, manuscript preparation, and writing were all conducted by the 

author under the supervision and final approval of Dr. Natalia Semagina. 
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sizes decrease with increasing molar ratio of PVP to platinum. However, even at a molar ratio of 

40, the size of the superstructure is 28 nm. Esparza et al. [11] obtained dispersed Pt nanoparticles 

of uniform size with the same precursor but they used an aqueous solution of NaBH4 as a strong 

reducing agent in addition to methanol. EG was used frequently as a reductant for the 

aforementioned nanoparticles with or without NaOH to adjust the pH of the solution and/or to 

produce unprotected nanoclusters [12-14]. Wang et al. [13] discussed very briefly the effect of 

metal concentration and water in an alkaline EG system. However, systematic studies of the effect 

of the main components of a colloidal system have rarely been reported; typically, final procedures 

are provided for nanoparticle applications [15] or obtaining specific shapes [16, 17]. In certain 

applications, a uniform dispersion of nanoparticles in addition to an effective control of particle 

size is required [1, 18]. Additionally, as individual nanoparticles have a tendency to form 

agglomerates during the preparation process, the control of particles interaction is critical to obtain 

a stable dispersion. 

The aim of the present study is to evaluate the effect of solvent composition, precursor nature, and 

concentration on the size and structure of PVP-stabilized Pd and Pt nanoparticles. The practical 

significance is in the synthesis technique development for the monodispersed nanoparticles that 

could be suitable for catalytic or other applications in which control over size and shape are crucial. 

We investigated the effect of selected parameters on particle size, particle size distribution, and 

agglomeration. Chlorine-containing and Cl-free metal precursors are addressed as well, as Cl is a 

known poison for catalytic applications. The metal nanoparticle concentration effect is paramount 

for nanoparticle isolation before catalysis: the higher concentration allows a lower waste-to-

product ratio. High-boiling and low-boiling systems, such as ethanol-water and EG-water, were 

used as two common solvating and reducing media. Different alcohol concentrations were 

investigated, as the syntheses are performed under reflux conditions and the temperature is known 

to influence the particle size by changing the nucleation rate of the reduced metallic atoms and 

stabilization of the complexes formed between Pt and Pd with PVP. To keep the number of 

variables as low as possible, the PVP to metal ratio was kept constant in all syntheses as 40. We 

believe that this study may provide detailed guidance to those practitioners requiring a variety of 

monodispersed Pd or Pt nanoparticles with required sizes with no or minimal variations in the 

synthesis system.  
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2.2 Synthesis details 

Hexachloroplatinic (IV) acid (H2PtCl6, 8% w/v solution in water, Sigma-Aldrich), palladium 

chloride (PdCl2, 5% w/v solution in dilute HCl, Acros Organics), palladium (II) acetate (Pd(AcO)2, 

Sigma-Aldrich), 1,4-Dioxane (>99.9% Sigma-Aldrich) poly N-vinylpyrrolidone (PVP, average 

molecular weight 40,000, Sigma-Aldrich), ethanol (90.5 vol.%, Ricca Chemical Co.) and Ethylene 

glycol (>99.9%, Fischer Scientific) were used as received. Milli-Q water (18.2 Mɋ.cm) was used 

throughout the work. 

Pd and Pt monometallic nanoparticles were synthesized using the one-step alcohol reduction 

method on the basis of 0.1 mmol metal. To synthesize Pt nanoparticles with hexachloroplatinic 

(IV) acid and Pd nanoparticles with palladium chloride, the metal precursor with 0.444 g of PVP 

was added to a 500-ml flask and mixed with 100, 200, or 400 ml of solvent solution (i.e., alcohol-

water solution) for a metal concentration of 1, 0.5, or 0.25 mM, respectively. The alcohol-to-water 

ratio depends on the desired volumetric concentration of alcohol in the system and varies from 20 

vol.% to 80 vol.%. In the case of Pd nanoparticle synthesis with palladium acetate, first, the 

precursor was dissolved in 10 ml of dioxane and then was mixed with the same amount of PVP 

and solvent solution which had been used in other nanoparticle syntheses in this study. The 

resulting mixture was stirred and heated until it came to boil and then refluxed in air under vigorous 

stirring for 3 h to complete the synthesis of PVP-protected nanoparticles. A dark colloidal 

dispersion of nanoparticles was obtained at the end of synthesis without any precipitates. 

Transmission electron microscopy (TEM) photographs were taken using a 200-kV JEOL-2100 

electron microscope. Specimens were prepared by placing a drop of the colloidal dispersion on a 

copper grid covered with a perforated carbon film and then evaporating the solvent. The particle 

diameters were measured from the enlarged TEM photographs. The particle size distribution 

histograms were obtained on the basis of the linear diameter measurements for approximately 200 

particles. 
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2.3 Obtained nanoparticles 

2.3.1 System of ethanol-water 

2.3.1.1 Pd nanoparticles from PdCl2 precursor 

As ethanol concentration in the system increased from 20 to 80 vol.%, average Pd nanoparticle 

size and size distribution increased, as seen in Table 2.1. TEM images and size distribution 

histograms for each of the samples can be found in Supporting Information (Figures 2.S1-S4). A 

representative TEM image is shown in Figure 2.1(a); the obtained well-dispersed particles were 

found typical for all solvent compositions and precursor concentrations. The solvent boiling 

temperature decreased with ethanol concentration increase; as the synthesis was performed under 

reflux, the temperature decrease may result in a lower nucleation rate, domination of particle 

growth and occurring coarsening, or Ostwald ripening, as previously suggested for different 

colloidal nanoparticles [19]. The increase in Pd concentration from 0.25 to 1.00 mM did not 

significantly affect the particle size, which was expected, as the PVP/metal molar ratio was kept 

the same at 40 for all systems.  

 

2.3.1.2 Pt nanoparticles from H2PtCl6 precursor 

Unfortunately, the successful technique for Pd nanoparticle preparation could not be implemented 

for Pt. As shown in Figure 2.1(b) and Table 2.1, the colloidal synthesis of PVP-protected platinum 

nanoparticles by the ethanol reduction of H2PtCl6 led to the formation of superstructures in all 

alcohol concentrations from 40% to 80%, whereas no nanoparticle formation was observed at a 

20% alcohol concentration. All superstructures are composed of nanoparticles of ~2 nm size; the 

superstructure size diminishes from ~100 nm down to 4 nm. The high tendency to make 

superstructures has been also seen in other works [9, 10]. The similar trend of superstructure size 

decrease with ethanol fraction increase was observed earlier [20], although at a lower PVP/Pt ratio. 

This was ascribed to the increased amount of Pt(0) nuclei at higher ethanol concentrations, leading 

to enhanced probability for successive collisions during growth and agglomeration. Our attempts 

to break the superstructures with ultrasound were not successful, indicating their strong 

interactions. Such superstructures may have limited application in catalysis, as they will likely 
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sinter under high temperature reaction conditions, and/or the access to the active nanoparticle 

surface will be hindered by diffusion limitations within the superstructure. 

Table 2.1 Size of Pd and Pt nanoparticles or superstructures (nm) synthesized in ethanol-water 

system at PVP/metal = 40 mol/mol 

 Metal concentration, mM 
EtOH concentration, vol. % 

20 40 60 80 

Reflux temperature, oC  87 84 83 81 

Precursor: PdCl2
 

0.25 1.6±0.5 1.6±0.4 2.1±0.5 1.8±0.4 

0.50 1.4±0.4 2.0±0.6 1.9±0.5 3.0±1.1 

1.00 1.5±0.3 2.0±0.3 1.6±0.3 2.0±0.4 

Precursor: H2PtCl6 1.00 N-Ra 98b±12 35b±12 4b±1 

a not reduced; b superstructures composed of 2-nm near-spherical nanoparticles  

 

Figure 2.1 Representative TEM images: a) Pd nanoparticles (0.5 mM PdCl2 in 40% EtOH-

H2O); b) Pt superstructure (1.0 mM H2PtCl6 in 60% EtOH-H2O); c) Pd anisotropic particles (1.0 

mM PdCl2 in EG); d) Pd nanoparticles (0.5 mM Pd(AcO)2 in 100% EG); e) Pt superstructures 

(1.0 mM H2PtCl6 in EG); f) Pt nanoparticles (1.0 mM H2PtCl6 in 80% EG-H2O) 
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2.3.2 System of EG-water 

2.3.2.1 Pd nanoparticles from PdCl2 precursor 

When PdCl2 was used for nanoparticle synthesis in EG, anisotropic particles in the 6-18 nm range 

were obtained (Table 2.2, Figure 2.1(c)). EG is a poor coordinating cation solvator compared to 

ethanol. A donor number or donicity of Gutmann is considered an empirical semiquantitative 

measurement of the nucleophilic properties of electron-pair donor solvents [21], which are 32, 20, 

and 18 for ethanol, EG, and water, respectively. Whereas uniform size-controlled nanoparticles 

were obtained from PdCl2 in ethanol and ethanol-water systems, the use of EG resulted in a wider 

distribution of Pd nanoparticles due to the reduced cation coordination with the solvent. 

Table 2.2 Size of Pd and Pt nanoparticles or superstructures (nm) synthesized in an EG-water 

system at PVP/metal = 40 mol/mol 

Precursors 

Metal 

concentration, 

mM 

EG concentration, vol.% 

20 40 60 80 100 

Reflux temperature, oC  102 105 111 126 198 

Precursor: PdCl2
 1.00 - - - - 6-18a 

Precursor: Pd(AcO)2
 

0.25 1.7±0.6 2.5±0.9 2.5±1.1 2.2±0.8 2.7±0.7 

0.50 2.5±1.4 2.4±1.3 2.3±1.1 2.0±1.0 2.0±0.6 

1.00 2.3±1.6 2.3±1.1 2.4±1.0 2.3±0.8 2.2±0.8 

Precursor: H2PtCl6 

0.25 2.2±0.8 1.7±0.6 1.7±0.5 2.0±0.4 2.1±0.6 

0.50 2.1±0.7 1.9±0.5 1.7±0.4 2.0±0.4 2-10b 

1.00 1.9±0.4 1.8±0.5 2.0±0.4 2.0±0.4 2-70b 

a anisotropic particles; b superstructures composed of 2-nm near-spherical nanoparticles  

2.3.2.2 Pd nanoparticles from Pd(AcO)2. 

Pd(AcO)2 is soluble in organic solvents; its use for nanoparticle synthesis in EG and EG-water 

systems yielded nearly monodispersed particles (Table 2.2). TEM images and size distribution 

histograms for each of the samples can be found in Supporting Information (Figures 2.S5-S8). A 

representative TEM image for Pd nanoparticles synthesized from Pd(AcO)2 in an EG-water system 

is shown in Figure 2.1(d). Similarly to PdCl2 in an ethanol-water system (Table 2.1), the change 

of Pd2+ concentration from 0.25 to 1.00 mM did not affect particle size (Table 2.2). The reflux 
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temperature increase with the addition of EG to water resulted in narrower particle size distribution 

and lower maximum size. As discussed earlier, temperature increase is known to promote faster 

nucleation vs. growth resulting in smaller particles [19]. 

 

2.3.2.3 Pt nanoparticles from H2PtCl6 

The use of EG or 80% EG with water led to near-spherical particles, but similarly to the Pt 

nanoparticles in ethanol-water system, they tended to form superstructures instead of being 

separated (Figure 2.1(e) and Figures 2.S9-S12 in Supporting Information). As soon as more water 

was added, individual nanoparticles with a narrow size distribution were obtained (Figure 1(f) and 

Table 2.2). As compared to the ethanol-water system, where superstructures of up to 100 nm were 

obtained, the use of a high-boiling-point EG-water system ensured the fast nucleation and 

suppression of growth and coagulation. The presence of water changes the ionic strength of the 

precursor solution. With an increase in pH, metal precursor and its hydrolyzed counterparts have 

varying dimensions when chloride ions are exchanged with hydroxyl [12]. Although the presence 

of water may cause increased particle size and broad size distribution by the formation of metal 

hydroxide in the first step of the synthesis process [14], the use of water may also result in glycolate 

and acetate formation from EG that may stabilize small nanoparticles [12-14, 22].  

The precursor concentration did not affect size distribution, apart from the systems with excess 

EG. Superstructure formation and average size increased with increasing metal concentration, 

most likely due to lower local precursor and nanoparticle concentrations in the diluted systems. 

 

2.4 Summary 

A comparative study of Pd and Pt nanoparticle formation in the presence of stabilizer PVP (PVP-

to-metal molar ratios of 40) was performed in EG-water or ethanol-water media using a variety of 

metal precursors and their concentrations (0.25-1.00 mM). EG is a better reductant for H2PtCl6 

and Pd(AcO)2 precursors, whereas ethanol works for PdCl2 to achieve monodispersed 

nanoparticles. All nanoparticles ranged from 1.3 to 3.0 nm depending on the conditions; the use 
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of the ethanol-water system for Pt nanoparticle formation resulted in superstructures, which were 

also found in the case of excess EG at high precursor concentrations.  
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2.6 Supporting Information  

2.6.1 PdCl2 in ethanol-water system 

 

Figure 2.S1 TEM images of PVP protected Pd nanoparticles, 0.25 mM metal concentration with PdCl2 precursor in ethanol-water system; (a) 20 

vol.% EtOH, (b) 40 vol.% EtOH, (c) 60 vol.% EtOH, (d) 80 vol.% EtOH. 

 

 

Figure 2.S2 TEM images of PVP protected Pd nanoparticles, 0.50 mM metal concentration with PdCl2 precursor in ethanol-water system; (a) 20 

vol.% EtOH, (b) 40 vol.% EtOH, (c) 60 vol.% EtOH, (d) 80 vol.% EtOH. 
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Figure 2.S3 TEM images of PVP protected Pd nanoparticles, 1.00 mM metal concentration with PdCl2 precursor in ethanol-water system; (a) 20 

vol.% EtOH, (b) 40 vol.% EtOH, (c) 60 vol.% EtOH, (d) 80 vol.% EtOH. 

 

Figure 2.S4 Particle size distributions of PVP-protected Pd nanoparticles with PdCl2 precursor in ethanol-water system with different metal 

concentrations. 
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2.6.2 Pd(AcO)2 in EG-water 

 

Figure 2.S5 TEM images of PVP protected Pd nanoparticles, 0.25 mM metal concentration with Pd(AcO)2 precursor in ethylene glycol-water system; 

(a) 20 vol.% EG, (b) 40 vol.% EG, (c) 60 vol.% EG, (d) 80 vol.% EG, (e) 100 vol.% EG. 

 

 

Figure 2.S6 TEM images of PVP protected Pd nanoparticles, 0.5 mM metal concentration with Pd(AcO)2 precursor in ethylene glycol-water system; 

(a) 20 vol.% EG, (b) 40 vol.% EG, (c) 60 vol.% EG, (d) 80 vol.% EG, (e) 100 vol.% EG. 
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Figure 2.S7 TEM images of PVP protected Pd nanoparticles, 1.00 mM metal concentration with Pd(AcO)2 precursor in ethylene glycol-water system; 

(a) 20 vol.% EG, (b) 40 vol.% EG, (c) 60 vol.% EG, (d) 80 vol.% EG, (e) 100 vol.% EG. 

 

 

Figure 2.S8 Particle size distributions of PVP-protected Pd nanoparticles with Pd(AcO)2 precursor in ethylene glycol-water system with different 

metal concentrations. 
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2.6.3 H2PtCl6 in ethylene glycol-water system 

 

Figure 2.S9 TEM images of PVP protected Pt nanoparticles, 0.25 mM metal concentration with H2PtCl6 precursor in ethylene glycol-water system; 

(a) 20 vol.% EG, (b) 40 vol.% EG, (c) 60 vol.% EG, (d) 80 vol.% EG, (e) 100 vol.% EG. 

 

 

Figure 2.S10 TEM images of PVP protected Pt nanoparticles, 0.50 mM metal concentration with H2PtCl6 precursor in ethylene glycol-water system; 

(a) 20 vol.% EG, (b) 40 vol.% EG, (c) 60 vol.% EG, (d) 80 vol.% EG, (e) 100 vol.% EG. 
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Figure 2.S11 TEM images of PVP protected Pt nanoparticles, 1.00 mM metal concentration with H2PtCl6 precursor in ethylene glycol-water system; 

(a) 20 vol.% EG, (b) 40 vol.% EG, (c) 60 vol.% EG, (d) 80 vol.% EG, (e) 100 vol.% EG. 

 

Figure 2.S12 Particle size distributions of PVP-protected Pt nanoparticles with H2PtCl6 precursor in ethylene glycol-water system with different metal 

concentrations. 
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Chapter 3. Platinum inhibits low-temperature dry lean methane combustion 

via palladium reduction in Pd-Pt/Al 2O3: An in situ X-ray absorption study2 

 

3.1 Introduction  

Catalyst development for low-temperature natural-gas (NG) combustion has received significant 

attention because of the forecasted increase in NG-fuelled devices [1] and the need for efficient 

emission control of methane with a greenhouse gas potential exceeding that of CO2 by 23 times 

[2]. There are many examples of methane emissions that encompass a wide range of conditions. 

For example, the increasing interest in NG-fuelled vehicles has increased demand for an effective 

catalyst that can oxidize methane in a lean wet environment. There are also numerous examples of 

fugitive CH4 emission sources that are lean and dry. A large source of methane emissions is the 

vent gas from underground coal mines which are burned to produce heat [3]. The oil and gas 

industry also has many fugitive emission sources, including emissions from natural gas compressor 

stations and the vent gas from oil wells [2]. The volumetric efficiency and operating temperature 

range of current Pd-based catalysts require improvement for successful device commercialization, 

which promotes the search for suitable metal promoters and supports [2, 4]. 

The active chemical state of Pd in lean methane combustion has been a matter of debate. The 

turnover rates increased by an order of magnitude with a 3-fold increase of the Pd/PdOx ratio as 

measured by NH3-TPD, and the coexistence of metallic Pd with PdO was claimed as paramount 

[5]. However, a further ratio increase to 5 was found to be detrimental to catalytic activity [5]. 

Farrauto et al. showed the loss of activity when metallic Pd was formed under reducing reaction 

conditions [6]. The group of Iglesia reported [7] that the methane oxidation rate coefficients at 

                                                 
2 Chapter 3 of the thesis has been published as ñPlatinum Inhibits Low-Temperature Dry Lean Methane Combustion 

via Palladium Reduction in Pd-Pt/Al2O3: An In Situ X-ray Absorption Study.ò H. Nassiri, K.-E. Lee, Y. Hu, R.E. 

Hayes, R.W.J. Scott, N. Semagina, ChemPhysChem. 18 (2017) 238-244. The paper is reprinted with the permission 

of co-authors. The reaction setup for methane oxidation was originally designed and built by Dr. Long Wu and Dr. 

Robert E. Hayes. The lab view program to communicate with the reaction setup was written by Les Dean. The NAA 

analysis was performed by Dr. John Duke at the University of Alberta. The in situ EXAFS was performed by Dr. Kee-

Eun Lee under the supervision of Dr. Yongfeng Hu at Canadian Light Source and Dr. Robert W.J. Scott at the 

University of Saskatchewan. Part of the ex situ EXAFS was performed by the author under the technical support of 

Dr. Ning Chen at Canadian Light Source and Dr. Robert W.J. Scott. EXAFS data modeling was done by Dr. Kee-Eun 

Lee and Dr. Robert W.J. Scott. The author performed all the syntheses, catalytic reactions, analyses and other 

characterizations. Manuscript preparation and writing were conducted by the author under the supervision and final 

approval of Dr. Natalia Semagina, Dr. Robert E. Hayes, and Dr. Robert W.J. Scott. 



39 

 

various oxygen pressure at 700ºC are a single function of total oxygen content in Pd/Al2O3 

catalysts with nanoparticle sizes from 1.8 to 8.8 nm. The conclusion was drawn from oxygen 

uptake and evolution measurements, methane combustion kinetic measurements and 

thermodynamic calculations. Using in situ extended X-ray absorption fine structure (EXAFS), 

Grunwaldt et al. detected the presence of metallic Pd on a Pd/ZrO2 catalyst at 500-550ºC and 

suggested its beneficial effect, considering that the activity of pre-reduced catalyst was higher than 

that of the oxidized catalyst [8]. An operando Raman study of the Pd/Al2O3 catalyst in the 25-

500ºC range detected only Pd oxide forming under reaction conditions [9], which is consistent 

with thermodynamic expectations and the kinetic investigation of Pd/ZrO2 catalysts by Fujimoto 

et al. [10].The latter study explained the frequently reported requirement of the coexistence of Pd-

PdOx by a Mars-van Krevelen mechanism when CH4 is activated on site pairs consisting of O 

atoms and O vacancies on the PdOx surface. These vacancies can also be easily poisoned by water, 

which is known for its strong inhibitory effect on Pd-catalyzed methane combustion. Thus, the 

knowledge of the required chemical state of Pd under reaction conditions and the ability to control 

it, if necessary, is paramount to designing an efficient and stable NG combustion catalyst. 

In the quest for a suitable promoter to enhance the performance of Pd in methane combustion, 

platinum has been extensively used [11-15]. Monometallic Pt is a poor methane combustion 

catalyst under lean conditions [16]. In an oxidative atmosphere, Pt on ɔ-alumina support is more 

susceptible to sintering than Pd; thus, in Pd-Pt formulations, Pd stabilizes Pt as a result of a strong 

interaction between PdO and the support [17, 18]. In bimetallic catalysts, the chemical states of Pd 

and Pt can be affected by their ratios, preparation methods, and catalyst support to enhance or 

suppress methane conversion [13, 15, 19-25]. The reactivities of Pd and Pt towards oxygen depend 

on the temperature and partial pressure of oxygen [7, 17, 26-29], metal support [27, 30] and 

nanoparticle size [7, 31]. In addition to metallic Pd and Pt, oxide species such as PdO, PdO2, PtO, 

PtO2 and Pt3O4 may be present [32-35]. In bimetallic catalysts, the formation of the mixed-oxide 

phases of PdxPt1-xOy was shown via DFT calculations by Dianat et al. [35] The addition of Pt to 

Pd was suggested to stabilize the higher oxidation state of Pd. Oxygen-binding energy in the Pd-

Pt catalysts was found to be higher on Pd-rich surfaces [36] because of the charge transfer from 

Pd to Pt atoms. The extent of Pd segregation to the surface after oxidative aging at 750ºC was 

found to be insignificant in one study [37] but was claimed to be important in another [38]. 
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An improvement in the dissociation of methane and oxygen adsorption was suggested by Persson 

et al. [32] as the reason for the higher activity of bimetallic Pd-Pt catalysts as compared to 

monometallic Pd. Kinnunen et al. [11] believed that the proportions of metal and metal-oxide 

surface sites determine the catalytic activity when a small amount of Pt was necessary to enhance 

the low-temperature conversion, but a higher Pt content was detrimental due to the suppressed 

reoxidation of Pd. A thermogravimetric analysis of Pd, Pt and Pd-Pt catalysts in air showed that 

Pt stabilized Pd in its reduced form and shifted the onset of deactivation by PdOĄPd 

transformation to lower temperatures in the range of 850-950ºC, leading to lower intrinsic activity 

in lean-methane combustion [14]. At the same time, Pt improved the sintering resistance of Pd, 

which resulted in an overall beneficial effect on methane combustion at low Pt loadings (Pt mass 

fraction <10%) [14]. In line with these observations, an ex situ X-ray absorption study of Pd-Pt 

catalysts oxidized at 750 °C revealed that Pt helps Pd to maintain in its reduced form when only 

20-30% of Pd was present in its oxide form [37]. 

The reported observations of the effect of Pt on Pd [14, 37] covered temperatures above 600ºC, 

which is beyond the range of interest for low-temperature methane combustion, and did not 

investigate the metal chemical states under the reaction conditions. The current work sheds light 

on the effect of Pt on Pd/PdOx distribution in Pd-Pt/Al2O3 methane combustion catalysts in a low-

temperature range of interest (200-550ºC) using an in situ X-ray absorption study and the effect of 

the reduced Pd in dry lean methane combustion.  

 

3.2 Experimental section 

3.2.1 Materials 

Hexachloroplatinic (IV) acid (H2PtCl6, 8% w/v solution, Sigma-Aldrich), Pd (II) acetate 

(Pd(AcO)2, Sigma-Aldrich), 1,4-dioxane (>99.9% Sigma-Aldrich), poly N-vinylpyrrolidone 

(PVP, average molecular weight of 40,000, Sigma-Aldrich), ethylene glycol (>99.9%, Fischer 

Scientific), gamma alumina (ɔ-Al 2O3, average pore size 58 Å, specific surface area 155 m2/g, 100 

ɛm particle diameter, Sigma-Aldrich), and Pd oxide (PdO, 99.97% trace metal basis, Sigma-

Aldrich) for the in situ EXAFS analysis were used as received. Milli-Q water (18.2 Mɋ.cm) was 

used. 
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3.2.2 Catalyst preparation  

Pd and Pt monometallic nanoparticles were synthesized by the one-step alcohol reduction method 

on the basis of 0.2 mmol metal. To synthesize Pt nanoparticles, H2PtCl6 and PVP with a molar 

ratio of 40 PVP to metal were added to a 500-ml flask and mixed with 80 vol.% ethylene glycol 

in a water solution. In the case of Pd nanoparticle synthesis, Pd(AcO)2 was first dissolved in 10 ml 

of dioxane and then mixed with the aforementioned amount of PVP and solvent solution. The 

resulting mixture was stirred and heated until it boiled and then refluxed in air under vigorous 

stirring for 3 h to complete the synthesis of PVP-protected nanoparticles. Bimetallic Pd-Pt 

nanoparticles were synthesized with the co-reduction of metal precursors with the required molar 

ratios of Pd:Pt. The rest of the process was exactly the same as that of the monometallic 

nanoparticles. A dark colloidal was obtained at the end of synthesis without any precipitates. 

Nanoparticles were supported on ɔ-Al 2O3 by acetone precipitation to obtain 0.3 wt.% metal 

loading. All samples were dried and calcined in air at 550ºC for 16 h. Hereafter, the catalyst after 

calcination that is ready for the reaction is referred to as the calcined (or oxidized) catalyst. 

 

3.2.3 Catalyst characterizations  

The metal loading on catalysts was determined by NAA. Samples were irradiated for 110 s in the 

Cd-shielded, epithermal site of the reactor core. They were counted for 30 min each on an Aptec 

CS11-A31C gamma detector approximately 12 h after irradiation. TEM photographs were taken 

with a JEOL-2100 TEM device operating at 200 kV. CO pulse chemisorption analysis was 

performed with an AutoChem 2920 instrument (Micromeritics, USA). Prior to this analysis, 

approximately 100 mg of the samples was reduced in 25 ml/min of 10% H2 in Ar from room 

temperature to 550ºC at the rate of 20ºC/min. Then, pulse chemisorption was performed by dosing 

3% CO in He at room temperature. The volumetric flow rates of CO in He loop gas and He carrier 

gas were adjusted to 25 ml/min. CO uptake per gram of pure support (ɔ-Al 2O3) was also evaluated 

using 2 g of alumina, which was subtracted from the values for the supported catalysts. The 

deviation of CO chemisorption results for selected catalysts was 0.07 molCO/molsurface metals. 

In situ X-ray absorption (XAS) measurements were conducted at Canadian Light Source. Full in 

situ methane oxidation XAS measurements were performed for the Pd K-edge and Pt L3-edge on 
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the Hard X-ray MicroAnalysis (HXMA) beamline. The energy range used for the Pd K-edge was 

from 24,050 eV to 25,400 eV. Pd K-edge experiments were conducted using a Si (220) 

monochromator crystal, Pt mirrors and ion chambers filled with an N2/Ar gas mixture, while Pt 

L3-edge spectra were collected using a Si (111) crystal and Rh mirrors. The samples were loaded 

into a six-shooter sample cell (Figure 3.1) as pressed pellets of alumina supports containing ca.     

2 wt.% metal elements and data was collected in transmission mode. The entire setup for the in 

situ XAS measurements is depicted in Figure 3.2.  

 

Figure 3.1 Six-shooter sample holder for in situ XAS data collection. The total diameter of 

the six shooter is 18 mm, and the diameter of each hole for the sample is 4 mm. The small hole 

at the top connects to the thermocouple, and the larger central hole is used for beam alignment 

 

Figure 3.2 In situ methane oxidation setup at the HXMA beam line (left) and the sample 

holder in the quartz tube (right). The blue circled part is a small furnace for the in situ XAS 

measurements, and the sample holder within the quartz tube resides in the furnace 

Initially, calcined monometallic and bimetallic samples (Pd and Pd-Pt 2:1) were measured, and 

then, in situ methane oxidation measurements were conducted. For reference compounds, Pd and 

Pt foils and PdO were analyzed. Two-dimensional mapping of the sample holder was conducted 

before the measurement to find the exact location of each sample. The range of mapping was      

±15 mm from the zero point using the motorized set-up at the beam line. For methane oxidation 
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under dry conditions, 0.1% CH4 in N2 and compressed air (ultra-zero level, <2 ppm H2O) were 

combined. The samples were incrementally heated from 200 to 500ºC under the flow of methane 

and air in dry conditions. The flow rates of CH4/N2 and compressed air used were 154 ml/min and                 

103 ml/min, respectively. 

Linear combination fitting of normalized XANES ɛ(E) spectra was performed using the IFEFFIT 

software package [39]. The XANES spectra of PdO and the reduced Pd sample were used as 

reference materials representing the Pd(II) and Pd(0) species, respectively. Fits were performed on 

data at each temperature over the range of -25 to 65 eV around the absorption edges.  

 

3.2.4 Catalytic performance in the methane combustion reaction 

The methane combustion reaction was studied in a conventional tubular reactor over the 

monometallic Pd and Pt and bimetallic Pd-Pt nanocatalysts. The reduction of monometallic Pd 

catalysts was conducted at 350ºC for 2 hours under a hydrogen gas stream. The details of the 

reaction setup can be found in our groupôs previous studies [15, 40]. The reactor of 0.925 cm 

internal diameter was packed with catalysts corresponding to 1.2 mg of active Pd. In the case of 

the monometallic Pt catalyst, 1.2 mg of Pt were used. Then, a gas mixture of 10 vol.% CH4 in 

nitrogen along with dry air was fed to the reactor at a flow rate of 8.5 ml/min and 205 ml/min, 

respectively, for a CH4 concentration of ca. 4,000 ppm in the reactor. The composition of the 

product gas was analyzed by an online Agilent 7890A gas chromatograph equipped with TCD and 

FID detectors. In an ignition test, the temperature was increased stepwise from 200 to 500ºC at the 

rate of 3ºC/min and kept at each temperature for 30 min to investigate the catalytic performance 

in a heating ramp. Selected catalysts were repeated and methane combustion results reproduced 

within 2% error. Negligible conversion was obtained for the neat Al2O3 support up to 500ºC. 

The methane conversion and kinetic parameters at 350ºC, as reported in Table 3.1 and Figure 3.5, 

were confirmed to represent intrinsic reaction conditions under isothermal reactor operation. In the 

most susceptible case of transport limitations for the most active Pd catalyst, Mears criterion for 

external mass transfer limitations (MTL) was found as 10-4 (no external MTL exist if the value is 

below 0.15) [41]. The Weisz-Prater criterion for internal MTL was found as 0.32 with the Knudsen 

diffusion-limited pore diffusion, which corresponds to the internal effectiveness factor of 0.97 for 
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a first-order reaction and, thus, negligible internal MTL [42]. The absence of external temperature 

gradient was confirmed by Mears correlation (value of 10-8 which is below the maximum limit of 

0.15 for the negligible gradient) [41]. The maximum internal temperature rise was calculated using 

parameter ɓ as 10-4 K assuming activation energy of 92 kJ/mol [43] and constant heat of 

combustion of -890 kJ/mol. 

 

3.3 Results and discussion 

Table 3.1 summarizes the range of synthesized Pd-Pt and monometallic catalysts supported on 

commercial ɔ-Al 2O3 and their dispersions as determined from CO chemisorption. The catalyst 

notation is based on the molar ratio of the two metals and reflects the metal loadings as determined 

by neutron activation analysis (NAA). The samples were calcined in air at 550ºC for 16 h, which 

is a recommended commercial procedure preceding automotive catalytic converter testing for lean 

burn applications. For the dispersion determination, 1:1 stoichiometry of the adsorbed CO per 

surface mole of Pd and/or Pt was assumed. 

Table 3.1 Characteristics of the synthesized catalysts supported on ɔ-Al 2O3 

Catalyst 
Pd/Pt molar 

ratio 

Pd loading,a 

wt.% 

Pt loading,a 

wt.% 
Dispersion,b % 

CH4 conversion 

at 350ºC, c % 

Pd - 0.2550 - 43 52 

Pd-Pt 4:1 4 0.1780 0.0772 53 65 

Pd-Pt 2:1 2 0.1520 0.1240 31 28 

Pd-Pt 1:1 1 0.0875 0.1700 23 15 

Pd-Pt 1:2 0.5 0.0659 0.1910 20 14 

Pd-Pt 1:4 0.25 0.0328 0.2150 16 4 

Pt 0 - 0.295 13 1 

a as per NAA; b from CO chemisorption assuming 1:1 CO/metal stoichiometry; c Pd amounts in all tests were kept as 

1.2 mg; 1.2 mg of monometallic Pt was used. Intrinsic kinetic regime in an isothermal operation at 350ºC was 

confirmed. 
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Figure 3.3 TEM images of the calcined supported catalysts: (a) Pd, (b) Pt, and (c) Pd-Pt 2:1 

As expected [44], the addition of Pd to Pt prevented its excessive sintering, which also can be seen 

in the transmission electron microscopy (TEM) images of the calcined catalysts (Figure 3.3). The 

richer the catalysts in Pd content are, the lower the degree of sintering is. 

The catalysts were tested in dry lean methane combustion, and the corresponding methane 

conversions in the temperature-programmed reactions are shown in Figure 3.4. Only the first 

ignition curve is reported for each catalyst, the duration of which is short enough as compared to 

the 16-h-long pre-calcination at 550ºC so that the effect of in situ restructurization may be 

considered negligible. The curve for monometallic pre-reduced Pd is not shown as it is identical 

to that of oxidized Pd within a 3% error. Monometallic Pt shows extremely low activity as 

compared to Pd; Pt is indeed known for efficient methane combustion only under fuel-rich 

conditions [16]. Because Pt showed very low activity, all tests with monometallic Pd and 

bimetallic Pd-Pt catalysts were performed at the same Pd loading in the reactor (1.2 mg). The 

methane conversions at 350ºC are also summarized in Table 3.1. 

Obviously (Table 3.1 and Figure 3.4), the higher the Pd-Pt ratio is, the more efficient the 

combustion at lower temperatures is. As metal dispersions also increase with the ratio, a hypothesis 

on the negative effect of Pt due to larger particle size was verified by calculating catalyst activity 

per mole of surface Pd atoms because of its significantly higher activity than that of Pt. Assuming 

for now the structure-insensitive reaction, surface-normalized activities (turnover frequency, TOF) 

should stay constant per active component irrespective of nanoparticle size. For the calculation, 

first order to methane and zero order to oxygen were assumed [10], and the found rate constants 

were used to calculate the initial reaction rates at 350ºC (Figure 3.5). 

(a) (b) (c) 
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Figure 3.4 Ignition curves recorded in the dry lean methane combustion. Pd amounts in all 

tests were kept as 1.2 mg, except for monometallic Pt (also 1.2 mg). The curve for 

monometallic pre-reduced Pd is not shown as it is identical to that one of oxidized Pd, within 

3% error. Ignition curves were obtained in a PBR (not XAS cell). 

 

Figure 3.5 Initial turnover frequencies normalized per surface Pd atoms (or Pt for 

monometallic Pt) at 350ºC as a function of Pd/Pt ratio assuming the same surface and bulk 

composition 

As seen in Figure 3.5, the surface-normalized activities drop by an order of magnitude with the 

increase in Pt content in the bimetallic catalysts, indicating that Pt does not simply dilute the active 

Pd surface. Pd-surface-normalized activities were calculated based on the assumption of the same 

surface Pd-Pt ratio as in the bulk. The extent of Pd segregation to the surface after oxidative aging 
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at 750ºC was found to be insignificant in one study [37] but was claimed to be important in the 

another [38]. If it happened, the decrease in Pd-surface-normalized activity with Pt addition would 

be even more dramatic. 

Pd-catalyzed methane combustion is known as a structure-sensitive reaction, with a 65-fold 

increase in TOF with Pd dispersion decrease from 50% to 10% [27]. In this work, TOF for the 

monometallic Pd catalyst is the largest value, even though the dispersion in some Pd-Pt catalysts 

decreases to 16% upon Pt addition (Table 3.1). Thus, the effect of Pt addition cannot be explained 

by the reaction structure sensitivity either, which should bring about an increase rather than a 

decrease in TOF. 

To shed light on the mechanism of the effect of Pt, an in situ X-ray absorption near edge structure 

(XANES) and EXAFS spectroscopy measurements were conducted for the monometallic Pd, Pt 

and Pd-Pt 2:1 catalysts, which represent the central point of the negative effect of Pt (Figures 3.4 

and 3.5) with the dispersion (31%), which is rather similar to Pd (43%). The measurements were 

performed in a dry lean methane-air mixture (O2/CH4 molar ratio of 134, < 1 ppm H2O) over a 

temperature range of 200 to 500ºC and compared to the standard materials (Pd and Pt foils and 

PdO). Figure 3.6 shows the Pd K-edge and Pt L3-edge XANES spectra of the calcined Pd, Pt and 

Pd-Pt samples before the reaction. The Pd K-edge XANES probes the electronic transition from 

the 1s to 5p orbitals and is sensitive to both oxidation state and coordination environment of the 

Pd atoms [45]. The calcined Pd-Pt 2:1 sample compared well to that of the Pd foil, indicating that 

the majority of Pd is in the zero valent state. On the contrary, the spectrum of the calcined 

monometallic Pd sample resembled that of PdO, implying that Pd is mostly oxidized to Pd(II) in 

this sample. Thus, the presence of Pt in bimetallic Pd-Pt particles leads to the stabilization of Pd(0) 

in the particles towards oxidation, in agreement with what is already known for the calcined Pd-Pt 

systems [14, 37]. The Pt L3-edge XANES spectra showed the same features between the Pt and 

Pd-Pt 2:1 samples, indicating that there is no difference in the oxidation state of Pt upon Pd 

addition. 
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Figure 3.6 XANES spectra of calcined Pd, Pd-Pt 2:1, and Pt samples before methane 

combustion reaction: (a) Pd K-edge and (b) Pt L3-edge 

The in situ measurement under a CH4/dry air mixture shows a substantial change in the speciation 

of Pd upon increases in temperature. The calcined Pd sample consisted only of PdO; thus, to 

compare it with the bimetallic catalyst containing mostly Pd(0), reduction of the monometallic Pd 

catalyst was conducted at 350ºC for 2 h under an H2 gas stream. Figure 3.7 shows the Pd K-edge 

in E space for the supported Pd and Pd-Pt 2:1 under in situ CH4/dry air conditions. The spectra 

were collected at incrementally increasing temperatures in methane/air flows. Upon increases in 

temperature, the Pd-Pt 2:1 sample slowly became more oxidized, whereas rapid oxidation was 

seen in the monometallic Pd sample. To understand the change in speciation of Pd in the Pd-Pt 2:1 

and Pd samples, linear combination fitting using Pd(0) and PdO standards was performed at each 

temperature; the results are shown in Table 3.2 and Figure 3.8. 

  

Figure 3.7 XANES spectra under CH4/dry air conditions for: (a) calcined Pd-Pt 2:1 sample 

and (b) reduced Pd sample 
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Table 3.2 Linear combination fitting for Pd-Pt 2:1 sample in CH4/dry air environment 

Reaction temperature, °C Pd(II) from PdO, wt.% Pd(0), wt.% 

Before reaction, calcined < 2 > 98 

200°C 4 96 

250°C 16 84 

300°C 37 63 

400°C 62 38 

500°C 90 10 

 

 

Figure 3.8 Linear combination fitting results of the Pd K-edge XANES spectra showing the 

percentage of PdO formed as a function of temperature in CH4/dry air environment 

The linear combination fitting shows that the Pd-Pt 2:1 sample was slightly oxidized at 200ºC 

under CH4/dry air conditions, and the level of oxidation increased linearly up to 90% at 500ºC. 

Even at 500ºC, significant amounts of Pd(0) are still present in these particles. The Pd-Pt 2:1 

sample still showed the metallic Pd feature with a slightly declined intensity and an edge shift, 

which was not observed in the Pd/Al2O3 sample. The EXAFS results below also verify that small 

amounts of Pd(0) are still present in the bimetallic sample. In the case of the reduced monometallic 

Pd sample, nearly complete Pd oxidation to PdO is seen at 200ºC, which was completed by 250ºC, 

and there were no further spectral changes beyond that temperature. It is known [46] that surface 

Pd oxidation is complete at room temperature and the bulk oxidation is diffusion limited and takes 

place at 200-700ºC. The ignition curve measured for the prereduced Pd catalyst was identical to 
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the oxidized catalyst as shown in Fig. 2 (within a 3% conversion variation as a typical measurement 

error), in agreement with the in situ X-ray absorption results. 

Figure 3.9 shows the Fourier-transformed Pd K-edge EXAFS plot in R-space as a function of 

temperature for the Pd-Pt and reduced Pd samples under in situ CH4/dry air condition. The peaks 

in the 1.9 Å to 2.5 Å range correspond to first-shell Pd-Pd and Pd-Pt contributions, whereas the 

peak at 1.5 Å corresponds to Pd-O first-shell contributions. For the Pd-Pt 2:1 sample, the amplitude 

of the Pd-Pd and Pd-Pt contributions decreases while a new Pd-O contribution emerges beyond 

300ºC, which agrees well with the above linear-combination fitting data. Pt EXAFS data showed 

no changes over the entire temperature range examined (not shown). For the Pd K-edge data shown 

in Figure 3.9 (a), the intensity of the Pd-M peaks is reduced in amplitude and broadened at higher 

temperatures due to increased thermal disorder in the sample. As a consequence of this thermal 

broadening, it was not possible to fit EXAFS data accurately at various temperatures to extract 

quantitative coordination numbers for each of the Pd-O, Pd-Pd and Pd-Pt contributions. The Pd-

Pt 2:1 sample at 500ºC shows a significant Pd-O contribution but still retains weak Pd-M 

contributions. In addition, a weak second-shell Pd-Pd contribution from PdO is seen at ca. 3 Å for 

the 500ºC bimetallic sample. Figure 3.9 (b) shows the Pd K-edge EXAFS plot in the R-space of 

the reduced monometallic Pd sample at various temperatures under CH4/dry air conditions; beyond 

200ºC, the EXAFS mainly shows the Pd-O first-shell contribution at 1.5 Å and a second-shell Pd-

Pd contribution at 3.0 Å (due to PdO). This agrees with the above XANES data, which showed 

that the pure Pd sample is nearly completely oxidized by 200ºC. 

Thus, the in situ X-ray absorption studies revealed that i) irrespective of Pdôs initial reduced or 

oxidized state, only PdO exists at 200-500ºC under oxidative reaction conditions; ii) the state of 

Pt is not affected by the presence of Pd and does not change under reaction conditions; and iii) the 

Pd/PdO weight ratio in bimetallic Pd-Pt 2:1 catalysts decreases from 98/2 to 10/90 in the 200-

500ºC range during the combustion. 
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Figure 3.9 Pd K-edge EXAFS spectra in R-space for (a) Pd-Pt 2:1 and (b) reduced Pd in 

CH4/dry air environment 

Coupling these observations with the kinetic data indicating the negative effect of the addition of 

Pt to the performance of the Pd catalyst, which is not connected to surface dilution, size effect or 

structure sensitivity (Figures 3.4 and 3.5, Table 3.1), it follows that Pt promotes the formation of 

a reduced Pd phase, which is significantly less active than in the methane combustion reaction as 

opposed to the oxidized Pd. A similar negative effect of metallic Pd was reported earlier by 

Farrauto et al. [6], and the active oxidized Pd working state was also claimed in an operando 

Raman study [9]. Metallic Pd is characterized by higher activation barrier for C-H bond activation 

in methane as compared to PdO clusters [47]. The current study provides in situ evidence of the 

importance of oxidized Pd and its dependence on the co-presence of Pt for dry lean methane 

combustion in the 200-500ºC temperature range. 

 

3.4 Conclusions 

Pd-Pt/ɔ-Al 2O3 catalysts with Pd/Pt molar ratios of 0.25 to 4 were studied in a dry lean methane 

combustion in the temperature range of 200-500ºC, along with monometallic Pt and oxidized and 

reduced monometallic Pd catalysts. The samples were pre-calcined at 550ºC for 16 h and assessed 

in the first ignition temperature-programmed reaction. The higher the Pt proportion, the lower the 

catalyst activity per gram of metal(s) and their surface proportion, as determined by CO 

chemisorption. The activity drop was too dramatic and could not be explained by the dispersion 

decrease or reaction structure sensitivity. In situ XANES and EXAFS spectroscopy measurements 

were conducted for monometallic Pd, Pt and Pd-Pt 2:1 catalysts. Monometallic Pd is fully oxidized 
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in the investigated temperature range, whereas the addition of Pt promotes Pd reduction even under 

the reactive oxidizing environment. The Pd/PdO weight ratio in bimetallic Pd-Pt 2:1 catalysts 

decreases from 98/2 to 10/90 in the 200-500ºC temperature range under reaction conditions. Thus, 

Pt promotes the formation of a reduced Pd phase, which is significantly less active in the methane 

combustion reaction as compared to the oxidized Pd. The study sheds light on the effect of Pt on 

the state of an active Pd surface under low-temperature dry lean methane combustion conditions, 

which is of importance for methane-emission control devices. Care should be exercised not to 

extrapolate these findings on the negative effect of Pt on Pd catalyst performance in methane-rich 

combustion, at different temperature ranges, in the presence of water in the feed (as in automotive 

converters) and long-term catalyst stability.  
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Chapter 4. Water shifts PdO-catalyzed lean methane combustion to Pt-

catalyzed rich combustion in Pd-Pt catalysts: In situ X-ray absorption 

spectroscopy3 

 

4.1 Introduction  

Natureôs way to extinguish fires with rain, blocking oxygen access to combustible material, 

manifests itself similarly in flameless catalytic combustion. The current work deals with Pd-

containing catalysts used for lean methane combustion in a wet atmosphere at temperatures of 300-

500ºC, which occur in catalytic converters aimed at reducing methane emissions from natural-gas 

fuelled vehicles (NGV). When water is present in the feed, the activity of supported Pd catalysts 

decreases at temperatures below 450ºC [1-8], which has been assigned either to the formation of 

inactive Pd(OH)2 [4, 9-15] or hydroxyl/water accumulation on the support that hinders oxygen 

mobility and exchange and impedes combustion [16, 17].  

One of the ways to diminish the negative effect of water is to introduce a platinum promoter [2, 3, 

18], which is also used commercially in automotive three-ways catalysts to oxidize CO and 

hydrocarbons in the exhaust. Compared to the monometallic Pd catalyst, the activity loss of Pd-Pt 

bimetallic catalysts is less severe in the presence of water [2, 19-21]. Ex situ catalyst 

characterization techniques have mostly been reported, with no mechanistic studies of the water 

effect on the Pd-Pt catalysts at temperatures of practical interest (300-500ºC). In situ infrared 

spectroscopy has indicated that lower hydroxyl concentrations are present on the supported Pd-Pt 

catalysts compared to Pd, but the analyses were performed at 200ºC [20]. It was suggested that the 

                                                 
3 Chapter 4 of the thesis has been published as ñWater shifts PdO-catalyzed lean methane combustion to Pt-catalyzed 

rich combustion in Pd-Pt catalysts: In situ X-ray absorption spectroscopy.ò H. Nassiri, K.-E. Lee, Y. Hu, R.E. Hayes, 

R.W.J. Scott, N. Semagina, J. Catal. 352 (2017) 649-656. The paper is reprinted with the permission of co-authors. 

The reaction setup for methane oxidation was originally designed and built by Dr. Long Wu and Dr. Robert E. Hayes. 

The lab view program to communicate with the reaction setup was written by Les Dean. The NAA analysis was 

performed by Dr. John Duke at the University of Alberta. The in situ EXAFS was performed by Dr. Kee-Eun Lee 

under the supervision of Dr. Yongfeng Hu at Canadian Light Source and Dr. Robert W.J. Scott at the University of 

Saskatchewan. Part of the ex situ EXAFS was performed by the author under the technical support of Dr. Ning Chen 

at the Canadian Light Source and Dr. Robert W.J. Scott. EXAFS data modeling was done by Dr. Kee-Eun Lee and 

Dr. Robert W.J. Scott. The author performed all the syntheses, catalytic reactions, analyses and other characterizations. 

The literature review and preparation of the first draft of the manuscript were conducted by the author. Dr. Natalia 

Semagina performed the final manuscript writing. The work is conducted under the supervision and final approval of 

Dr. Natalia Semagina, Dr. Robert E. Hayes, and Dr. Robert W.J. Scott. 
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Pd-Pt catalyst is less affected by hydroxyl formation because it has other ways of methane 

activation, rather than on PdO [20]. In a study of alternated CH4 lean combustion/CH4-reducing 

wet pulses over Pd-Pt catalysts, the difference between Pd and bimetallic catalysts was attributed 

to the likely ability of metallic Pt to activate methane under net reducing conditions, which was 

suppressed under net oxidizing conditions [18]. The effect of water presence, however, was not 

evaluated.  

The current study investigates the effect of water in the feed on Pd and Pt species in a bimetallic 

Pd-Pt/Al2O3 catalyst during lean methane combustion by means of in situ X-ray absorption 

spectroscopy (XAS). It suggests the mechanism by which the bimetallic catalyst shows an 

improved performance in the wet feed compared to the monometallic Pd under practically relevant 

temperatures (300-500ºC).  

 

4.2 Experimental methods 

A detailed description of the materials and catalyst syntheses can be found in our earlier work [22]. 

Pd nanoparticles were synthesized from palladium acetate in a colloidal dispersion in the presence 

of poly N-vinylpyrrolidone using an alcohol-reduction method. Pt nanoparticles were prepared 

similarly from hexachloroplatinic (IV) acid. Bimetallic Pd-Pt nanoparticles were synthesized by 

co-reduction of the metal precursors with molar ratio of Pd:Pt 2:1. The nanoparticles were 

deposited on ɔ-Al 2O3, followed by calcination in air at 550ºC for 16 h. Final metal loadings were 

determined by neutron activation analysis (NAA). CO chemisorption was performed on the 

catalysts after reduction as described earlier [22]. For the calculation of dispersion and active 

particle diameter (hemisphere), stoichiometric factors for CO adsorption were assumed to be 1:1 

for CO:Pd and CO:Pt. The deviation of CO chemisorption results for selected catalysts was         

0.07 molCO/molsurface metals. 

In situ XAS measurements were conducted at the Canadian Light Source for the Pd K-edge and 

Pt L3 edge on the HXMA (Hard X-ray Micro Analysis) beamline. X-ray absorption near edge 

structure (XANES) and extended X-ray absorption fine structure (EXAFS) analyses were 

performed. The detailed description and photographs of the catalyst sample holder and the set-up 

for the in situ analysis can be found in our earlier publication [22]. For reference compounds, Pd 
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and Pt foils, Pd(OH)2 (palladium hydroxide on carbon, 20 wt.% loading, Sigma-Aldrich) and PdO 

(99.97% trace metal basis, Sigma-Aldrich) were analyzed. To evaluate the change in the Pd/PdO 

speciation, the calcined Pd-containing catalysts were reduced at 350ºC for 2 h in H2 before the in 

situ XANES temperature-programmed analysis, unless stated otherwise. For methane oxidation 

under dry conditions, 0.1% CH4 in N2 and compressed air (ultra-zero level, <2 ppm H2O) were 

combined. In the case of wet conditions, bubblers were connected to the compressed air to produce 

saturated water vapor at 101 kPa atmospheric pressure, which corresponds to 2.3 vol.% water in 

the feed. For dry and wet air conditions, the samples were incrementally heated from 200 to 600ºC 

under the flow of methane and air. The sample was held at each temperature for 30 minutes while 

measurements were taken at that temperature. The flow rates of CH4/N2 and compressed air used 

were 154 and 103 mL/min, respectively. Linear combination fitting of normalized XANES ɛ(E) 

spectra was performed with the Athena program, using Pd foil, PdO, and Pd(OH)2 standards. The 

software package IFEFFIT was used for data processing [23]. The EXAFS fitting was performed 

in k-space between 2-14 Å-1 and in R-space between 1.2-3.0 Å for the Pd-edge using theoretical 

phase-shifts and amplitudes generated by FEFF. Face-centered cubic (fcc) bulk lattice parameters 

(i.e., first shell coordination numbers of 12) were used to determine the amplitude reduction factor, 

So
2, for Pd (0.93) by analyzing Pd reference foil. A homogeneous Pd-Pt alloy model for FEFF 

fitting was constructed based on bulk Pd-Pt lattice parameters. 

Catalytic performance in methane combustion reaction was evaluated in a tubular reactor at 

atmospheric pressure with online GC analysis, as described previously [22, 24, 25]. Pd and Pd-Pt 

catalyst amounts in the lean combustion corresponded to 1.2 mg Pd loading in the reactor, and 1.2 

mg Pt loading for the monometallic Pt catalyst. The methane-lean feed consisted of a gas mixture 

of 10 vol.% CH4 in N2 (8.5 ml/min standard temperature and pressure (STP)) and dry or wet                

(5 vol.% water) air (205 ml/min STP), for a CH4 concentration of approximately 4000 ppm in the 

feed. Water was pumped through the reactor by a Series II Legacy HPLC pump. The reactor 

temperature was increased stepwise from 200 to 550ºC at the rate of 3ºC/min and kept at each 

temperature for 30 min to investigate the catalytic performance in a heating ramp (ignition test). 

These conditions correspond to the data points measured during the in situ XAS. When indicated, 

the catalysts were reduced in situ prior to the reactions at 350ºC for 2 h in hydrogen. Selected 
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catalysts were repeated and methane combustion results reproduced within 2% error. Negligible 

conversion was obtained for the neat Al2O3 support up to 550ºC. 

The ignition tests in the dry methane-rich feed were conducted at the methane-to-oxygen 

stoichiometric ratio of 1:1, which is below the stoichiometric 1:2 ratio. Pd and Pd-Pt catalyst 

amounts corresponded to 0.6 mg Pd loading in the reactor, and 0.6 mg Pt loading for the 

monometallic Pt catalyst. The methane-rich feed consisted of a gas mixture of 10 vol.% CH4 in N2 

(8.5 ml/min STP) and 2 vol.% O2 in N2 (42.5 ml/min STP). All the gas mixtures (Praxair) were 

certified. 

4.3 Results 

4.3.1 Catalytic performance in the lean feed 

Figure 4.1 shows the ignition curves obtained with Pd, Pt and Pd-Pt catalysts in the feed with and 

without added 5 vol.% water. Catalysts amounts corresponded to 1.2 mg of Pd in the Pd and Pd-

Pt catalysts and 1.2 mg of Pt in the Pt-only catalyst. In the dry feed, reduced monometallic Pd and 

Pd-Pt catalysts (350ºC for 2 h in H2) were found to show the behavior identical to the calcined-

only samples with 3% deviation in methane conversion. Palladium is known for its higher activity 

in lean methane combustion compared to platinum [26-28]. In the dry feed, the Pd-Pt bimetallic 

catalyst exhibited lower activity than monometallic Pd, which was assigned to the increased 

fraction of inactive Pd(0) vs. active PdO in the presence of Pt [22]. However, Pt-containing 

catalysts were not significantly affected by the water addition to the stream, whereas Pd was 

poisoned (Figure 4.1), which is line with earlier findings by other groups on the beneficial effect 

of the addition of Pt to Pd for wet combustion [2, 3, 19-21]. Reduced Pd catalyst, when exposed 

to the wet feed, exhibited even lower conversion than its calcined form. 
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Figure 4.1 Ignition curves in the dry and wet lean methane combustion. Catalyst amounts 

correspond to 1.2 mg Pd in Pd-containing catalysts and 1.2 mg in the Pt only catalyst. The 

catalysts were calcined prior to the reactions, unless otherwise stated. Ignition curves were 

obtained in a PBR (not XAS cell). 

CO chemisorption performed on the catalysts before and after the catalytic tests showed that the 

Pd catalyst maintained its 1.7-nm Pd particle size, whereas Pt sintered from 5.7 to 9.1 nm particles; 

and the bimetallic catalyst showed a relatively insignificant particle increase from 2.5 to 2.7 nm 

(Table 4.1). Platinum is known for its low thermal stability, which can be improved by the addition 

of palladium [29, 30]. Thus, the observed drop in activity for Pd catalyst cannot be explained by a 

potential loss in active surface area.  

Table 4.1 Characteristics of the alumina-supported catalysts. 

Samples 

Pd 

loading, 

wt.% 

Pt 

loading, 

wt.% 

CO uptake, µmol/gcatalyst 
Metal(s) 

dispersion, % 

Active particle 

diameter, nm 

Calcined 

catalyst 

Used 

catalyst 
Calcined catalyst 

Calcined 

catalyst 

Used 

catalyst 

Pd 0.2550 - 9 10 57 1.9 1.8 

Pt - 0.2950 3 2 20 5.7 9.1 

Pd-Pt 0.1520 0.1240 7 6 45 2.5 2.7 

 

Turnover frequencies (TOFs) were calculated for the reactions under wet conditions at 340ºC for 

a differential reactor performance (for methane conversions below 8%). Verification of the kinetic 

regime is provided in the Supporting Information [24, 31-38]. TOFs for Pd and Pd-Pt catalysts 
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were found as 1.5 and 6.4 mmol/(molsurface atoms·s), while monometallic Pt showed a negligible 

activity. As will be shown in Section 4.3.3, the in situ EXAFS confirmed that the original Pd-Pt 

calcined sample had an alloy structure, and no segregation of Pd and Pt was seen up to 300ºC upon 

heating in the wet feed (the EXAFS modeling above 300ºC was not performed due to significant 

broadening of the EXAFS oscillations at high k values). Similarly, Pd segregation to the surface 

of Pd-Pt catalysts after oxidative ageing at 750ºC was found to be insignificant [39]. 

Thus, the addition of Pt to the Pd catalyst significantly increases the catalystôs surface activity 

under wet conditions. This trend is opposite to what we found earlier for dry methane combustion 

[22] when platinum decreased the surface activity of Pd by promoting the formation of less active 

metallic palladium compared to the active PdO. The improved activity of the bimetallic samples 

in the wet feed could not be assigned to Pd segregation to the surface. The presence of water likely 

affected the distribution of active sites or their functions, as explored below using in situ X-ray 

absorption spectroscopy. 

4.3.2 In situ  XAS in dry and wet lean feed: monometallic catalysts 

Pd K-edge XANES spectra for Pd/Al2O3 recorded in situ during dry and wet methane combustion 

at different reaction temperatures are shown in Figures 4.2 (a) and 4.2 (b), respectively. Palladium 

species in XANES of calcined fresh Pd/Al2O3 catalyst were identified as PdO (as seen in our 

previous work [22]) that remained the only phase in the studied temperature range in the dry feed. 

The linear combination fitting was attempted using PdO, Pd(OH)2 and Pd standards. Due to the 

similarity of the XANES spectra of PdO and Pd(OH)2 (see Supporting Information for the spectra), 

it was impossible to specify the state of the oxidized Pd in the wet conditions based on the XANES 

data. To evaluate the change in the Pd/PdO speciation, the calcined Pd/Al2O3 catalyst was reduced 

at 350ºC for 2 h in H2 before the in situ XANES temperature-programmed analysis. In the dry 

feed, the reduced Pd was almost completely oxidized by 200ºC, whereas in the wet feed, metallic 

Pd(0) progressively changed to an oxidized state with the increase in reaction temperature (Table 

4.2, Figures 4.2 (b) and 4.3). Figures 4.4 (a) and 4.4 (b) show the Fourier-transformed Pd K-edge 

EXAFS oscillation in R-space under the CH4/ air environments, which confirmed the immediate 

appearance of only Pd-O contributions at around 1.5 Å at 200ºC in the dry feed, while the wet feed 

gradually showed a decreased Pd-Pd contribution and increased Pd-O contribution with the 
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temperature increase. The Pt/Al2O3 catalyst in dry and wet conditions remained in its metallic form 

at all studied temperatures, as shown in Figure 4.5.  

  

  

Figure 4.2 In situ XANES spectra demonstrating Pd K-edge for reduced Pd catalyst in dry (a) 

and wet (b) feed and Pd-Pt catalyst in dry (c) and wet (d) feed. Figures 4.2 (a) and 4.2 (c) are 

reprinted by permission of John Wiley & Sons, Inc. from [22]. 

 

Figure 4.3 Linear combination fitting for the fraction of metallic Pd in the dry and wet feed. 

One standard deviation is <2%. 
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Figure 4.4 Pd K-edge EXAFS spectra in R-space for reduced Pd catalyst in dry (a) and wet 

(b) feed and Pd-Pt catalyst in dry (c) and wet (d) feed. Figures 4.4 (a) and 4.4 (c) are reprinted 

by permission of John Wiley & Sons, Inc. from [22]. 

  

Figure 4.5 XANES Pt L3-edge in calcined catalysts (a) and in wet feed (b) for monometallic 

Pt and bimetallic Pd-Pt catalysts. Figure 4.5 (a) is reprinted by permission of John Wiley & 

Sons, Inc. from [22]. 
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Table 4.2 Linear combination fitting for Pd/Al2O3 in the wet feed*. 

Standard deviations are 1-2%. 

Temperature 

Standard materials for fitting 

PdO**,  

Pd wt.% 

Pd(0), 

Pd wt.% 

200 °C <2 >98 

250 °C 17 83 

300 °C 12 88 

350 °C 26 74 

400 °C 51 49 

450 °C 68 32 

500 °C 70 30 

600 °C 100 <1 

* in the dry feed, Pd was completely oxidized starting at 200ºC; ** due to the 

similar Pd edge in PdO and Pd(OH)2 standards, it was impossible to specify the 

state of the oxidized Pd. 

 

4.3.3 In situ  XAS in dry and wet lean feed: bimetallic Pd-Pt catalyst 

Pd K-edge XANES spectra for bimetallic Pd-Pt catalyst recorded in situ during dry and wet 

methane combustion at different reaction temperatures are shown in Figures 4.2 (c) and 4.2 (d). 

The linear combination fitting was performed using Pd, PdO and Pd(OH)2 standards, which gave 

better fits than Pd and PdO alone. The fitting results obtained with the two sets of standards are 

shown in Table 4.3. Although it was impossible to decouple accurately the contribution of PdO 

and Pd(OH)2, for both fitting methods, the metallic Pd(0) contents were similar in the wet feed 

with the largest discrepancy at 400ºC as 59% - 71%, which is within 6% deviation from the 65% 

average. The fitting results in terms of metallic Pd content are visualized in Figure 4.3 (the data 

for bimetallic catalyst in the wet feed were averaged between the two sets of fittings). The presence 

of water increases the fraction of metallic Pd both for monometallic and bimetallic catalysts. 

Figures 4.4 (c) and 4.4 (d) show the Fourier-transformed Pd K-edge EXAFS oscillation in the R-

space under CH4/ air environments. Both in the dry and wet conditions, a Pd-O contribution 

emerges around 1.5 Å at higher temperatures, whereas the Pd-M (where metal M is either Pt or 
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Pd) contributions at 1.9-2.5 Å decrease in amplitude and become broader upon temperature 

increases, which agrees with XANES data and confirms the presence of metallic Pd at high 

temperatures for all conditions and samples, apart from the monoPd catalyst in dry conditions in 

its oxidized state. EXAFS modelling confirmed that the as-synthesized Pd-Pt bimetallic catalysts 

had random alloy structures, with significant Pd-Pd and Pd-Pt contributions (Table 4.S2 in the 

Supporting Information) [40]. Upon heating in the wet feed, no segregation of Pd and Pt was seen 

up to 300ºC. At temperatures beyond 300ºC, we were unable to model the EXAFS data, as high 

levels of thermal disorder at higher temperatures led to significant broadening of the EXAFS 

oscillations at high k values. 

The platinum component in the bimetallic catalyst remained in its metallic form at all temperatures 

in dry and wet conditions, similarly to monometallic Pt/Al2O3 (Figure 4.5).  

Table 4.3 Linear combination fittings for the Pd-Pt/Al2O3 catalyst in the wet and dry feed 

using two sets of standard materials for the wet-feed data analysis. Standard deviations are           

1-2%. 

Temperature 

Wet feed, fitting with Pd(OH)2, PdO 

and Pd* 

Wet feed, fitting with PdO 

and Pd 

Dry feed, fitting with PdO 

and Pd 

PdO, 

Pd wt.% 

Pd(OH)2, 

Pd wt.% 

Pd(0), 

Pd wt.% 

PdO, 

Pd wt.% 

Pd(0), 

Pd wt.% 

PdO, 

Pd wt.% 

Pd(0), 

Pd wt.% 

fresh 0 0 100 <2 >98 <2 >98 

200 °C 0 13 87 13 87 4 96 

300 °C 0 17 83 21 78 37 63 

400 °C 0 29 71 41 59 62 38 

500 °C 70 0 30 70 30 90 10 

600 °C 78 0 22 78 22 - - 

* due to the similar Pd edge in PdO and Pd(OH)2 standards, it is impossible to decouple the contribution of the oxide 

and hydroxide accurately. XANES data below 500ºC were fitted with Pd(OH)2, which is assumed to decompose above 

450ºC [10]. 
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4.4 Discussion 

4.4.1 Monometallic Pd and Pt catalysts 

In the dry feed, the monometallic Pd catalyst was completely oxidized to PdO in 200-600ºC range, 

irrespective of initial Pd state (calcined or reduced), according to the reaction R1: 

R1) Pd + ½ O2 ᵶ PdO   ȹHo
298 = - 119 kJ/mol 

At any given temperature, there is a unique value of oxygen partial pressure, above which the Pd 

oxidation occurs given by the equation (1) [41]: 

ὴȢ ρ ὥὸάȢ Ὡὼὴ
 

ςȢψωὰέὫὝ ρψȢυχ             (1) 

The plot of the equilibrium oxygen pressure for PdŸPdO phase transformation as a function of 

temperature is shown in Figure 4.6. In the studied temperature range at the bulk fluid O2 partial 

pressure of 21 kPa, PdO is expected and is in line with XAS for dry methane combustion on 

monometallic Pd catalyst (Figure 4.3). 

 

Figure 4.6 Equilibrium oxygen pressure for Pd ᵶ PdO phase transformation. 

 

The water presence in the feed significantly suppressed PdO formation from pre-reduced Pd and 

increased the fraction of metallic Pd (Figure 4.3), for example, by half at 400ºC. Metallic Pd is 

known to be significantly less active than PdO in methane combustion [11, 42], thus, the activity 

drop for the monoPd catalyst in the wet feed compared to the dry feed can be correlated with the 

increased metallic Pd contribution.  
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Another reason for the loss of Pd activity in the wet feed, as suggested in several works [9-15], is 

the formation of inactive Pd hydroxide, with the negative first order to water in the methane 

conversion rate on monometallic Pd catalysts [14]. Standard enthalpies of formation of Pd(OH)2 

and PdO and H2O at 298 K are -385 kJ/mol [9], -119 kJ/mol [43] and -242 kJ/mol [44]. The 

Pd(OH)2 formation from PdO and reduced Pd can be described by reactions R2 and R3: 

R2) PdO + H2O ᵶ Pd(OH)2   ȹHo
298 = - 24 kJ/mol 

R3) Pd + H2O + ½ O2 ᵶ Pd(OH)2  ȹHo
298 = - 143 kJ/mol 

The reaction R1-R3 are exothermic and their equilibrium constants decrease with temperature 

increase. As XAS revealed for the wet feed (Figure 4.3), Pd(0) was predominant species at lower 

temperature, which progressively transformed into oxidized Pd(II) upon heating. From the 

thermodynamic point of view, the higher fraction of reduced Pd(0) at lower temperatures can be 

produced by shifting equilibria to the left only if there is oxygen deficit. Since the bulk fluid O2 

partial pressure was the same for the dry and wet feed (21 kPa) in the verified absence of the 

diffusion limitations, the oxygen deficit relates to activated oxygen which is affected by the 

presence of water.  

Pfefferle and colleaguesô [16, 17] performed in situ infrared spectroscopy and isotopic studies of 

lean methane combustion for Pd catalysts on a variety of supports, including alumina, and showed 

that lattice oxygen from the support contributed heavily to the reaction products. Palladium active 

sites are reoxidized with oxygen from the support, following a redox Mars and van Krevelen 

mechanism. The presence of water causes hydroxyl accumulation on the support, which hinders 

the oxygen exchange process between the support and metallic active sites [16, 17]. At the low 

temperature region for Pd catalyst, the rate limiting step has been identified as water desorption 

from the catalyst surface [45], not methane activation as typically known for temperatures above 

450ºC [14]. Our study thus provides in situ XAS evidence of the lack of oxygen on palladium 

active sites in the wet feed at low temperatures, which follows from the low fraction of oxidized 

Pd in the presence of water (Figure 4.3). Water, thus, ñshiftsò oxygen-rich combustion to the 

oxygen-deficient combustion, where activated oxygen concentration inversely depends on the 

water/hydroxyl concentration. As temperature increases, the rate of water desorption and oxygen 
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uptake increases [46], which provides higher activated oxygen concentrations and promotes PdO 

formation either by oxidation of Pd(0) (R1) and/or by decomposition of Pd(OH)2.  

Platinum is known for its low activity in lean methane combustion. By comparing oxygen surface 

uptake and methane conversion, Burch and colleagues reported that the maximum conversion was 

achieved at 50% of the oxygen surface monolayer and decreased at further oxygen uptake, when 

the surface becomes poisoned by oxygen [11]. The oxygen sticking coefficient on Pt is 15 times 

higher than that for methane [27]. As shown previously, oxygen sterically blocks Pt atoms for 

methane dissociation or inhibits the dissociation electronically [46]. 

 

4.4.2 Bimetallic Pd-Pt catalyst 

As shown by the catalytic tests (Figure 4.1), the presence of Pt in combination with Pd rendered 

the catalyst relatively insensitive to the presence of water in the feed compared to the monometallic 

Pd. Given the similarity of the Pd edge for PdO and Pd(OH)2, it was impossible to decouple 

accurately the contributions of metal oxide and hydroxide. The in situ spectroscopy results did not 

allow validation of a hypothesis if Pt addition inhibited the formation of combustion-inactive 

Pd(OH)2 in favor of active PdO. The heats of formation of Pd(OH)2 (-385 kJ/mol [9]) and PdO     

(-119 kJ/mol [43]) suggest that Pd(OH)2 is thermodynamically favourable at lower temperatures, 

while higher temperatures, accompanied by water deficit, promote Pd(OH)2 decomposition to PdO 

(reverse reaction R3). 

Although the hydroxide/oxide contributions could not be decoupled by XAS, the importance of 

the current study is to report another observation, which likely can be an additional (or even a 

single reason) for the water effect on Pd and Pd-Pt catalysts. Figure 4.3 summarizes the metallic 

Pd fraction for all studied catalysts and conditions and shows that in the temperature window of 

interest (300-500ºC), the addition of water led to significant oxygen deficiency, which is revealed 

in the high fraction of metallic Pd.  

Similarly to the monometallic Pd catalyst, for the bimetallic catalyst, the addition of water also led 

to the increased metallic Pd contribution, although not to the same extent as for the Pd-only catalyst 

because even in the dry feed, the presence of Pt inhibited PdO formation [22] (Figure 4.3). The 

trend in the metallic Pd contribution at 400ºC was found to be 0% (dry Pd) << 38% (dry Pd-Pt) < 
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49% (wet reduced Pd) < 65% (wet Pd-Pt), whereas the trend in conversions (Figure 4.1) was 90% 

(dry Pd) > 70% (dry Pd-Pt) > 58% (wet Pd-Pt) >> 11% (wet reduced Pd). Note how the presence 

of Pt increased the methane conversion from 11 to 58% in the wet feed, although the metallic Pd 

fraction was 49% for the reduced monoPd and 60% for the Pd-Pt catalysts. Thus, in the case of the 

bimetallic Pd-Pt catalyst, the water effect cannot be directly correlated with the Pd(0) fraction only. 

The Pd-Pt catalyst always shows the presence of reduced Pt in the studied temperature window. 

Pt is known for much lower activity than PdO catalysts in lean methane combustion due to 

poisoning with oxygen [11, 26-28, 47]. However, under oxygen-deficient conditions, the metallic 

forms of either Pd or Pt perform significantly better than their oxides, as recently shown by an in 

situ infrared reflection absorption spectroscopy of monometallic Pd and Pt catalysts under 

stoichiometric and oxygen-poor dry methane combustion [48]. It was found that the higher the 

oxygen deficit was, the more metallic Pt outperformed metallic Pd. Although bimetallic catalysts 

were not studied, the authors hypothesized that in Pd-Pt catalysts, PdO could play a key role in 

oxygen-rich conditions, whereas metallic Pt could be catalytically active under oxygen-deficient 

conditions. In a study of alternated CH4 lean combustion/CH4-reducing wet pulses over Pd-Pt 

catalysts, the difference between Pd and bimetallic catalysts was attributed to the likely ability of 

metallic Pt to activate methane under net reducing conditions, which was suppressed under net 

oxidizing conditions [18].  

To verify the increasing Pt contribution to the bimetallic catalyst performance upon the lack of 

oxygen, the ignition tests were performed in the dry methane-rich feed at the CH4-to-O2 molar 

ratio of 1:1, which is below the stoichiometric 1:2 ratio. The light-off activity of monometallic Pt 

in the rich feed (Figure 4.7 (a)) is in agreement with the previously reported behavior [26]. Figure 

4.7 (b) compares the deviation of the Pd-Pt activity vs. Pt activity in the rich and lean, dry feeds. 

The deviations at each temperature were calculated as the difference in methane conversion over 

Pd-Pt and Pt catalyst divided by the conversion over Pt catalyst for the same feed (either rich or 

lean). As seen, the lack of oxygen increased the contribution of Pt to methane conversion over the 

bimetallic catalyst, which was more pronounced at lower temperatures. 

Our study, thus, provides the evidence that water-promoted oxygen deficit shifts the methane 

oxidation mechanism from lean methane combustion on PdO in dry conditions to rich methane 

combustion on Pt in wet conditions for the bimetallic Pd-Pt catalyst. Because similar Pd metallic 
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fractions were found in Pd and Pd-Pt catalysts under wet conditions but the monometallic Pd 

catalyst showed lower reaction rates, it is apparent that in the presence of water metallic Pd is 

relatively inactive compared to the metallic Pt. Indeed, even under stoichiometric conditions, Pt is 

known for its higher activity than Pd [11]. Because the monometallic Pt was inactive in the studied 

temperature region, irrespective of water presence in the feed, the presence of oxidized Pd species 

contributes to the optimal catalyst performance, most likely by providing dissociated oxygen for 

combustion. Thus, in the presence of water and lack of oxygen, Pt supplies oxygen-free sites for 

methane activation. 

  

Figure 4.7 Dry methane combustion at 1:1 CH4/O2 molar ratio: (a) ignition tests and (b) 

deviations in methane conversion. 

Although the rate laws were not obtained in this study, the suggested mechanism is in line with 

the reported rate laws for Pd, Pt, and Pd-Pt catalysts in the wet methane-lean feed (M stands for 

methane, W for water): 

ὶȟ        ρτ;    ὶȟ Ὧ ὅ                ςυ  ;    ὶȟ      ςυ 

The hydroxylated sites are the most abundant surface intermediates in methane combustion over 

Pd, with a negligible fraction of free active sites [14]. With the addition of water-resistant Pt, the 

free active sites in the denominator of the Langmuir-Hinshelwood mechanism model [24] can be 

related to the fraction of Pt atoms that are not poisoned by either water or oxygen. 

As stated above, platinum-induced inhibition of the additional influence of the platinum-inhibited 

Pd(OH)2 formation from PdO cannot be excluded.  
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4.5 Conclusions 

Monometallic Pd, Pt and bimetallic Pd-Pt (molar ratio 2:1) catalysts supported on ɔ-Al 2O3 were 

studied in lean methane combustion in the absence and presence of water in the feed. Monometallic 

Pd was significantly deactivated in the wet feed, whereas the presence of Pt rendered the bimetallic 

catalyst relatively insensitive to water and increased its activity. Reduced Pd catalyst showed the 

same activity as calcined in the dry feed, but it was significantly less active in the wet feed as 

compared to the calcined Pd.  

In situ XAS analyses showed that reduced Pd was in oxidized state at 200-600ºC in the dry feed, 

but only progressively changed from Pd(0) to oxidized Pd with the temperature increase in the wet 

feed. The fractions of metallic Pd were similar for the monometallic and bimetallic catalysts in the 

wet feed. It was impossible to decouple the contribution of PdO and Pd(OH)2 accurately due to 

the similarity of their XANES edge. 

Thermodynamic analysis shows that in the wet feed the Pd(0) fraction decreases with temperature 

increase because water renders the surface oxygen deficient at lower temperatures. The study 

provides an in situ XAS evidence of an oxygen deficit on Pd or Pd-Pt catalysts in the presence of 

water and supports Pfefferle and colleaguesô hypothesis on the effect of water in catalytic methane 

combustion [16, 17]. 

The improved activity of Pd-Pt catalysts compared to Pd in the wet feed is explained by the lack 

of oxygen on the surface, which allows for Pt-catalyzed methane activation. In an excess of air, Pt 

is poisoned by oxygen and is not active in the combustion. The suggested mechanism is in line 

with the rate laws reported in literature for wet methane-lean combustion on Pd [14], Pt [24] and 

Pd-Pt [24] catalysts. 

The study does not only provide a mechanistic insight into Pd-Pt catalyst functions but also 

suggests that this combination is of high practical interest for exhaust treatment for natural gas 

vehicles with a mixed mode of engine operation (lean or stoichiometric combustion). 
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4.7 Supporting Information  

4.7.1 Verification of the kinetic regime  

The kinetic regime was verified at 340ºC in the wet feed for the most active catalyst, which was 

bimetallic PdPt/Al2O3. Table 4.S1 contains calculations of the criteria for external and internal 

mass transfer limitations (MTL), external and internal heat transfer limitations (HTL), axial 

dispersion, and wall effects. 

Table 4S.1 Verification of the kinetic regime for PdPt/Al2O3 catalyst at 340ºC in the wet feed. 

Parameter Equation Value (calculated or experimental) 

Reaction rate -rM, 

[mol/(s·kgcat)] 
ὶ

Ὂ ὢ

ὡ
 

5.9×10-5, for initial methane molar flow 

rate FMo = 6.32×10-7 mol/s, catalyst 

amount W = 0.789 g, conversion 

X=0.075 

Methane bulk diffusivity 

in air at 613 K DAB [m2/s] 
Ὀ

Ȣ Ͻ Ȣ
Ȣ

В
Ⱦ

В
Ⱦ

  

(Fuller formula [S1, S2]) 

7.5×10-5, for P =101325 Pa, molecular 

masses and diffusion volumes for 

methane and air as 16 g/mol, 29 g/mol, 

24.42 and 20.1 [S1, S2] 

Particle Reynolds number 

Rep 

ὙὩ  [S3] 0.35, for dynamic viscosity µ=3.2×10-5 

Pa·s [S4] and density ɟ= 0.576 kg/m3 

(ideal gas) of air at 613 K, dp = 10-4 m, 

free-stream velocity 0.197 m/s (for 3/8ò 

reactor i.d., 476 mL/min feed rate at   

613 K and assuming bed porosity of 0.4) 

Schmidt number  Ὓὧ    [S3] 0.74 

Sherwood number Sh ὛὬ ς πȢφὙὩȾὛὧȾ  

Frössling correlation   [S3] 

2.3 

Mass transfer coefficient 

kc [m/s] 

Ὧ     [S3] 1.7 

Mears criterion for 

external diffusion 

ὶ”Ὑὲ

Ὧὅ
πȢρυ 

If the condition is satisfied, then no 

external MTL are present [S3] 

5×10-5, for ɟb bed density 2334 kg/m3 

(catalyst density ɟc 3890 kg/m3, bed 

porosity 0.4), particle radius R= 0.5×10-4 

m, order n= 1, CM = CMo(1-X) with initial 

methane concentration of 0.0793 mol/m3 
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Thus, the Mears criterion shows the absence of external mass transfer limitations  

Knudsen diffusivity 

[m2/s] 
Ὀ            [S2] 

1.74×10-6, for methane (molecular mass 

M 0.016 kg/mol) and catalyst pore 

diameter dpore = 0.59 nm, specified by 

Sigma-Aldrich 

Diffusivity in a pore 

[m2/s] 

Ὀ        [S2]  

 

1.7×10-6 

Particle porosity ‰
 

                     [S2] 0.87, for catalyst surface area 155 m2/g 

(Sigma-Aldrich) and catalyst density 

3890 kg/m3  

Effective diffusivity 

[m2/s] 

Ὀ           [S2] 

 

3.8×10-7, for tortuosity 3.9  

Weisz-Prater criterion for 

internal MTL 

ὅ           [S3] 

If CWP < 0.3 for a first-order reaction, 

then no internal MTL are present 

0.02, for CM as the bulk concentration of 

0.073 mol/m3 since the absence of 

external MTL was proved 

Thus, the Weisz-Prater criterion shows the absence of internal mass transfer limitations 

Nusselt number Nu ὔό ς πȢφὙὩȾὖὶȾ   [S3] 2.3, for Prandtl number Pr = 0.68 for air 

at 613 K  

Heat transfer coefficient 

h [kJ/(m2·s·K)] 

Ὤ                                     [S3] 1.1, for thermal conductivity of air at   

613 K as 0.047 W/(m·K) [S5] 

External temperature 

gradient criterion 

ὶ ЎὌ ”ὙὉ

ὬὝὙ
πȢρυ 

If the condition is satisfied, then no 

external HTL are present [S3] 

6×10-7, for heat of reaction -890 kJ/mol 

and activation energy E 78.2 kJ/mol [S6] 

Thus, external temperature gradient criterion shows the absence of external HTL 

Prater number ɓ ‍                 [S2] 

 

4×10-4, for effective thermal conductivity 

of Al2O3 as 0.043 W/(m·K) [S7] 

Maximum internal 

temperature rise [K] 

ЎὝ ‍Ὕ                [S2] 

 

0.28, so the maximum internal T can be 

613.28 K instead of 613.00 K surface. 

The catalyst particle is thus isothermal 
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Thus, Prater number shows the absence of internal HTL 

Plug-flow operation 

(absence of axial 

dispersion and wall 

effects) 

Lbed/dp > 50 (to neglect axial dispersion) 

[S8] 

Dreactor/ dp > 10 (to neglect wall effects) 

[S9] 

 

Bed length per particle diameter Lbed/dp = 

50.3 

Dreactor/ dp = 93  

 

Thus, the plug-flow operation ca be assumed 

All the criteria above confirm that the reaction at 340ºC occurs in the kinetic regime and 

that ideal PBR mole balance is applicable  

 

 

Figure 4S.1 In situ XANES spectra for Pd edge of PdO and Pd(OH)2 standards. 

 

Table 4S.2 Fitting results for 2:1 Pd-Pt catalysts under wet conditions. 

Sample Path CN R/Å ů2/Å2 * E0 shift/eV 

Fresh, room 

temperature 

Pd-Pd 6.6(7) 2.731(6) 0.0055(6) -9.7(6) 

 Pd-Pt 4.6(1.0) 2.72(1) 0.006(1) -9.7(6) 

200 °C Pd-Pd 6.5(8) 2.724(9) 0.009(1) -9.5(6) 

 Pt-Pt 5.5(1.3) 2.72(1) 0.010(3) -9.5(6) 

300 °C Pd-Pd 6.4(9) 2.72(1) 0.011(1)* -10.0(8) 

 Pd-Pt 5.5(9) 2.71(2) 0.011(1)* -10.0(8) 

 Pd-O 0.8(4) 2.00(4) 0.011(1)* -10.0(8) 

*At higher temperatures, thermal disorder begins to significantly broaden EXAFS oscillations, and thus as an 

approximation, ů2 terms were assumed to be similar for all contributions. 
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Chapter 5. Stability of Pd-Pt catalysts in low-temperature wet methane 

combustion: metal ratio and particle reconstruction4 

 

5.1 Introduction  

Metallic nanoalloys have attracted considerable attention in catalysis because they not only show 

properties of individual elements, but also synergism due to the electronic and geometric effects 

of combination of two metals [1]. Palladium-platinum combinations benefit from strain and 

electronic effects [2-6], which make them catalysts of choice in a variety of oxidation and reduction 

reactions. Some examples of efficient performance of bimetallic Pd-Pt catalysts include 

hydrogenation of aromatic hydrocarbons or hydrodearomatisation [1], hydrogen oxidation and 

oxygen reduction reactions [2-6], formic acid [4-7] and methanol oxidation [8-13]. Emission 

control of methane in the exhaust of natural-gas vehicles (NGVs), which is a crucial issue because 

of a high greenhouse gas potential of methane [14], is another application of Pd-Pt catalysts. Pt 

addition to Pd increases the low temperature activity and improves thermal durability [15-18], 

which was shown not only in the combustion of methane but also of higher hydrocarbons like 

propane and propene [19]. Enhancement of catalytic activity and sintering stability by addition of 

Pt to Pd catalyst has been shown repeatedly [17, 19-26], but the studies contradict each other in 

terms of activity enhancement or suppression [27-29]. Such discrepancies is a common problem 

in bimetallic catalysis, where different catalyst formulations may result in various structure modes, 

chemical state and distribution of Pd and Pt and therefore, different catalytic behavior [19].  

A study by Persson et al. [20] of the effect of different co-metals on Pd catalysts with 5 wt.% metal 

loadings and 1:1 molar ratio of metals showed that Pt is the most promising promoter to achieve 

stable high activity in methane combustion. Pt formed alloy with Pd as opposed to other metals 

                                                 
4 Chapter 5 of the thesis has been submitted to the Chemical Engineering Science journal as ñStability of Pd-Pt 

catalysts in low-temperature wet methane combustion: metal ratio and particle reconstructionò H. Nassiri, R.E. Hayes, 

N. Semagina, Chem. Eng. Sci. (2017). The reaction setup for methane oxidation was originally designed and built by 

Dr. Long Wu and Dr. Robert E. Hayes. The lab view program to communicate with the reaction setup was written by 

Les Dean. The NAA analysis was performed by Dr. John Duke at the University of Alberta. HRTEM and TEM-EDX 

mapping were performed by Dr. Peng Li and Dr. Jing Shen at the University of Alberta Nanofabrication and 

Characterization Facility (nanoFAB). The author performed all the syntheses, catalytic reactions, analyses and other 

characterizations. Manuscript preparation and writing were conducted by the author under the supervision and final 

approval of Dr. Natalia Semagina and Dr. Robert E. Hayes. 
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that created spinel structures with alumina support (Co and Ni) or separate oxide particles like Rh, 

Ir, Cu, and Ag. An alloy formation along with higher PdO content and lower formation of inactive 

hydroxyl groups from water production were suggested as the reasons of the Pt effect on Pd as 

compared to other co-metals [20]. Studies performed for different ratios of Pd-Pt bimetallic 

catalysts showed that Pd-Pt 2:1 and 1:1 ratios are the best compositions from the viewpoint of 

activity and stability among Pd-Pt 4:1, 2:1, 1:1, and 1:2 combinations because of the close 

proximity of Pd and PdO active sites in the alloys [30]. The stability tests were performed in a dry 

feed for 8 hours [30]. The water effect was further investigated by in situ DRIFTS study [31] on 

Pd-Pt 2:1 and 1:1 catalysts, which revealed that lower concentration of hydroxyl groups on these 

two bimetallic catalysts (including on the support) is the reason of their high stability in the 

reaction. Lapisardi et al. [17] also studied the effect of metal ratios in Pd-Pt catalysts, namely, 

13:1, 2:1, 1:1, and 1:15, and found that the ratios above 2 results in a higher activity because of 

the intimate interaction between two metals, but the stability tests were not performed. Yamamoto 

et al. [21] showed that the optimum Pd-Pt metal ratio is 3:1 that leads to lower degree of sintering 

of Pd and PdO crystallites and causes highest activity and stability. PdO presence on the surface 

of Pd-Pt particles and/or isolated PdO on the support is a well-described consequence of Pd-Pt 

catalyst ageing in air [32-34]. Goodman et al. [29] investigated the effect of different molar ratios 

of Pd-Pt (1:4, 2:3, 3:2, 4:1) in methane combustion through controlled particle size synthesis route. 

Among these combinations, only Pd-rich 4:1 catalyst demonstrated no deactivation after 

hydrothermal ageing HTA (4.2% water in the feed). It was suggested that HTA induces PdO 

segregation in a close contact with a Pd/Pt alloy, forming active and stable methane combustion 

sites. The ageing was performed for 8 hours in the temperature interval of 460-870ºC [29]. 

Honkanen et al. [25] used in situ environmental TEM to investigate the effect of temperature on 

sintering and reconstruction of Pd-Pt 2:1 catalyst in air and low-oxygen conditions at temperatures 

above 500ºC and concluded that the found critical temperatures for the structural changes are 

above the normal range of NGV exhaust temperature. The sintering can be also accelerated by the 

water vapor [35]. 

To the best of our knowledge, there is no systematic study reporting the effect of Pd-Pt ratio on 

the wet methane combustion from the viewpoint of stability at the practically-relevant conditions 

as it refers to NGV. Due to the lean combustion in NGV, the exhaust temperature is relatively low 
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(below 550ºC), while the negative water effect is only significant below 450ºC [36-43], which has 

been assigned to the formation of inactive Pd(OH)2 [39, 44-50] and/or hydroxyl/water 

accumulation on the support that hinders oxygen availability combustion [51, 52]. Recently, for 

this low-temperature region (between 250 and 550ºC), we suggested that metallic Pt in the 2:1 Pd-

Pt formulation catalyzes methane activation at lack of oxygen caused by water presence, as 

opposed to PdO-catalyzed activation in the dry feed [53].  

In the current study, we aim to evaluate the effect of the metal ratios (nine bimetallic samples from 

5:1 to 1:5 ratios) on the stability of Pd-Pt/Al2O3 catalystsô performance in wet lean methane 

combustion at the NGVôs exhaust temperatures. HTA was performed at 400-550ºC cycles for the 

duration of 40 hours. By using a controlled nanoparticle synthesis, we also demonstrate the 

structural evolution of initial core-shell structures, as well as the formation of bimetallic alloys 

from individual Pd and Pt monoparticles even at such low temperatures. It appears that the effect 

of the metal ratio on the activity and long-term catalyst performance is more significant than the 

Pd-Pt catalyst preparation method.  

 

5.2 Experimental 

5.2.1 Catalyst preparation and characterization 

Pd, Pt and Pd-Pt nanoparticles were synthesized in a colloidal dispersion via alcohol reduction in 

the presence of a stabilizer (poly N-vinylpyrrolidone, PVP). The synthesis details can be found in 

our earlier publication [54]. Apart from such bimetallic catalysts (termed here as ñalloyò) prepared 

via simultaneous reduction of metal precursors, bimetallic Pd core - Pt shell Pd(c)Pt(s) 

nanoparticles (1:1) were synthesized by a hydrogen-sacrificial method. First, Pd nanoparticles 

were synthesized as above. After the reflux, the Pd colloidal solution was allowed to cool down to 

room temperature followed by purging with hydrogen for 1 h. This procedure creates Pd hydride 

that further serves to reduce Pt precursor to form a shell around the preformed Pd nanoparticles. 

To create a Pt shell, the solution of 0.1 mM Pt precursor in 50 ml of water was added dropwise 

within one hour by a syringe pump. A dark colloidal dispersion of nanoparticles was obtained at 

the end of all syntheses without any precipitates. The synthesized nanoparticles were supported on 

ɔ-Al 2O3 by acetone precipitation to obtain 0.3 wt.% target metal loading. All samples were dried 
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and calcined in air at 550ºC for 16 h. The catalyst after calcination is referred to as a ñcalcined 

catalystò. In addition to the bimetallic samples, two ñmixed supported catalystsò (MS) were 

prepared as the physical mixture of calcined monometallic Pd and Pd catalysts at molar ratios Pd-

to-Pt as 1:1 and 2:1. Another physical mixture was prepared by mixing the final colloidal solutions 

of monometallic Pd and Pt particles at molar ratio Pd-to-Pt as 1:1 at the time of precipitation on ɔ-

Al 2O3 which is named as ñmixed colloids catalystò (MC). 

The actual metal loading in the calcined catalysts was determined by neutron activation analysis 

(NAA) and can be found in the Supporting Information. CO chemisorption was performed after 

reduction as described in the previous work [54]. TEM photographs were taken using a JEOL-

2100 for 50-nm resolution images and JEOL JEM-ARM200CF for STEM and EDX mapping at 

200 kV. The JEOL JEM-ARM200CF was an atomic resolution S/TEM with a probe Cs corrected 

Cold Field Emission Gun (cFEG), equipped with a large collection angle SDD EDX detector that 

enabled fast elemental mapping. 

5.2.2 Catalytic performance in methane combustion reaction 

Wet methane combustion reaction was studied in a tubular reactor with on-line GC analysis as 

described earlier [24, 55]. The evaluation of the kinetic regime and ideal PBR performance can be 

found in our previous publication [53]. The reactor was packed calcined catalysts corresponding 

to 1.2 mg of active Pd. In case of monometallic Pt catalyst, the amount of the supported catalyst 

corresponded 1.2 mg of Pt. A certified (Praxair) gas mixture of 10 vol.% CH4/N2 along with dry 

air were fed to the reactor at a flow rate of 8.5 ml/min and 205 ml/min, respectively, to achieve 

4000 ppm CH4 concentration. 5 mol.% water vapor was added to the feed stream by a Series II 

Legacy HPLC pump to evaluate the effect of water vapor on the catalytic activity.  

The sequence of the tests was as follows: two ignition-extinction tests (one with dry feed, another 

with the wet feed) were performed by heating from 250ºC to 550ºC and cooling vice versa with 

the rate of 60ºC/min, with 50º-intervals, at which the temperatures were held for 45 min. This 

procedure was followed by a hydrothermal ageing test (HTA). In 22 h, the catalyst was cycled 

between 550ºC and 400ºC and kept at each temperature for 1 h. After 22 h, the temperature was 

held constant at 400ºC for about 18 h. Then the activity recovery at 400ºC was also checked by 

cutting off the water vapor from the feed stream during 6 h after the HTA test. Finally, the catalytic 
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test was terminated by another ignition-extinction test in the presence of water to check the 

catalytic activity after 40-hour HTA test (referred to as a ñpost-HTAò ignition-extinction). The 

catalyst sample after all these steps of the reaction is referred to as ñused catalystò. Selected 

catalysts were repeated and methane combustion results reproduced within 2% error. Negligible 

conversion was obtained for the neat Al2O3 support up to 550ºC. 

5.3 Results and discussion 

5.3.1 Effect of Pd-Pt ratio on the hydrothermal ageing (HTA) performance 

Figure 5.1 shows the stability experiments performed for Pd, Pt and Pd-Pt catalysts for the same 

Pd loading in the reactor. Pt catalyst is the least active, which for the lean methane combustion can 

be assigned to oxygen blocking Pt sites and preventing methane activation [56]. Monometallic Pd 

catalyst is relatively active at the start of the stability tests, but quickly deactivates and shows           

< 10% conversion only after 25 hours on stream. The activity and the fate of the bimetallic 

compositions depend on the Pd-to-Pt ratio. Pd-rich catalysts show significantly higher activity than 

Pd (at the same Pd amount in the reactor) but, similarly to monoPd, deactivate. As seen from 

Figures 5.1 (a) and 5.1 (c), the higher the Pd concentration, the faster the catalyst deactivation. Pt-

rich compositions (Figures 5.1 (b) and 5.1 (c)), show lower initial activities but they either maintain 

them during the HTA tests or even improve the activity over time.  

Nanoparticle sintering and decrease in the number of surface atoms could be a potential 

explanation of such behavior. However, CO chemisorption performed on the fresh calcined and 

used catalysts, revealed that Pd-rich catalysts did not change their particle size (while the activity 

decreased by 1.5-10 times, Figure 5.1 (c)), while the Pt-rich catalysts sintered but did not lose their 

activity. Under oxidative atmosphere, Pt on ɔ-alumina support is known to be more susceptible to 

sintering than corresponding Pd catalyst; Pd stabilizes Pt in this environment as a result of a strong 

interaction of PdO with the support [57-59]. Similarly, the extent of Pd-Pt coarsening due to ageing 

was found to decrease with increasing Pd content, with 1:1 Pd-Pt ratio being the most sintering 

resistant among Pt-rich catalysts [60]. The sintering behavior is also in line with a DFT study by 

Ha et al. [61] who investigated the stability of Pd-Pt 1:1, 1:3 and 3:1 clusters on oxide supports. 

They suggested that subtle entropic and electrostatic effects make 1:1 configuration the most stable 

one against sintering, and the electrostatic stabilization was showed for Pd-Pt 3:1 ratio. The 
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observed mismatch between the sintering (Figure 5.1 (c)) and deactivation behavior (Figures 5.1(a) 

and (b)) implies that sintering cannot be considered as a significant reason for deactivation of Pd 

and Pd-Pt catalysts. 

 

 

(a) 

(b) 
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Figure 5.1 Hydrothermal ageing tests. Pd and Pd-Pt catalyst amounts correspond to the same 

Pd loading in the reactor (1.2 mg). Pt catalyst loading corresponds to 1.2 mg of Pt. 

 

Figure 5.2 Surface sites on the calcined and used catalysts as probed by CO chemisorption. 

The deviation is 0.07 molCO/mol(Pd+Pt). 

As seen from Figure 5.1 (c), there is a trade-off between high activity but low stability of Pd-rich 

compositions and low activity but high stability of the Pt-rich catalysts. Among the tested 

combinations, the most optimal performance from the viewpoint of both activity and stability at 

the conditions of the strongest water influence (400ºC, as opposed to 550ºC) is achieved for the 

Pd-Pt ratios from 1:1 to 4:1, which covers the range of different reported ratios by other groups 

(c) 
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[17, 20, 21, 29, 30]. The post-HTA ignition-extinction experiments in the presence of water at the 

temperature range of 250-550ºC confirmed that these ratios require lower temperatures for 

methane combustion (Figure 5.3 (a)). No significant hysteresis was observed between the ignition 

and extinction curves on the catalysts after HTA.  

Figure 5.3 (b) summarizes initial turnover frequencies that were calculated from post-HTA ignition 

curves (wet conditions). To conform to the condition of the differential reactor performance            

(< 15% methane conversion), the TOFs are reported at 340ºC for the Pd-rich catalysts and 360ºC 

for the Pt-rich catalysts. The number of surface atoms was found from CO chemisorption of used 

catalysts (Figure 5.2) assuming 1:1 stoichiometry. Interesting that for Pd-rich catalysts, TOFs 

calculated based on the total surface atoms are almost constant for the Pd-Pt ratios 4:1 to 1:1, but 

they drop significantly with further Pt enrichment. When TOFs were calculated per surface Pd 

only assuming the same bulk and surface composition, the peak activities belong to the catalysts 

with Pd-Pt ratios between 2:1 and 1:2. The latter assumption is not necessarily correct because 

PdO segregation to the surface of Pd-Pt catalysts is known to occur at hydrothermal ageing [29], 

which makes our calculated values of TOF per only Pd overpredicted. However, the trends in both 

Figures 5.3(a) and (b) show that Pt addition to the Pd-rich catalysts is crucial to maintain the high 

activity in the wet feed, but the Pt enrichment beyond 1:3 Pd:Pt ratio is not recommended. 

Our earlier in situ X-ray absorption spectroscopy study performed on the 2:1 Pd-Pt catalyst [53] 

suggested that water causes oxygen deficit, which suppresses the amount of active PdO sites but 

activates Pt for methane activation, that is not active in the presence of oxygen. Dianat et al. [62] 

concluded that the higher the Pd content in the surface layer of Pd-Pt catalysts, the higher oxygen 

adsorption energy. Thus, in wet feed on Pd-Pt catalysts, Pt is responsible for methane activation 

but it also affects the oxygen binding energy. Apparently, at excessive Pt amounts for the ratios 

exceeding 3:1 Pt:Pd, there is a deficit of oxygen required for the combustion. Such Pt effect of 

promoting metallic state of Pd was reported even for the dry methane combustion [54]. 
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Figure 5.3 Catalytic activity during post-HTA ignition and extinction in the wet feed: (a) 

temperature of 50% methane conversion (Pt is omitted because it did not reach 50% 

conversion even at 550ºC); (b) initial ignition turnover frequencies. 

 

5.3.2 Structural evolution of Pd, Pt and Pd-Pt nanoparticles 

Figure 5.1 (b) for HTA of Pt-rich catalysts reveals an interesting trend at constant 400ºC, which is 

the activity increase during ageing. Spontaneous surface segregation and adsorbate-induced 

restructuring at elevated temperature and under oxidative atmosphere of the reaction could be the 

(a) 

(b) 
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reasons of this phenomenon [63-71], such as in situ PdO segregation to the surface of Pd-Pt 

particles [29] or to the support [34]. Our earlier X-ray absorption spectroscopy study of Pd(core)-

Ru(shell) and Pd-Ru mixed alloy nanoparticles showed that after oxidative ageing at 550ºC they 

transformed into one structure with Pd-rich shells and demonstrated the same performance in 

methane combustion [72]. The restructuring is caused by differences in surface energies of 

constituent atoms, adsorption energies of reactants or dissociated species, and diffusion barriers 

[67-70]. In Pd-Pt nanoparticles, Pd with lower cohesive energy than Pt is expected to segregate to 

the surface producing Pd-rich shells and Pt-rich core [63, 65-67, 71], but the degree of segregation 

depends on the temperature and composition of the alloy [65, 66, 70]. Based on Monte Carlo 

simulation, Duan et al. [67] investigated surface segregation of random alloys Pd-Pt 1:1, 3:1, and 

1:3 and showed that surface segregation causes about 15-20% lower Pt concentrations in the shell.  

Is it thus possible that the original location of Pd and Pt atoms in bimetallic Pd-Pt nanoparticles 

actually does not matter and they will transform in situ into the most stable structure only 

depending on their metal ratio? To verify this hypothesis, we used a controlled synthesis of metal 

nanoparticles and produced two samples with the same Pd-Pt ratio of 1:1, but one was synthesized 

as a mixed alloy (Pd-Pt 1:1), another as a Pd(core)-Pt(shell) nanoparticles (Pd-Pt 1:1 C-S). Figure 

5.4 shows the original structures of the Pd-Pt nanoparticles, confirming the Pt enrichment of the 

shells in the as-synthesized core-shell nanoparticles. After the use in the wet methane combustion 

at temperatures not exceeding 550ºC, the original core-shell structure was lost: the EDX mapping 

reveals nearly constant Pd-Pt ratio throughout the particle after the use. The catalytic results were 

concomitant with the structure change: the activity of 1:1 originally alloy and core-shell structures 

are similar (with a longer stabilization period for the core-shell sample, Figure 5.5). Moreover, 

another sample prepared by mixing the individual colloidal dispersion of Pd and Pt nanoparticles 

followed by deposition on the support and calcination (referred to as ñmixed colloidsò MC) at the 

same 1:1 Pd-to-Pt ratio, demonstrated the same stable behavior and a similar activity as the alloyed 

Pd-Pt catalyst (Figure 5.5). Thus, it appears that it does not matter how the bimetallic particles 

were synthesized as soon as the overall metal ratio is maintained.  
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Figure 5.4 TEM and EDX mapping of as-synthesized (fresh) 1:1 Pd-Pt alloy and fresh and 

used in HTA Pd(core)-Pt(shell) nanoparticles. 

 

Figure 5.5 Hydrothermal ageing tests for alloyed, core-shell (C-S), mixed colloids (MC) and 

mixed supported catalysts (MS). Pd and Pd-Pt catalyst amounts correspond to the same Pd 

loading in the reactor (1.2 mg). Pt catalyst loading corresponds to 1.2 mg of Pt. 

 


